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Preface 

 
The content of this Ph.D thesis has been organized as follows: after a brief 

introduction on nanotechnologies and their main applications, the 

electrospinning technology will be described as a successful strategy to create 

smart and ultrasensitive nanosensors. The main characteristics of gas sensors 

will be listed in Chapter 3 focusing on sensitive nanocomposite materials 

designed for chemical sensors, more specifically suitable polymers as 

polyaniline and poly-3-hydroxybutirrate (PANi and PHB), semiconductor metal 

oxides (QDs, TiO2) and gold nanoparticles (AuNPs). In subsequent chapters it 

will be described in detail the manufacture, the characteristics, the detection 

mechanism and numerous advantages of nanosensors obtained using materials 

just mentioned. As will be described in Chapter 5, the combination of suitably 

functionalized nanofibers of titania with core/shell QDs nanoparticles has 

allowed to obtain a chemical sensor, in the solid state, capable to detect nitrogen 

compounds into the atmosphere. The resulting fibers were studied as potential 

optical sensors due to the quenching of the fluorescence after interaction with the 

gas (NH3). Ammonia, furthermore, with other pollutants such as VOCs 

(triethylamine and acetic acid), have been detected using a biodegradable 

chemical sensor, described in Chapter 6, obtained by electrospinning technology 

depositing a polymer blend containing polyaniline and poly-3-hydroxybutirrate 

(PANi/PHB) on chemoresistors (IDEs). Chapters, 7 and 8 respectively, will 

focus on two new detection systems, an active sensor (IDEs) and a passive 

sampler for the monitoring of elemental mercury (Hg°), another abundant 

pollutant in the atmosphere. For the manufacture of both systems,  the 

photocatalytic properties of titania have been exploited providing a selective 

growth irradiation of gold nanoparticles, using a precursor of the gold 

nanoparticles (AuNPs) and a suitable  organic capping reagent under UV-light 
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exposure. Finally, in summary and conclusions, all the research activity will be 

resumed enhancing the novelty, the potentials and the future perspectives. 
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Introduction  

 
The exhaust from automobiles, emissions from manufacturing industries and 

factories, suspended particles and gases are among the unwanted substances 

that are deteriorating the quality of air around us and represent one of the 

major causes of air pollution. These harmful substances (solid particles, liquid 

droplets, or gases) can have adverse effects on humans and the ecosystem and 

are introduced in the air from various sources that can be of natural origin or 

man-made. Most of the pollution of the air is caused because of the ignorance 

and negligence of humans but it is also true that some time the air can be 

polluted by natural causes. Forest fires produce giant masses of smoke which 

tend to drift over nearby villages and cities. Occasional eruptions of volcanoes 

can eject huge amount of volcanic ash and lava onto the earth surface which 

introduces dust and smoke into the atmosphere thereby polluting the air. 

Natural air pollution can also be caused from the decay of rocks over time and 

the release of gases such as radon which has adverse effects on our health. Air 

pollutants can be distinguished into two types: primary and secondary 

pollutants. Primary pollutants are usually produced from a process, such as ash 

from a volcanic eruption. Other examples include carbon monoxide gas from 

motor vehicle exhaust, or the sulfur dioxide released from factories. Secondary 

pollutants are not emitted directly. Rather, they are formed in the air when 

primary pollutants react or interact. Ground level ozone is a prominent 

example of a secondary pollutant. Some pollutants may be both primary and 

secondary, they are both emitted directly or formed from other primary 

pollutants. Major primary pollutants produced by human activity include: 

carbon dioxide (CO2); sulfur oxides (SOx), particularly sulfur dioxide; 

nitrogen oxides (NOx) , particularly nitrogen dioxide; carbon monoxide (CO); 

volatile organic compounds (VOC), VOCs are a well-known outdoor air 

pollutant. They are categorized as either methane (CH4) or non-methane 
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(NMVOCs); particulates, alternatively referred to as particulate matter (PM), 

atmospheric particulate matter, or fine particles, are tiny particles of solid or 

liquid suspended in a gas; persistent free radicals; toxic metals, such as lead 

and mercury, especially their compounds; chlorofluorocarbons (CFCs); 

ammonia (NH3), emitted from agricultural processes; odors, such as from 

garbage, sewage, and industrial processes; radioactive pollutants, produced by 

nuclear explosions. Secondary pollutants include: particulates created from 

gaseous primary pollutants and compounds in photochemical smog; ground 

level ozone (O3) formed from NOx and VOCs. Many studies have confirmed 

that indoor air quality is highly affected by outdoor air quality. Therefore, to 

solve our pollution problems, both indoor and outdoor environment should be 

considered. A number of air pollutants have been recognized to exist indoors, 

including NOx, SO2, O3, CO, volatile and semi-volatile organic compounds 

(VOCs), PM, radon, and microorganism. Some of these pollutants (e.g., NOx, 

SO2, O3, PM) are common to both indoor and outdoor environments, and 

some of them may be originated from outdoors. These air pollutants can be 

inorganic, organic, biological or even radioactive. Their effect on humans 

depends on their toxicity, concentration and exposure time, and may vary from 

person to person. The most common effect is called sick building syndrome 

(SBS), in which people show effects such as irritation of nose, eyes and throat, 

skin ailments, allergies, and so on. The cause may not be identified, but the 

syndrome may disappear after that an affected person leaves the office or 

building. Indoor air quality can be improved and SBS can be reduced when the 

ventilation rate of the room is improved (Wargocki, P. et al., 2000). The 

indoor air quality also affects the performance of workers and office staff. 

Wyon (2004) found that the performance of real office work would be 

significantly and substantially affected by changes in indoor environmental 

quality and that the work performance could be significantly enhanced by 

removing common indoor sources of air pollution (Wyon, D. P., 2004). Air 

pollution besides to cause to serious health problems such as respiratory 
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diseases, cardiovascular and cancer, it is responsible of hundreds of thousands 

premature deaths in several countries in the world. WHO estimated in 2012 

that air pollution claimed the lives of almost 3.7 million people around the 

world in just one year. This research project was carried out mainly at the 

Institute of Atmospheric Pollution Research of National Research Council 

(IIA -CNR) in Rome. Taking into account the need to support European 

directives, international treaties and programs of atmospheric and 

environmental pollution (i.e., UNECE-LRTAP, Minamata Convention, UNEP, 

GEOSS, Earth Cube) and the need to reduce investment costs and operating of 

observing sites in remote locations and difficult to access, the study has been 

focused on developing sensor devices  low-powered and nanostructured 

composite materials for monitoring different pollutants and complex 

environments, specifically, nitrogen derived gaseous pollutants (NH2, NO2, 

NOx) and elemental mercury (Hg°). The goal of the research project has been 

therefore to develop composite nanostructured materials for obtain "advanced" 

and "smart" sensors characterized by selectivity, sensitivity and small size, 

which do not require high investment and operating costs, which allow an 

environmental monitoring also in situ and that they are equipped by advanced 

interfaces for data transmission and their remote management.  
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devices (Wang, Y., 1991; Gleiter, H., 2000), catalysis (Skorokhod, V. et al., 

2001; Pokropivny, V. V. et al., 2007), solar energy conversion (Hagfeldth, 

A. et al., 2000; Bueno, J. T. et al., 2004) photonic band gap materials 

(Moran, C. E. et al., 2004) and biomedical applications (West, J. L. et al., 

2000; Salata, O. V., 2004). Innovation in knowledge and technology is the 

key element of the development and welfare of this new society; micro and 

nanotechnologies offer the ability to design and introduce innovation to the 

stairs, where the effects on the characteristics and performance of the products 

develop the maximum potential. One of the parameters that are strongly 

connected to miniaturization and nanotechnology is surface-to-volume ratio. 

This parameter is of fundamental importance in applications involving 

chemical catalysis and nucleation of physical processes. In general, surface 

area to volume ratio increases with a decrease in the characteristic dimensions 

of a material, and vice versa.  A particle with a size of 30 nm has 5% of its 

atoms on its surface, whereas a particle of 3 nm has as much as 50% of its 

atoms on the surface (The Royal Society, 2004). Therefore, as the material 

size decreases, a greater portion of the atoms are found at the surface 

compared to those inside. It has also been found that some materials that are 

inert in their bulk form are reactive when produced in a nanoscale form. 

Therefore, nanomaterials have a much greater surface area per unit volume 

compared with larger particles. This leads to nanoparticles that are more 

chemically reactive, because molecules at the surface of a material do not have 

full allocation of covalent bonds and are in an energetically unstable state. 

Since many more molecules located at the surface are in energetically unstable 

states, nanomaterials are more reactive compared to the non-nanoscale 

material. With the high reactivity, almost all types of nanomaterials are 

capable of catalyzing reactions and free nanomaterials tend to agglomerate 

into bigger particles. Owing to the specific physiochemical properties of 

nanoparticles, they are expected to interact with substances such as proteins, 

lipids, carbohydrates, nucleic acids, ions, minerals and water present in food, 
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have resulted to the creation of different nanomaterials in terms of materials 

types, physical dimensions and structures. First classification of nanostructures 

materials (NSMs) was proposed by Gleiter in 1995 (Yoffe, A. D., 1993) and 

further was explained by Skorokhod in 2000 (Reetz, M. T. et al., 1995). 

Nanomaterials can be categorized primarily according to their chemical 

composition (Handy, R. D. et al., 2008; Buzea, C. et al., 2007). This 

classification separates nanomaterials into broad categories such as carbon-

based structures including CNTs and fullerene C60; metal-containing 

nanoparticles including metal oxides, such as titanium dioxide (TiO2); or 

semiconductor nanocrystals, also known as quantum dots (Figure 1.3). 

  

 
Figure 1.3: Natural and engineered nanoscale substances (Farré et al., 2009) 

 

Another way of categorizing nanomaterials is based on their dimensionality 

(Buzea, C. et al., 2007, Krug, H. F. et al., 2011). There are two main types of 

nanomaterials, according to the International Organization for Standardization 

(ISO/2011), nanostructured materials and nanoobjects (Figure1.4).  
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Figure 1.4: The ISO/2011 definition of nanostructures material and nanoobjects. The 
shape of nanoobjects reflects the number of dimensions confined to the nanoscale 
(Krug and Wick, 2011). 
 

Nanostructured materials include nanoporous materials (which have nanosized 

pores within particles that may or may not be of nanoscale dimensions), 

nanocrystalline materials (which have nanosized crystalline grains within 

particles that may or may not be of nanoscale dimensions), and complex fluids 
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containing nanosized objects. Therefore they comprise a broad class of 

materials that contain nanosized structures, without necessarily having an 

overall nanoscaled size. The classification of nanoobjects essentially depends 

on the number of dimensions which lie within the nanometer range, separating 

them into nanoplates, nanofibers, and nanoparticles. Nanoplates, including 

nanofilms, nanolayers, and nanocoatings, are stretched out in two dimensions 

whereas one dimension is confined to the nanoscale. Nanofibers have three 

dimensions within the nanoscale, and include nanotubes, nanorods and 

nanowires. Carbon nanotubes (CNTs) have been given a lot of attention, and 

these nanofibers with hollow interior is widely explored for their use in 

medical applications (Bianco, A. et al., 2003, Bianco, A. et al., 2005). 

Nanoparticles have all their dimensions measured within the nanoscale, and 

are often synthesized to form spheres (Ashby, F. M. et al., 2009; Krug , H. F. 

et al., 2011). 

 

 
1.2.2  Synthesis: Top-down and Bottom-up approach  

 
Nanomaterials can be fabricated either by using physical methods or chemical 

(wet) methods. Both methods can follow both Top-down approach that 

Bottom-up approach (Figure 1.5): 

 

- Top down: the method consists in reaching nanometric dimensions, 

starting from a larger material. The massive material, "bulk," is divided 

into smaller particles, using mechanical energy, chemical or in other 

forms. 

- Bottom up: the nanomaterial is obtained from the individual atoms, 

suitably assembled, by means of chemical reactions, allowing the 

precursor to increase with the size and the desired characteristics. 
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nanomicroscale and bulk materials plays a crucial role not only for academic 

research but overall for innovative industrial applications. Nowadays, new 

hybrid materials have been involved in a plethora of niche markets linked for 

instance to new generations of smart textiles, photovoltaic and fuel cells, 

antennas and satellite communications, optoelectronics, new catalysts and 

coatings, smart therapeutic vectors with controlled drug delivery properties, 

new ultra-sensitive sensors, cosmetics, smart papers, etc (Figure 1.6). The 

resulting nanoheterogeneous materials typically associate several aspects 

deriving not only from the mere sum of individual contributions but also 

related to the role of the inner interfaces, which could sometime be 

predominant. In the case of particles and fibres, the surface area per unit 

volume is inversely proportional to the material diameter; thus, the smaller the 

diameter, the greater the surface area per unit volume (Luo, J. J. et al., 2003). 

Common shapes of inorganic nanostructures when dispersed in a matrix 

(nanoparticles, nanotubes, nanofibres, fullerenes, and nanowires) and their 

respective surface area-to-volume ratios are reported in the (Figure 1.7). 
 

  

 

 

 

 

 

 

 

 

 

 

 

Figure 1.6: Examples of new generations of smart textiles 
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Figure 1.7: Common shapes of inorganic nanostructures dispersed in a matrix 
(nanoparticles, nanofibres, nanowires) and their respective surface area-to-volume 
ratios. 

 

The properties of a nanocomposite are significantly influenced by the size 

scale of its component and phase, its ratio to the matrix phase and the degree 

of mixing between the two phases. Depending on the nature of components 

used and the method of preparation, significant differences in composite 

properties may be obtained. A typical example is reported in (Figure 1.8), 

where the classical diagram of the three types of arrangement of layered 

silicate materials within a polymer is depicted. When the polymer is unable to 

intercalate between the silicate sheets, a phase-separated composite is usually 

obtained, and the resulting properties are comparable to the traditional 

microcomposites (Alexandre, M. et al., 2000). 
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Figure 1.8: Classical diagram of the three types of arrangement of layered silicate 
materials within a polymer is depicted. 
 
 
A better configuration is achieved when a single extended polymer chain can 

penetrate between the silicate layers (intercalated structure), forming a well-

ordered multilayer morphology with alternating polymeric and inorganic 

layers. When the silicate layers are completely and uniformly dispersed in a 

continuous polymer matrix, an exfoliated or delaminated structure is achieved. 

In any case, the physical properties of the resultant composite are appreciably 

different. Likewise, in fibrous or particle-reinforced polymers, dispersion of 

the nanoparticle and their interaction with the matrix at the interface, play 

fundamental roles in determining the mechanical properties of the 

nanocomposite. Without proper dispersion, the nanomaterial will not provide 

any improvement in mechanical properties, when compared to conventional 

composites. In addition, the properties of the overall nanocomposite can be 

tailored by optimizing the interfacial bond between the particle and the matrix 
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Figure 1.9: A list of common nanoparticles and fillers 

 

 
1.3.1 Nanocomposite thin film fabrication methods  

 

Traditional synthesis approaches for manufacturing nanophased composite 

materials at the solid state can be grouped into four strategies, such as melt 

intercalation (co-extrusion), functionalization of the NPs, in-situ 

polymerization and surfactant assisted dispersion, respectively. An accurate 

description of these approaches is reported in literature (Mittal, V., 2012). As 

far as sensor construction is concerned, a chemical layer should be placed on a 

suitable transducer or substrate. Several technologies allow nanocomposite 

thin film depositions (up to a few micrometers) on several substrates through a 

variety of methods such as physical vapor deposition (PVD), chemical vapor 
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deposition (CVD) and wet chemical processes (i.e. sol-gel and electrochemical 

deposition, thermolysis, flame spray pyrolysis, etc.). The kind of deposition 

technique used strongly affects the properties of the composite layer. To 

fabricate heterogeneous films consisting of materials with very different 

nature, e.g. a metal or a metal oxide with a polymer is obviously much more 

challenging than to deposit films comprised only of a single type of material. 

Such a deposition process should be able to vaporize or alloy materials of 

different nature onto the same substrate at the same time. Within this section 

the most common deposition methods used to fabricate nanocomposite films 

for gas sensing will be summarized. 

 
 

1.3.1.1 Physical Vapor Deposition 

 

PVD involves only physical processes, such as high temperature vacuum 

evaporation, using electron beam, plasma sputtering, resistance heating and 

pulsed laser deposition under vacuum. The deposition of a thin film commonly 

occurs by condensation of the vaporized form of materials onto various 

substrate surfaces. To obtain a nanocomposite film the energy sources have to 

be able to vaporize all the component materials under the same processing 

parameters (i.e. vacuum levels, temperature etc.) and simultaneously condense 

them onto the same substrate. Sputtering, which is one of the PVD processes, 

occurs whenever any particle strikes a surface with enough energy to dislodge 

an atom from the surface, with a yield resulting from the ratio of the number 

of emitted particles per incident particle: 

Y=Nemitted particles/Nincident particles 
  

Sputter deposition is achievable whatever the incident species, including 

atoms, ions, electrons, photons and neutrons as well as molecules and 
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molecular ions. The yield for bombardment of a surface with an ion or an 

atom of the same energy will be practically identical; physical sputtering relies 

on the transfer of physical momentum and kinetic energy from the incident 

particle to the surface atoms, and this is independent from the particle charge 

(Figure 1.10). 

 
 

 
 

Figure 1.10: A typical PVD apparatus used to deposit nanocomposite films. 
 
 

A gas sputtering, such as argon or nitrogen, impacting composite material 

sources (targets consisting of pre-mixed compounds or a few targets 

simultaneously sputtered by ions) is able to deposit a composite thin film 

(mixture of metal oxides, a metal together with a metal oxide, or a metal and a 

polymer). Another PVD process that usually used to deposit nanocomposite 

films is pulsed laser deposition (PLD) (Douglas, B. et al., 1994),where a high 

power pulsed laser beam inside a vacuum chamber is focused to strike a target 

of the material that needs to be deposited. This material is vaporized from the 

target (in a plasma plume) and deposits as a thin film on a substrate facing the 
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target. This process can occur in ultra-high vacuum or in the presence of a 

background gas, such as oxygen that is commonly used for depositing oxides 

to fully oxygenate films. The process of PLD can generally be divided into 

four main steps: 

 

1. laser ablation of the target material and creation of a plasma; 

2. dynamic of the plasma; 

3. deposition of the ablation material on the substrate; 

4. nucleation and growth of the film on the substrate surface. 

 

All steps are essential for the uniformity, crystallinity and stoichiometry of the 

resulting layer. The ablation of the target material upon laser irradiation and 

the creation of plasma are very complex processes. The removal of atoms 

from the bulk material is obtained by vaporization of the bulk at the surface 

region in a state of non-equilibrium. During this process the incident laser 

pulse penetrates into the surface of the material until a depth dependent on the 

laser wavelength and the index of refraction of the target material at the 

applied laser wavelength. Typical values of such a depth for most materials 

are in the region of 10 nm. The strong electrical field generated by the laser 

light is sufficiently strong to remove the electrons from the bulk material 

within the penetrated volume. The free electrons oscillate within the 

electromagnetic field of the laser light and can collide with the atoms of the 

bulk material, thus transferring part of their energy to the lattice of the target 

material within the surface region. The surface of the target is then heated up 

and the material goes finally into the vapor form. In the plasma dynamic step, 

the material expands in a plasma, parallel to the normal vector of the target 

surface and towards the substrate, due to Coulomb repulsion, and recoil from 

the target surface. The third step, i.e. deposition on the substrate, determines 

the quality of the deposited films by triggering nucleation and growth of films 

on the substrate surface. Finally, the nucleation depends on several growth 
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parameters, including laser energy, surface temperature and structure of the 

surface substrate, gas pressure. Since PLD source does not interact with the 

gas phase species and it is very easy to manipulate, the dynamic range of 

deposition pressures is the largest, when compared to other vacuum deposition 

processes. In addition, since typical laser wavelengths used in PLD process are 

less than 250 nm, any material can be virtually laser evaporated, within such a 

short wavelength, then allowing to deposit composite films consisting of a 

variety of materials. Therefore, nanocomposite thin film can be easily 

fabricated through PLD when a target consists of a powder of pre-mixed 

source materials or when multiple targets of different materials are ablated 

simultaneously. The ability of the technique to reproduce the target 

composition is a unique feature to control the composition of nanocomposite 

films. Another PVD process suitable to get nanocomposite layers is the high 

temperature vacuum evaporation: it works heating the material (by an 

electrically resistive heater or electron beam) until evaporation at low pressure 

(less than 10-5 torr) and condensing it onto a substrate by a flux of vapor. The 

material to vaporize is typically heated until its vapor pressure is high enough 

to produce a flux of several Ångströms per second. In order to deposit 

nanocomposite films, powders of two or more materials may be mixed and 

compressed into pellets usable for evaporation. It is also possible to evaporate 

different materials using multiple heating sources. In this case, each time of 

flight can be ruled separately by increasing or decreasing the power of the 

heating source. Vacuum evaporation is very useful to fabricate 

nanoheterogeneous thin films due to ease to obtain uniform mixing over a 

wide range of concentrations. 

 

 
 
 
 
 



                                                                                                                                  Chapter 1                                                                                                                    

28 
 

1.3.1.2 Chemical Vapor Deposition  

 
Chemical vapor deposition (CVD) is a chemical process often used in the 

semiconductor industry to produce thin films. The substrate is exposed to 

more than one volatile precursor reacting and/or decomposing on the substrate 

surface to produce the desired composite films in various forms, including 

mono- and polycrystalline, amorphous and epitaxial. However, only recently 

CVD process has been used to produce nanocomposite films for gas sensor 

applications (Russel, B. et al., 2011). The methodologies are based on the 

incorporation of an aerosol into the process, essentially the use of a liquid-gas 

aerosol to transport precursors to a heated substrate. The use of an aerosol 

allows to carry preformed nanoparticles, these may be incorporated into a 

conventional CVD flow (hybrid CVD) or transported with another 

semiconductor precursor (aerosol assisted CVD or AACVD). The main 

benefit of this technique is its great flexibility since many preformed 

nanoparticle solutions can be used, and combined with any chemically 

compatible precursor, to fabricate a huge variety of nanoheterogeneous layers. 

In addition, it comprises a relatively simple one-step process without special 

handling steps. Flame spray pyrolysis (Madler, L . et al., 2002) is a one-step 

combustion process of solution precursors able to get nanocomposite materials 

of mixed oxides. The precursors can be directly solved in the solvent (e.g. 

ethanol, iso-octane or methanol), and then introduced into the hot reaction 

zone (e.g. a flame) (Tani, T. et al., 2000), for a high-velocity spray jet for 

rapid quenching of aerosol formation. The particles sizes usually range 1-500 

nm, depending on the process parameters, with production rates up to 250 g/h. 
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1.3.1.3 Wet-chemical deposition 

 
The sol-gel process is a wet-chemical technique (chemical solution deposition) 

that is extensively used to fabricate nanocomposite layers, even on very large 

surface areas. Primarily, such methods are used for the deposition of materials 

(usually metal oxides) starting from a colloidal solution (sol) acting as the 

precursor for an integrated network (or gel) of either discrete particles or 

network polymers. Typical precursors are metal alkoxides and metal salts 

(such as chlorides, nitrates and acetates), which undergo hydrolysis and 

polycondensation reactions. During the process, a sol (or solution) containing 

sources for component materials (such as metal alkoxides and metal chlorides 

precursors for metal oxides, metallic nanoparticles for metals, 

tetraethoxysilane for silica matrix, catalyzers, stabilizers and other additives 

for porosity generation) is arranged first. The sol then undergoes hydrolysis 

and polycondensation reactions, gradually evolving towards the formation of a 

gel-like network containing both a liquid and a solid phase. The basic structure 

of the solid phase can range from discrete colloidal particles to continuous 

chain-like polymer networks. The main deposition techniques to create the 

precursor layer on a substrate are dip coating (Brinker, C. J . et al., 1997) spin 

coating (Voroti lov, K. et al., 1995) or casting. In the first deposition 

technique, the substrate is normally withdrawn vertically from a coating 

solution: the film results from a complex process involving gravitational 

draining with concurrent drying and continued condensation reactions. 

Therefore, a substrate is removed from the solution at a defined withdrawal 

speed under controlled environmental conditions (temperature, humidity and 

air flow). The formation of thin films occurs through solvents evaporation 

(mainly ethanol and water), which concentrates non-volatile species in the 

system, then leading to aggregation and gelation. The resulting layer depends 

on size and structure of precursors, relative rates of condensation and 
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1.3.1.4 Electrospinning:one-dimensional composite 

nanomaterials creation 

 
Among a series of advanced techniques developed to create 1D nanostructures 

with well-controlled morphology and chemical composition, Electrospinning 

sounds to be the most versatile technique capable of generating, even in a 

single step, composite nanostructures from a great assortment of polymers. 

Such a technique is a variation of the electrospray process where liquid drops 

are elongated with the increasing of the electric field, until generating micro-

nanofibrous structures (Joachim, H. et al., 2012). This technique is discussed 

in detail in the following chapter. 

 

 
1.4 Characterization techniques 

 
Characterization tools are decisive to comprehend the physical and chemical 

basic properties of nanocomposites. Depending on the final application, it 

facilitates the study of emerging materials by providing information about 

some intrinsic properties. The nanocomposite materials can be analyzed and 

tested in relation to six main different aspects: mechanical, thermal, chemical, 

physical, morphological and electrical properties. Therefore in this paragraph 

are described various techniques of characterization performed on studied and 

designed nanocomposites which will be described in the following chapters. 
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1.4.1 Morphological characterization  

 
Nanocomposites morphology deals with all the structure of systems, mostly in 

solid state. For instance, nanostructured materials morphology is studied 

because of the strong relationship occurring between morphology and 

properties. Indeed, morphological characterization can supply a lot of 

information, mostly about the structure of homopolymers, copolymers, 

polymer blends and the size, shape and dispersion of micro- and 

nanocompound within a matrix. For morphological characterization of our 

nanocomposites have been used some advanced microscopic techniques: 

Scanning Electron Microscopy (SEM), Transmission Electron Microscopy 

(TEM),  high-resolution transmission electron microscopy (HRTEM)  and 

Atomic Force Microscopy (AFM).  

Scanning Electron Microscopy (SEM): in nanotechnology, Scanning 

Electron Microscopy is the most common technique to investigate the 

morphology of thin films or fibers (or other nanostructures) with and without 

nanofillers, since it is like a photograph of the sample at a very high 

magnification (up to 2000000X) and high resolution (up to 0.5 nm). Thus it 

depict a 3D-like structure of the surface, enhancing the roughness, fractures, 

clusters, composite dispersion and all the relevant information related to the 

topography of a nanocomposite (shape, size and positions of particles). The 

Scanning Electron Microscope (SEM) is a microscope that uses electrons 

instead of light to form an image. A beam of electrons is produced at the top 

of the microscope by an electron gun. The electron beam follows a vertical 

path through the microscope, which is held within a vacuum. The beam travels 

through electromagnetic fields and lenses, which focus the beam down toward 

the sample. Once the beam hits the sample, electrons and X-rays are ejected 

from the sample. Detectors collect these X-rays, backscattered electrons, and 

secondary electrons and convert them into a signal that is forwarded to and 
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Atomic Force Microscopy (AFM):  The Atomic Force Microscopy is one of 

the foremost techniques used in imaging, measuring, and manipulating matter 

at nanoscale. The specific microscope fabricated according to Atomic Force 

Microscopy principles (AFM) is essentially a very high resolution kind of 

scanning probe microscope: the information is gathered by "feeling" the 

surface with a mechanical probe leaded by piezoelectric elements that 

facilitate tiny but accurate and precise movements on (electronic) command 

enable the very precise scanning. AFM consists of a cantilever with a sharp tip 

(the probe) at its end that is used to scan the sample surface. The cantilever has 

a tip radius of curvature on the order of nanometers. When the tip is brought 

into closeness of a sample surface, forces between the tip and the sample (such 

as Van Der Waals forces, capillary forces, chemical bonding, electrostatic 

forces, magnetic forces, solvation forces) deflect the cantilever (Hooke's law). 

Along with force, additional quantities may simultaneously be measured 

through the use of specialized types of probes (see scanning thermal 

microscopy, scanning joule expansion microscopy, photothermal 

microspectroscopy, etc.). Typically, the deflection is measured using a laser 

spot reflected from the top surface of the cantilever into an array of 

photodiodes. The resulting image is strictly related to the sample topography 

providing a three-dimensional surface profile. AFM works perfectly well in 

ambient air and can also be combined with a variety of optical microscopy 

techniques, further expanding its applicability. In contrast to the conventional 

electron microscopy, (AFM) represents an effective alternative method to 

study the dispersion of the nanocomposites without any limitations regarding 

the sample preparation, the contrast and the resolution. In addition, AFM can 

also measure fundamental properties of sample surfaces, e.g., local adhesive or 

elastic properties on nanoscale.  
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silicon). An incident X-Ray, of energy EX, is absorbed by the detector 

material, and will cause one or more electron-hole pairs to form. The energy, 

EEHP, to do this is fixed for that particular material. The X-Ray will form as 

many electron-hole pairs as its energy will allow: number of electron-hole 

pairs = EX / EEHP. Once this has occurred, the electrons are pulled off the 

detector, and the resulting current is proportional to the number of electron-

hole pairs, which in itself is directly related to the X-Ray energy. This analysis 

process is repeated at a very high rate, and the results sorted into energy 

channels. A wavelength dispersive (WDXRF), detection system physically 

separates the X-Rays according to their wavelengths. The x-rays are directed 

to a crystal, which diffracts the X-Rays in different directions according to 

their wavelengths (energies).On a sequential system a detector is placed at a 

fixed position, and the crystal is rotated so that different wavelengths are 

picked up by the detector. The XRF spectrum is built up point by point. In a 

simultaneous system, a number of crystal/detector units are used, so that a 

range of elements can be detected simultaneously. The principal difference 

between ED and WDXRF techniques lies in the achievable energy (spectral) 

resolution. WDXRF systems can routinely provide working resolutions 

between 5 eV and 20 eV, depending on their set up, whereas EDXRF systems 

typically provide resolutions ranging from 150 eV to 300 eV or more, 

depending on the type of detector used. 
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nanostructured fibrous materials and their applications is provided in this 

chapter. A detailed account on the type of fibers that have been electrospun 

and their characteristics is also elaborated. 
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Therefore by changing some parameters of the electrospinning setup, it is 

possible to control the assembling of the electrospun nanofibers. 

 

 

2.3 Electrospinning: Parameters Process 

  
Working parameters are very important to understand not only the nature of 

electrospinning but also the conversion of polymer solutions into nanofibers 

through electrospinning. Those parameters can be broadly divided into three 

parts such as polymer solution parameters, process parameters, and ambient 

parameters. Each of those parameters can affect the fibers morphologies and 

by proper control of those parameters we can fabricate electrospun fibers with 

desired morphologies and diameters (Figure 2.2). 

 

 

Figure 2.2: Examples of electrospun fibers with differentes morphologies and 
diameters. 
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2.3.1 Polymer solution parameters 

 
The properties of the polymer solution have the most significant influence in 

the Electrospinning process and the resultant fiber morphology. The surface 

tension has a part to play in the formation of beads along the fiber length. The 

viscosity of the solution and its electrical properties will determine the extent 

of elongation of the solution. This will in turn have an effect on the diameter 

of the resultant electrospun fibers. 

 
 
 
2.3.1.1 Molecular weight and solution viscosity 

 
One of the factors that affect the viscosity of the solution is the molecular 

weight of the polymer. Generally, when a polymer of higher molecular weight 

is dissolved in a solvent, its viscosity will be higher than solution of the same 

polymer but with a lower molecular weight. A key condition allowing the 

electrospinning process to create fibers is related to the molecular weight and 

viscosity. As the jet leaves the needle tip during electrospinning, the polymer 

solution is stretched as it travels towards the collection plate. During the 

stretching of the polymer solution, it is the entanglement of the molecule 

chains that prevents the electrically driven jet from breaking up thus 

maintaining a continuous solution jet. The molecular weight of the polymer 

represents the length of the polymer chain, which in turn has an effect on the 

viscosity on the solution since the polymer length will determine the amount 

of entanglement of the polymer chains in the solvent. Another way to increase 

the viscosity of the solution is to increase the polymer concentration; infact, an 

increasing in the concentration will result in greater polymer chain 

entanglements within the solution which is necessary to maintain the 

continuity of the jet during electrospinning. With increased viscosity, the 

diameter of the fiber also increases (Baugmarten, P. K., 1971; Demir, M. M 
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et al., 2002; Deitzel, J. M et al., 2001b; Megelski, S. et al., 2002). At a low 

viscosity, it is common to find beads along the fibers deposited on the 

collection plate. When the viscosity increases, there is a gradual change in the 

shape of the beads from spherical to spindle-like until a smooth fiber is 

obtained (Fong, H et al., 1999; Mit-uppatham, C. et al., 2004). The 

interaction between the solution and the charges on the jet will determine the 

distribution of the fiber diameters obtained. During electrospinning process, 

there may be secondary jet erupting from the main electrospinning jet 

(Reneker, D. H et al., 2000) which is stable enough to yield fibers of smaller 

diameter at certain viscosity. This may explain the differential fiber diameter 

distribution observed in some cases (Kim , M. S. et al., 2005); Demir, M. M. 

et al., 2002). However, when the viscosity is high enough, it may discourage 

secondary jets from breaking off from the main jet which may contribute to 

the increased fiber diameter (Zhao, S. L. et al., 2004). Another effect due to a 

higher concentration is confirmed by a smaller deposition area. Higher 

concentration means that the viscosity of the solution is so strong to prevent a 

jet from the tip of the needle at a greater distance. As a result, the path of jet is 

reduced and it covers a smaller area (Mit -uppatham, C. et al., 2004). This 

reduced jet path also means that there is less stretching of the solution 

resulting in a larger fiber diameter. 

 
 
2.3.1.2 Surface tension 

 
The initiation of electrospinning requires the charged solution to overcome its 

surface tension. However, as the jet travels towards the collection plate, the 

surface tension may cause the formation of beads along jet. Surface tension 

has the effect of decreasing the surface area per unit mass of a fluid. In this 

case, when there is a high concentration of free solvent molecules, there is a 

greater tendency for the solvent molecules to congregate and adopt a spherical 

shape due to surface tension. A higher viscosity will means that there is a 
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greater interaction between the solvent and polymer molecules, thus when the 

solution is stretched under the influence of the charges, the solvent molecules 

will tend to spread over the entangled polymer molecules thus reducing the 

tendency for the solvent molecules to come together under the influence of the 

surface tension. Solvent such as ethanol (EtOH) has a low surface tension thus 

it can be added to encourage the formation of smooth fibers (Fong, H. et al., 

1999). Another way to reduce the surface tension is to add a surfactant to the 

solution. The addition of a surfactant was found to yield more uniform fibers. 

Even when insoluble surfactant is dispensed in a solution as fine powders, the 

fiber morphology is also improved (Zeng, J. et al., 2003). 

 
 
 
2.3.1.3 Solution Conductivity 

 
Electrospinning involves stretching of the solution caused by repulsion of the 

charges at its surface. Thus if the conductivity of the solution is increased, 

more charges can be carried by the electrospinning jet. The conductivity of the 

solution can be increased by the addition of ions. For instance, drugs and 

proteins, too, form ions when dissolved in water. As previously mentioned, 

beads formation will occur if the solution is not fully stretched. Therefore, 

when a small amount of salt or polyelectrolyte is added to the solution, the 

increased charges carried by the solution will increase the stretching of the 

solution. As a result, smoother fibers are formed. The increased in the 

stretching of the solution also will tend to yield fibers of smaller diameter 

(Zhong, X. H. et al., 2002). However, there is a limit to the reduction in the 

fiber diameter. As the solution is being stretched, there will be a greater 

viscoelastic force acting against the columbic forces of the charges (Choi, J. 

S. et al., 2004a). Since the presence of ions increases the conductivity of the 

solution, the critical voltage for electrospinning to occur is also reduced (Son, 

W. K. et al., 2004c). Another effect of the increased charges is that it results 
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in a greater bending instability. As a result, the deposition area of the fibers is 

increased (Choi, J. S. et al., 2004a). This will also favor the formation of finer 

fiber since the jet path is now increased. The size of the ions may have an 

influence in the fiber morphology. Electrospun fibers from a solution with 

dissolved NaCl was found to have the smallest diameter while fibers from a 

solution with dissolved KH2PO4 dissolved had intermediate diameter. As 

sodium and chloride ions have a smaller atomic radius than potassium and 

phosphate ions, they may have a greater mobility under an external 

electrostatic field. As a result, the greater elongational force on the 

electrospinning jet caused by the more mobile smaller ions could yield fibers 

with smaller diameter (Zhong, X. H. et al., 2002). To increase the 

conductivity of the solution at the same time reducing the surface tension, 

ionic surfactant (Lin et al., 2004) such as triethyl benzyl ammonium chloride 

(Zeng, J. et al., 2003) can be added. This was found to cause a reduction in 

fiber diameter. Another way to increase the conductivity of the solution is by 

changing the pH of the solution. Under a basic condition, electrospinning 

cellulose acetate (CA) solution results in a significant reduction in fiber 

diameter compared to those obtained in a neutral condition (Son, W. K  et al., 

2004c). Since CA will undergo deacetylation under basic condition, OH- ions 

may be able to exert a greater influence in the conduction and the stretching of 

the solution. 

 
 
2.3.1.4 Dielectric effect of solvent 

 
The dielectric constant of a solvent has a significant influence on 

electrospinning. Generally, a solution with a greater dielectric property 

reduces the beads formation and the diameter of the resultant electrospun fiber 

(Son, W. K. et al., 2004a). Solvents such as N,N-Dimethylformamide (DMF) 

may be added to a solution to increase its dielectric property, to improve the 

bending instability of the electrospinning jet that also increases with higher 
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dielectric constant. This is shown by increased deposition area of the fibers. 

This may also facilitate the reduction of the fiber diameter due to the increased 

jet path (Hsu, C. M. et al., 2004). However, if a solvent of a higher dielectric 

constant is added to a solution to improve the electrospinnability of the 

solution, the interaction between the mixture such as the solubility of the 

polymer will also have an impact on the morphology of the resultant fibers. 

When DMF is added to polystyrene (PS) solution, beads are formed even 

though electrospinnability should improve due to the higher dielectric constant 

of DMF. This could be the result of the retraction of PS molecule due to poor 

interaction between PS and the solvent molecules (Wannatong, L. et al., 

2004). 

 
 
2.3.2 Process parameters 

 
Further parameters that affect the electrospinning process are related to the 

environment of deposition and its various external factors acting on the 

electrospinning jet. These involve the voltage supplied, the feed rate, the temperature 

of the solution and of the collector, the type of collector, the diameter of needle and 

distance between the needle tip and collector. These parameters have a certain 

influence in the fiber morphology although they are less significant than the solution 

parameters. 

 

 

2.3.2.1 Voltage 

 
A crucial element in electrospinning is the application of a high voltage to the 

solution. The high voltage will induce the necessary charges on the solution 

and together with the external electric field, will initiate the electrospinning 

process when the electrostatic force in the solution overcomes the surface 

tension of the solution. Generally, both high negative or positive voltage of 
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more than 6 KV is able to cause the solution drop at the tip of the needle to 

distort into the shape of a Taylor Cone during jet initiation (Taylor, G., 1964). 

Depending on the feed rate of the solution, a higher voltage may be required 

so that the Taylor Cone is stable. The Coulomb repulsive force in the jet will 

then stretch the viscoelastic solution. If the applied voltage is higher, the 

greater amount of charges will cause the jet to accelerate faster and more 

volume of solution will be drawn from the tip of the needle. This may result in 

a smaller and less stable Taylor Cone (Zhong, W. H. et al., 2002). When the 

drawing of the solution to the collection plate is faster than the supply from the 

source, the Taylor Cone may recede into the needle (Deitzel, J. M. et al., 

2001b). As both the voltage supplied and the resultant electric field have an 

influence in the stretching and the acceleration of the jet, they will have an 

influence on the morphology of the fibers obtained. In most cases, a higher 

voltage will led to greater stretching of the solution due to the greater 

Colombic forces on the jet as well as the stronger electric field. These have the 

effect of reducing the diameter of the fibers (Lee, J. S. et al., 2004; Buchko, 

C. J. et al., 1999; Megelski, S. et al., 2002) and also encourage faster solvent 

evaporation to yield drier fibers (Pawlowski, K. J. et al., 2003). Another 

factor that may influence the diameter of the fiber is the flight time of the 

electrospinning jet. A longer flight time will allow more time for the fibers to 

stretch and elongate before they are deposited on the collection plate. Thus, at 

a lower voltage, the reduced acceleration of the jet and the weaker electric 

field may increase the flight time of the electrospinning jet which may favor 

the formation of finer fibers. In this case, a voltage close to the critical voltage 

for electrospinning may be favorable to obtain finer fiber (Zhao, S. L. et al., 

2004). At a higher voltage, it was found that there is a greater tendency for 

beads formations (Deitzel, J. M. et al., 2001b;Demir, M. M. et al., 2002). In 

literature an interesting observation (Krishnappa, R. V. N. et al., 2003) 

reported that increasing voltage will increased the beads density, which at an 

even higher voltage, the beads will join to form a thicker diameter fiber. The 

effect of high voltage is not only on the physical appearance of the fiber, it 



                                                                                                                                  Chapter 2 

63 
 

also affects the crystallinity of the polymer fiber. The electrostatic field may 

cause the polymer molecules to be more ordered during electrospinnig 

inducing a greater crystallinity of the fiber. However, above a certain voltage, 

the acceleration of the fibers also increases. 

 

 

2.3.2.2 Feed rate 

 
The feed rate will determine the amount of solution available for 

electrospinning. For a given voltage, there is a corresponding feed rate if a 

stable Taylor Cone is to be maintained. When the feed rate is increased, there 

is a corresponding increase in the fiber diameter or beads size. This is apparent 

as there is a greater volume of solution that is drawn away from the needle tip 

(Zhong, X. H. et al., 2002; Rutledge, G. C. et al., 2001). However, there is a 

limi t to the increase in the diameter of the fiber due to higher feed rate 

(Rutledge, G. C. et al., 2001). If the feed rate is at the same rate which the 

solution is carried away by the electrospinning jet, there must be a 

corresponding increasing in charges when the feed rate is augmented. Thus 

there is a corresponding increasing in diameter size due to increase volume. 

Due to the greater volume of solution drawn from the needle tip, the jet will 

take a longer time to dry. As a result, the solvents in the deposited fibers may 

not have enough time to evaporate given the same flight time. The residual 

solvents may cause the fibers to merge together where they get in contact 

forming webs. A lower feedrate is more desirable as the solvent will have 

more time for evaporation (Yuan, X. et al., 2005).  
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2.3.2.3 Temperature 

 
The temperature of the solution affects the evaporation rate and reduces the 

viscosity of the polymer solution. For instance, when polyurethane is 

electrospun at a higher temperature, the fibers produced have a more uniform 

diameter (Demir, M.M et  al., 2002). Increased polymer molecules mobility 

(kinetic energy) due to increased temperature also allows the Coulombic force 

to stretch further the solution. 

 
 
2.3.2.4 Effect of collector 

 
There must be an electric field between the source and the collector for 

electrospinng to initiate. Thus in most electrospinning setup, the collector plate 

is made out of conductive material such as aluminum foil which is electrically 

grounded so that there is a stable potential difference between the source and 

the collector. In the case when a non-conducting material is used as a 

collector, charges on the electrospinning jet will quickly accumulates on the 

collector which will result in fewer fibers deposited (Kessick, R. et al., 

2004;Liu, H. Q et al., 2002). Fibers that are collected on the non-conducting 

material usually have a lower packing density compared to those collected on 

a conducting surface. This is caused by the repulsive forces of the 

accumulated charges on the collector as more fibers are deposited. For a 

conducting collector, charges on the fibers are dissipated thus allowing more 

fibers to be attracted to the collector. The fibers are able to pack closely 

together as a result (Liu, H. Q et al., 2002). For a non-conducting collector, 

the accumulation of the charges may result in the formation of 3D-fiber 

structures due to the repulsive forces. Thus, peculiar arrangements of the 

fibrous scaffoldings can be achieved. When there is a sufficient density of 

charges on the fiber mesh that is formed initially, repulsion on the fibers may 
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result in the formation of honey comb structures (Deitzel, G. M. et al., 

2001b). The porosity of the collector seems also to have an effect on the 

deposited fibers. In a porous target, there is faster evaporation of residual 

fibers due to higher surface area while smooth surfaces mau cause an 

accumulation of solvents around the fibers due to slow evaporation rate (Liu, 

H. Q. et al., 2002). Whether or not the collector is static or moving also have 

an effect on the electrospinning process. While rotating collectors have been 

used to collect aligned fibers, they were found to assist in yielding drier fibers 

than in static collection . This effect is useful when certain solvents, such as 

dimethylformamide (DMF),having a high boiling point, have to be used. A 

rotating collector will give the solvent  more time to evaporate (Wannatong, 

L. et al., 2004) and also increase the rate of evaporation of the solvents on the 

fibers. This will improve the morphology on the fiber where distinct fibers are 

required. 

 

 

2.3.2.5 Diameter of pipette Orifice/Needle 

 
The internal diameter of the needle or the pipette orifice has a certain effect on 

the electrospinning process. A smaller internal diameter was found to reduce 

the clogging as well as the amount of beads on the electrospun fibers (Mo, X. 

M. et al., 2004). The reduction in the clogging could be due to less exposure 

of the solution to the atmosphere during electrospinning. Decrease in the 

internal diameter of the orifice was also found to cause a reduction in the 

diameter of the electrospun fibers. When the size of the droplet at the tip of the 

orifice is decreased, such as in the case of a smaller internal diameter of the 

orifice, the surface tension of the droplet increases. For the same voltage 

supplied, a greater columbic force is required to cause jet initiation. As a 

result, the acceleration of the jet decreases and this allows more time for the 

solution to be stretched and elongated before it is collected. However, if the 
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diameter of the orifice is too small, it may not be possible to extrude a droplet 

of solution at the tip of the orifice (Zhao, et al., 2004). 

 

 

2.3.2.6 Distance between tip and collector 

 
In several cases, the flight time as well as the electric field strength will affect 

the electrospinning process and the resultant fibers. Varying the distance 

between the tip and the collector will have a direct influence in both the flight 

time and electric field strength. When the distance between the tip and the 

collector is reduced, the jet will have a shortened distance to travel before it 

reaches the collector plate. Moreover, the electric field strength will also 

increase at the same time and this will increase the acceleration if the jet to the 

collector. As a result, there may not have enough time for the solvents to 

evaporate when it hits the collector. When the distance is too low, excess 

solvent may cause the fibers to merge where they keep in contact forming a 

net of junctions resulting in inter and intra layer bonding (Buchko, C. J. et al., 

1999). This interconnected fiber mesh may provide additional strength to the 

resultant scaffold. In some cases, changing the distance has not significant 

effect on the fiber diameter (Megeleski, S. et al., 2002). 

 

 
2.3.3 Ambient Parameters 

 
The effect of the electrospinning jet surrounding is one area which is still poorly 

investigated. Any interaction between the surrounding and the polymer solution may 

have an effect on the electrospun fiber morphology. High humidity for example was 

found to cause the formation of pores on the surface of the fibers. Since 

electrospinning is influenced by external electric field, any changes in the 

electrospinning environment will also affect the electrospinning process. 
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2.3.3.1 Humidity 

 
The humidity of the electrospinning environment may have an influence in the 

polymer solution during electrospinning. A high humidity, it is likely that 

water condenses on the surface of the fibers when electrospinning is carried 

out under atmospheric pressure. As a result, this may have an influence on the 

fiber morphology especially polymer dissolved in volatile solvents (Megelski, 

S. et al., 2002; Bognitzki, M. et al., 2001). An increasing in the humidity 

during electrospinning will cause circular pores to form on the fiber surfaces. 

The sizes of the circular pores increase with increasing humidity until they 

coalesce to form larger, non uniform-shaped structures. In the study of thin 

films, scientists realized that the formation of pores on their surface was 

attributed to breath (Srnivasarao, M. et al., 2001).  

Breath figures is the first name given to the process because it connected to the 

drops condensing on a cold glass when someone breathe on it. The term now 

refers to a wider group of phenomena, involving the arrangement of water 

droplets formed by the condensation of water vapor on a surface, either solid 

or liquid. The condensation is caused by the difference in temperature between 

the atmosphere and the surface, the latter is cooler. In the case of a liquid 

surface, the cooling is a consequence of the evaporation of the solvent. For 

this reason the use of volatile solvents is common in the preparation of these 

structures. (Megelski, S. et al., 2002; Casper, C. L. et al., 2004). The 

humidity of the environment will also determine the rate of evaporation of the 

solvent in the solution. At a very low humidity, a volatile solvent may dry very 

rapidly. The evaporation of the solvent may be faster than the removal of the 

solvent from the tip of the needle. As a result, the electrospinning process may 

only be carried out for a few minutes before the needle tip is clogged 

(Buamgarten, P. K., 1971). 
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2.3.3.2 The composition of the atmosphere  

 
The composition of the air in the electrospinning environment will have an 

effect on the electrospinning process. Different gases have different behavior 

under high electrostatic field. When a gas with higher breakdown voltage is 

used, the fibers obtained have twice the diameter of those electrospun in air 

given all other condition equal (Baumgarten, P. K., 1971). 

 

 

2.3.3.3 Pressure 

 
Under known atmospheric condition, it is possible to investigate the effect of 

pressure on the electrospinning jet. Generally, reduction in the pressure does 

not improve the electrospinning process. When the pressure is below 

atmospheric pressure, the polymer solution in the syringe will have a greater 

tendency to flow out of the needle and there causes unstable jet initiation. As 

the pressure decreases, rapid bubbling of the solution will occur at the needle 

tip. At very low pressure, electrospinning is not possible due to direct 

discharge of the electrical charges. 

 
 
 
2.4 Creation of different nanofibers 

 
Just by varying the parameters of electrospinning, it is possible to get some 

variation in the morphology of the nanofibers as shown in the following 

figures 2.3-2.4-2.5-2.6-2.7: 
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Figure 2.3: Porous nanofibers 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
Figure 2.4: Flattened or ribbon-like fibers         

 
 
 
 

 
 
                                                         

 
 
 
 
 
 
 
 
 
 
 

Figure 2.5: Branched fiber 
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Figure 2.6: Elical fibers 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Figure 2.7: Hollow nanofibers 
 
 
 
 

2.5 Fictionalization of nanofiber: methods combined with 

electrospinning in order to produce 1D functional 

composite nanomaterials and thin films 

 
The production of nanofibers by the electrospinning process is influenced both 

by the electrostatic forces and the viscoelastic behavior of the polymer. Up to 

now, more than one hundred kinds of natural and synthetic polymer have been 
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electrospun into nanofibers, comprising polystyrene (PS), polyvinylcarbazole 

(PVK), polyvinyl alcohol (PVA), polyurethane (PU), polycarbonate (PC), 

polylaactic acid (PLA), polymethacrylate (PMMA), polyethylene oxide 

(PEO), polyamide (PA), polyvinylpyrrolidone (PVP), polyvinylchloride 

(PVC), polyacrylamide (PAAM), polyvinylidene fluoride (PVDF), nylon-6,6 

and 4,6 (PA6,6 and PA4,6 respectively), polyacrylonitrile (PAN) and many 

more. In addition, suitable sol-gel liquids can be initially electrospun and then 

properly calcined in order to manufacture ceramic nanofibers, such as ZnO, 

CuO, NiO, TiO2, SiO2, Co3O4, Al2O3, SnO2, Fe2O3, etc (Hui, W. et al., 2012). 

A typical electrospinnable precursor solution should contain a salt precursor, a 

polymer and a relatively volatile solvent such as ethanol, water, isopropanol, 

chloroform, or dimethylformamide (DMF). Poly (vinylalcohol) (PVA) is one 

of the most popular polymers employed as a matrix due to its high solubility in 

water and its good compatibility with many salts, including zinc acetate and 

copper nitrate. In addition to that, PVP, PAN, PMMA, PAAM have also been 

widely used for testing their mechanical, thermal, electrical and, more 

recently, sensing features. Recently, electrospinning technique has been also 

used to prepare 1D composite nanomaterials. Generally, three types of 1D 

nanocomposites can be fabricated: polymer/polymer (organic), 

polymer/inorganic, inorganic/inorganic composite systems. In the following 

paragraph various methods combined with electrospinning in order to produce 

1D functional composite nanomaterials and tune thin films will be described. 

By using these procedures, the resulting 1D composite nanomaterials have 

showed great improvements in stability, reproducibility and physicochemical 

properties. 
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2.5.1 Nanocomponents inclusions 

 
A common strategy to insert inorganic nanocomponents into a polymer fiber is 

to prepare a polymer solution with a nanodispersion followed by 

electrospinning. Their small size and large surface area can lead to particle-

particle aggregation, making physical handling of nanoparticles difficult in 

liquid and dry forms. Indeed the inorganic nanocomponents have an extremely 

high tendency of adhesion and aggregation in clusters resulting in a 

heterogeneous dispersion in the polymeric solution as well as in the fibers. 

Yang Q.B. et al. described silver nanoparticle aggregated in PAN fibers 

(Figure 8) with diameter ranging between 20 and 200 nm (Yang, Q. B. et al., 

2003). 

 

 
2.5.2 Surface modification of nanoparticles  

 
Surface modification of nanoparticles is another conventional method to 

improve the dispersion stability of nanoparticles. In order to modify the 

nanoparticle surface, it is quite important to design the surface structure on the 

basis of the type of nanoparticles and the liquid media. Therefore, it is 

necessary to modify the particle surface by using polymeric surfactants or 

other modifiers in order to generate an effective repulsive force between 

nanoparticles. The adsorption of polymeric dispersant is one of the simplest 

surface modification techniques: in order to disperse hydrophilic nanoparticles 

into aqueous media or in organic solvents with high polarities, anionic or 

cationic polymer dispersants are widely used to generate steric repulsive force 

from the polymer chains and to increase the surface charge. As far as anionic 

surfactants are concerned, for instance, various types of polycarboxylic acids 

and their salts, such as polyacrylic acid (PAA and PAA-Na) or co-polymers 

can be used to disperse several kinds of oxide nanoparticles like TiO2, Al2O3, 
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BaTiO3, Fe2O3, etc. Additional to the molecular weight, also the structure of 

the polymer surfactant may affect the dispersion stability of nanoparticles. An 

example of such dependence is the use of polymer dispersant with both 

hydrophilic and hydrophobic groups. Within electrospun fibers, metal and 

semiconductor nanoparticles, as well as carbon nanotubes (CNTs), can be 

embedded to improve mechanical strength and thermal and electronic 

conductivity of the fibers (Dorr , Y. et al., 2003).  

 
 
2.5.3 Chemical functionalization of the surface of the 

nanoparticles 

 
The chemical functionalization of the surface of the nanoparticles is also a 

useful strategy to improve the stability of nanoparticles in various liquid 

media. As regards modifications of the nanoparticle surface of oxides, silane-

coupling agent, which has 1-3 alkoxy groups and 3-1 organic functional 

groups, have been used since the 1960s. Metal-OH groups on the particle 

surface are used as reaction sites. The purpose of the silane-coupling agents 

was at first to improve the compatibility of hydrophilic particle surface with 

hydrophobic polymer surface by introducing various organic functional groups 

on particle surface.  

The first example is grafting various polymers on particle surface by using 

silane-coupling agents. Typically, various reactive groups such as amines, 

epoxides and vinyls are firstly introduced on the particle surface by silane-

coupling agents, and then polymers are grafted from or grafted to the particle 

surface. 
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Electrospinning 2016 Otranto; Macagnano, A. et al., International 

Conference on Electrospinning 2017: From Design and Processing to 

Advanced Nanomaterials and Applications). 

 

 

2.5.6 Nanoparticles dispersible in aqueous or high-polar 

solvents 

 
Other methods to prepare nanoparticles redispersible in low-polar solvents use 

a non-hydrolytic sol-gel reaction, based on the interaction between metal 

halides and alkoxides or ethers, with the presence of capping agents such as 

trioctylphosphine oxides and fatty acids (Chen, Z. et al., 2006). As regards 

the preparation of nanoparticles dispersible in aqueous or high-polar solvents, 

many researchers often used a polyol way. Specifically, nanoparticles, such as 

metal salts and metal complexes, are dissolved in polyol media (e.g. ethylene 

glycol, diethylene glycol, triethylene glycol) and then aged at temperature 

approximating the boiling temperature, thus generating oxides, sulphides, etc., 

which are dispersible into highly polar solvents. 

 
 
2.5.7 UV-Photoreduction 
 

Generally the photochemical reduction is an easy procedure to prepare metal 

colloids in water. The mechanism is inspired by the UV-irradiation of an 

aqueous solutions containing the metal salt, AgNO3, that induces photo-

oxidation of water by the excited metal cation (Ag+) and results in the 

formation of metal atoms (Ag°), H+, and OH· radicals; subsequently metal 

atoms (Ag°) will aggregate into metal clusters and colloids (Wang W. et al., 

2001). On the basis of this idea, polymer/Ag nanocomposite films and fibres 

could be prepared starting from a AgNO3 dispersion into a polymer matrix 
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which could still be collected by the fibers, via either interception or 

impaction, or static electrical attraction. Also, very fine particles could be 

captured due to the Brownian motion effect. The filtration efficiency is 

normally influenced by the filter physical structure (fiber fineness, matrix 

structure, thickness, pore size, etc), fiber surface electronic properties, and its 

surface chemical characteristic (e.g. surface free energy). The particle 

collecting capability is also related to the size range of particles being 

collected. Besides the filtration efficiency, other properties such as pressure 

drop and flux resistance are also important factors to be evaluated for a filter 

media. Electrospun nanofibers for filtration application have a long history. A 

company in US (Donaldson) has produced electrospun nanofiber-based filter 

products for industry, consumer and defense applications for more than 20 

years and its Ultra-web® nanofiber filter has been developed for nonwoven 

and filtration industry for a wide range of applications. Recently another 

company (AMSOIL) has also developed a nanofiber-based fuel filter for 

automobile applications. DuPont has electrospun fabric products for HVAC, 

automotive and liquid filtration, bedding protection and apparel applications. 

Electrospun nanofiber membrane provides dramatic increases in filtration 

efficiency at relatively small decreases in permeability. In comparison with 

conventional filter fibers at the same pressure drop, nanofibers with a diameter 

finer than half a micron have a much higher capability to collect the fine 

particles, because the slip flow around the nanofibers increases the diffusion, 

interception and inertial impaction efficiencies (Kosmider, K. et al., 2002). 

Other works related to the filtration applications include effects of operating 

parameters in electrospinning on fiber morphology and pore structure for filter 

media (Barhate, R. S. et al., 2006), nanofiber membrane for separation of 

micro particles from liquid (Gopal, R. et al., 2006), and pre-filter nanofiber 

membrane for particulate removal (Gopal, R. et al., 2007). 
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2.6.2 Affinity membranes and recovery of metal ions 

 
Electrospun nanofibers also have a great potential to be functionalized via 

incorporation of functional materials into the fibers, or via surface chemistry 

and coating techniques. The functionalized nanofibers may be able to collect 

small molecules or metal ions from a solution. For examples, electrospun 

cellulose nanofibers were surface functionalized with a dye Cibacron Blue 

F3GA (CB), and the functionalized nanofiber membrane showed strong 

affinity to bovine serum albumin (BSA) and bilirubin, with a capture ability of 

13 mg and 4 mg per gram nanofibers, respectively (Ma, Z. et al., 2005). A 

membrane with similar BSA affinity was also prepared from electrospun 

polysulphone (PSU) fibers which were surface functionalized with another 

dye, Toluidine Blue O (Ma, Z. et al., 2006). Both nanofiber-based affinity 

membranes had a much lower pressure drop and higher flux compared with 

similar affinity membranes prepared with conventional microfibers. In 

addition, electrospun wool keratin/silk fibroin blend nanofibers have been 

proven to have ability to chelate absorb Cu(II) ions from water (Ki , C. S. et 

al., 2007). In some cases, the functionalized nanofiber membrane was even 

able to directly convert metal ions collected into elemental metal (electroless 

recovery). When a nanofiber membrane was surface coated with a thin layer 

of conducting polymer, as polypyrrole, the nanofiber membrane was able to 

collect gold ions from aqueous solution and simultaneously convert the gold 

ions into elemental gold particles (Wang, H. et al 2007). 

 

 

2.6.3 Tissue engineering scaffolds 

 
Tissue engineering is one of the most exciting interdisciplinary and 

multidisciplinary research areas today, and there has been exponential growth 
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elasticity and tensile strength, and increase the cell adhesion (Stankus, J. J. et 

al., 2004; Venugopal, J. et al., 2005). Research on engineering bone tissues 

using electrospun nanofibers began as early as work on the muscles (Li, W. J. 

et al., 2002). Articular cartilage, composed of primarily type-II  collagen, is the 

connective tissue covering the ends of long bones, and serves the functions of 

load-bearing (shock absorber) and joint lubrication. The feasibility of using 

electrospun collagen (type-II) nanofibers to culture chondrocyte was studied. 

Culturing vascular endothelial cells (ECs) on electrospun nanofiber mats has 

been investigated. A comparison of cell growth on an electrospun PLLA 

nanofibers and a cast smooth PLLA film revealed that the function of vascular 

ECs on the smooth PLLA film, rather than on the electrospun nanofiber mat, 

was enhanced (Xu, C. et al., 2004). Since the electrospun nanofiber mats can 

give good support to the growth of vascular smooth mussel cells (Mo, X. M. 

et al., 2004), smooth film combining with electrospun nanofiber mat could. 

 

 
2.6.4 Wound healing 

 
Wound healing is a native process of regenerating dermal and epidermal 

tissues. When an individual is wounded, a set of complex biochemical actions 

take place in a closely orchestrated cascade to repair the damage. These events 

can be classified into inflammatory, proliferative, and remodeling phases and 

epithelialization. Normally, body cannot heal a deep dermal injury. In full 

thickness burns or deep ulcers, there is no source of cells remaining for 

regeneration, except from the wound edges. As a result, complete 

reepithelization takes a long time and is complicated with scarring of the base 

(Marler, J. J. et al., 1998). An open wound healing test for an electrospun 

collagen nanofiber membrane showed that the early-stage healing using 

collagen nanofiber mat was faster than that of using normal cotton gauze 

(Rho, K. S. et al., 2006). Besides adding antibacterial additives, antimicrobial 
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nanofibers can also be prepared by directly using antimicrobial polymers. For 

instance, polyurethanes containing different amounts of quaternary ammonium 

groups were electrospun into nanofiber nonwovens, and the nanofibers 

showed very strong antimicrobial activities against Staphylococcus aureus and 

Escherichia coli (Jeong, E. H. et al., 2007). 

 

 

 2.6.5 Release control 

 
Controlled release is an efficient process of delivering drugs in medical 

therapy. It can balance the delivery kinetics, minimize the toxicity and side 

effects, and improve patient convenience (Yih, T. C. et al., 2006). In a 

controlled release system, the active substance is loaded into a carrier or 

device first, and then released at a predictable rate in vivo, when administered 

by an injected or non-injected route. As a potential drug delivery carrier, 

electrospun nanofibers have exhibited many advantages. The drug load-ing is 

very easy to implement via electrospinning process, and the high applied 

voltage used in the electrospinning process had little influence on the drug 

activity. The high specific surface area and short diffusion passage length give 

the nanofiber drug system higher overall release rate than the bulk material 

(e.g. film). The release profile can be finely controlled by modulation of 

nanofiber morphology, porosity and composition. Nanofibers for drug release 

systems mainly come from biodegradable polymers, such as PLA (Kenawy, 

E. R. et al., 2002) PCL (Zhang, Y. Z. et al., 2006; Luong-Van, E. et al., 

2006; Jiang H. et al., 2006) poly(D-lactide)(PDLA) (Zong, X. et al., 2002) 

PLLA (Zeng, J. et al., 2003; Qi, H. et al., 2006),  PLGA (Luu, Y. K. et al., 

2003; Kim, K. et al., 2004), and hydrophilic polymers, such as PVA 

(Taepaiboon, P. et al., 2006; Kenawy, E-R. et al., 2007), PEG (Kim, K. Et 

al., 2004; Jiang, H. et al., 2004) and PEO (Kim, T. G. et al., 2007). Non-

biodegradable polymers, such as PEU (Verreck, G. et al., 2003) were also 
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investigated  (Luong-Van, E. et al., 2006; Zeng, J. et al., 2003; Tungprapa, 

S. et al., 2007; Pornsopone, V. et al., 2007). The release of macromolecules, 

such as DNA (Luu, Y. K. et al., 2003) and bioactive proteins (Kim , T. G. et 

al., 2003; Zeng, J. et al., 2005; Chew, S. Y. et al., 2004), from nanofibers 

was also investigated. Model drugs that have been studied include water 

soluble (Kenawy, E-R. et al., 2002; Zong, X. et al., 2002; Xu, X. et al., 

2005) poor-water soluble (Jiang, H. et al., 2004; Verreck, G. et al., 2003; 

Wang, M. et al., 2007) and water- insoluble drugs (Luong-Van, E. et al., 

2006; Zeng, J. et al., 2003; Tungprapa S. et al., 2007;Pornsopone, V. et al., 

2007). The release of macromolecules, such as DNA (Luu, Y. K. et al., 2003) 

and bioactive proteins (Kim, T. G. et al., 2007; Zeng, J. et al., 2005; Chew, 

S. Y. et al., 2005), from nanofibers was also investigated. 

 
 
2.6.6 Catalyst and enzyme carriers 

 
In chemistry and biology, a carrier for catalyst is used to preserve high 

catalysis activity, increase the stability and life of the catalyst, and simplify the 

reaction process. An inert porous material with a large surface area and high 

permeability to reactants could be a promising candidate for efficient catalyst 

carriers. Using an electrospun nanofiber mat as catalyst carrier, the extremely 

large surface could provide a huge number of active sites, thus enhancing the 

catalytic capability. The well-interconnected small pores in the nanofiber mat 

warrant effective interactions between the reactant and catalyst, which are 

valuable for continuous flow chemical reactions or bio-logical processes. 

Also, the catalyst can be grafted onto the electrospun nanofiber surface via 

surface coating or surface modification. When a molecular catalyst was 

incorporated into nanofibers, the catalyst could leak out of the nanofibers 

during the catalysis reaction (Stasiak, M. et al., 2007). Surface coating such 

as catalyst-loaded nanofiber with a thin layer of polymer considerably retained 

the catalyst in the nanofibers and the catalyst efficiency was improved at the 
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same time. The catalysis performance was influenced by the type of shell 

polymer and coating thickness (Ursula, E. et al., 1998). Chemical reactions 

using enzyme as catalysts have high selectivity and mild reaction conditions. 

For easy separation from the reaction solution, enzymes are normally 

immobilized with a carrier. The immobilization efficiency mainly depends on 

the porous structure and enzyme-matrix interaction. Nanostructured materials 

are recently used as enzyme carriers because of their large specific surface 

area and the high loading capability (Matatov-Meytal, Y. et al., 2002). To 

immobilize enzyme on electrospun nanofibers, many approaches have been 

used (Li , S-F. et al., 2007; Wang, Y. et al., 2004), including grafting enzyme 

on fiber surface, physical adsorption, and incorporating enzyme into nanofiber 

via electrospinning followed by crosslinking reaction. 

 

 

2.6.7 Sensors 

 
Sensors have been widely used to detect chemicals for environment 

protection, industrial process control, medical diagnosis, safety, security and 

defense applications. A good sensor should have a small dimension, low 

fabrication cost and multiple functions, besides the high sensitivity, selectivity 

and reliability (Ursula, E. et al 1998). High sensitivity and fast response 

require the sensor device to have a large specific surface area and highly 

porous structure. The characteristics possessed by electrospun nanofibers 

match well with these requirements. Therefore a nanofibrous structure should 

be a promising physical structure to form a highly sensitive and fast response 

sensor. Several approaches have been used to impart nanofibers with a sensing 

capability, such as using a polymeric sensing material to electrospin 

nanofibers, incorporating sensing molecules into nanofibers, or applying 

sensing material on nanofiber surface via coating/grafting technique. Early 

work on electrospun nanofiber-based sensor used a PAA grafted with pyrene 
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methanol (PM) as the sensing material to detect metal ions Fe3+ and Hg2+ and 

a explosive 2,4-dinitrotuloene (DNT) in water (Wang, X. et al., 2001; Wang, 

X. et al., 2002). Due to the quenching effect of these chemicals to the pyrene 

moieties, the fluorescent intensity of nanofibers had a linear response to the 

concentration of quenchers, and the nanofibers showed high sensitivities. 

Fluorescence optical sensors were also prepared by a layer-by-layer 

electrostatic assembly technique to apply a conjugated polymer onto nanofiber 

surface for detection of methyl viologen and cytochrome c in aqueous solution 

(Wang, X. et al., 2004) and porphyrindoped silica nanofibers were used to 

trace TNT vapor (Tao, S. et al. 2007). All those nanofiber sensors showed 

high sensitivity and rapid response. Besides fluorescent properties, conjugated 

polymer embedded electrospun nanofibers were also reported to be able to 

sense volatile organic compounds (VOCs) based on optical absorption 

properties (Huang, X-J. et al., 2007). Electrical conductivity is an important 

property for a sensor device. Conducting nanofibers can be produced from 

semiconducting oxides, conducting polymers and non-conductive polymers. 

Pure oxides nanofibers are normally produced by electrospinning oxide-sol-

gel and polymer solution mixture, followed by calcining treatment to remove 

the polymer. The detection of gas molecules using oxide nanofibers is based 

on the conductivity changes due to the doping effect of analyst gases to the 

oxide. A few oxide nanofibers have been assessed for detecting different 

gases, such as MoO3 (Gouma, P. I., 2003) nanofibers for ammonia, WO3 

nanofibers for ammonia (Wang, G. et al., 2006) and NO2 (Sawicka, K. M. et 

al., 2005), TiO2 nanofibers for NO2 and H2 (Kim , I -D. et al., 2006). These 

sensors exhibited improved sensitivity, faster response and lower detection 

limit than that of sol-gel based films. In addition, Co-doped ZnO nanofibers 

were used as photoelectric oxygen sensor with fast response (Yang, M. et al., 

2007). Conducting polymer is another interesting material for sensor 

applications. The  electrospun polyaniline (PANi)/PS nanofibers containing 

glucose oxidase have been demonstrated to have a high sensitivity to glucose 

(Aussawasathien, D. et al., 2005). PANi/PVP nanofibers also exhibited 
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sensing ability to NO2 (Bishop A. et al., 2005; Bishop-Haynes, A. et al., 

2007).   

 

 

2.6.8 Energy applications 
 

2.6.8.1. Catalysis 

 
The degradation of organic pollutants such as dyes and pesticides in aqueous 

solution by photocathalysis, using semiconductor metal oxides such as 

titanium oxide, zinc oxide, tin oxide and copper oxide (TiO2, ZnO, SnO2, 

CuO) has been the subject of great research due to their size-tunable 

physicochemical properties, high activities, durability and low cost. However, 

the fast recombination rate of photo-generated electron/hole pairs in the bulk 

semiconductor materials lowers their photocatalytic efficiency (Martin, S. T. 

et al., 1994). To overcome these drawbacks, composite materials have being 

fabricated in order to extend the light absorption spectrum as well as 

suppressing the recombination of photo-generated electrons by virtue of the 

different Fermi levels of the ingredients in the composite materials. Due to 

their very large aspect ratios, photo-catalyst materials with fibrous 

morphology are superior to particles as far as the recycling and aggregation 

are concerned. Titanium dioxide is widely used as a photo-catalyst due to its 

ability to oxidize toxic substances into nontoxic substances such as carbon 

dioxide and water. TiO2 is one of the photo-catalysts widely used for 

fabricating composites such as TiO2/ZnO composite nanofibers having 

ZnTiO3 in addition to ZnO and TiO2 crystallites (Liu, R. L. et al., 2010). It 

was observed that nearly 100% Rhodamine- B and 85% phenol was 

decomposed in the presence of a TiO2/ ZnO composite catalyst. The results 

demonstrated that the incorporation of ZnO in the composite nanofibers 

improved the photocatalytic efficiency with the best result obtained for 15.76 



                                                                                                                                  Chapter 2 

88 
 

wt% ZnO. It was inferred that slow charge recombination on the TiO2/ZnO 

composite catalyst lead to higher degradation rates. Pan et al. fabricated 

Au/TiO2 composite nanofibers by sputtering Au particle on TiO2 nanofibers 

and then observed the morphologies of Au deposited TiO2 nanofibers can be 

controlled by controlling the sputtering time (Pan C. et al., 2009). They found 

that the composite fiber achieved better photocatalytic degradation of 

acetaldehyde under UV irradiation in comparison to pure TiO2. 

 
 
2.6.8.2  Solar cells 

 
Gratzel was the first person to fabricate dye-sensitized solar cells (DSCs) in 

1991.Within the past decade, DSCs have gained considerable attention as a 

potential technique for harnessing sunlight, a largely abundant renewable-

energy source. In DSCs, a sensitizer is anchored to the surface of a wide-band 

semiconductor oxide to absorb the sunlight. Charge separation takes place at 

the interface via photo-induced electron injection from NUS-Center for 

Nanofibers & Nanotechnology to further improve the efficiency of the solar 

cells. 

 

 

2.6.8.3  Batteries 

 
Among various energy storage devices available, rechargeable lithium-ion 

batteries with their high-energy density, long cycle lives, and flexible design, 

are considered as the effective solution to the ever-increasing demand for 

high-energy density electrochemical power sources. This demand has 

promoted research efforts towards the developing high-capacity alternative 

electrode materials with long life cycle, improved safety, reduced carbon-

footprint, and low cost. In this regard, Ji et al. fabricated a variety of 
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composite materials through electrospinning and observed improved 

performance with regard to their pure counterparts (Ji, L. W. et al., 2009). 

PVDF electrospun nanofiber membrane has been investigated as separator for 

lithium battery application (Choi, S. W. et al., 2003; Gao, K. et al., 2006). 

Also, MgO nanofibers, LiCoO2-MgO core-sheath nanofibers and Li4Ti5O12 

nanofibers were investigated as electrodes in lithium ion batteries (Fan Q. et 

al., 2007;Lu, H-W et al., 2007). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



                                                                                                                                  Chapter 2 

90 
 

References 

 
Aussawasathien D., Dong J. H., Dai L. Electrospun polymer nanofiber 

sensors. Synth Metals (2005), Vol. 154(1-3), pp. 37-40  

 

Aykut Y., Saquing C. D., Pourdeyhimi B., Parson G. N., Khan S. A. 

Templating Quantum Dot to Phase-Transformed Electrospun TiO2Nanofibers 

for Enhanced Photo-Excited Electron Injection. ACS Appl Mater Interfaces 

(2012), Vol. 4 (8), pp. 3837-3845 

 

Baker S. C., Atkin N., Gunning P. A. et al. Characterisation of elec-trospun 

polystyrene scaffolds for three-dimensional in vitro biological studies. 

Biomaterials (2006), Vol. 27(16), pp. 3136-3146 

 

Barhate R. S., Loong C. K., Ramakrishna S. Preparation and charac-

terization of nanofibrous filtering media. J Membrane Sci (2006), Vol. 283(1-

2), pp. 209-218 

 

Barhate R. S., Ramakrishna S. Nanofibrous filtering media: Filtration 

problems and solutions from tiny materials. J Membrane Sci (2007), Vol. 

296(1-2), pp. 1-8 

 

Baugmarten P. K. Electrostatic Spinning of Acrylic Microfibers. J Collid 

Interf Sci (1971), Vol. 36, pp. 75-79 

 

Bender E. T., Katta P., Lotus A., Park S. J., Chase G. G., Ramsier R. D. 

Identification of CO2 sequestered in electrospun metal oxide nanofibers. Chem  

Phys  Lett  (2006),  Vol. 423, pp. 302 

 







                                                                                                                                  Chapter 2 

93 
 

Fong H., Reneker D.H. Elastomeric nanofibers of styrene-butadiene-styrene 

triblock copolymer. J Polym Sci Pt B-Polym Phys (1999), Vol. 37, pp. 3488-

3493 

 

Formhals  A. US Patent 2187306, 1940. 

 

Formhals A. US Patent 2160962, 1939 

 

Gao K., Hu X., Dai C. et al. Crystal structures of electrospun PVDF 

membranes and its separator application for rechargeable lithium metal cells. 

Mater Sci Eng B: Solid-State Mater Adv Tech (2006), Vol. 131(1-3), pp. 100-

105  

 

Gao X. F., Li  H. B., Sun  W. T., Chen Q., Tang F. Q., Peng L. CdTe 

Quantum Dots-Sensitized TiO2 Nanotube Array Photoelectrodes.  J Phys 

Chem C (2009) Vol. 113, pp. 7531-7535 

 

Gopal R., Kaur S., Feng C. Y. et al. Electrospun nanofibrous polysul-fone 

membranes as pre-filters: Particulate removal. J Membrane Sci (2007), Vol. 

289(1-2), pp. 210-219 

 

Gopal R., Kaur S., Ma Z. et al. Electrospun nanofibrous filtration membrane. 

J Membrane Sci (2006), Vol. 281(1-2); pp. 581-586 

 

Gouma P. I. Nanostructured polymorphic oxides for advanced chemosensors. 

Rev Adv Mater Sci (2003), Vol. 5(2), pp. 147-154  

 

Greiner A., Wendorff J H.  Electrospinning: A fascinating method for the 

preparation of ultrathin fibers. Angew Chem Int Edit (2007), Vol. 46(30), pp. 

5670-5703 

 



                                                                                                                                  Chapter 2 

94 
 

Hsu C. M., Shivacumar S. N,N-Dimethylformamide Additions to the 

Solution for the Electrospinning of Poly(e-caprolactone) Nanofibers. 

Macromol Mater Eng (2004), Vol. 289, pp. 334-340 

 

Huang X-J., Ge D., Xu Z-K. Preparation and characterization of stable 

chitosan nanofibrous membrane for lipase immobilization. Europ Polym J 

(2007), Vol. 43(9), pp. 3710-3718 

 

Hui W., Wei P., Dandan L., Heping Li. Electrospinning of ceramic 

nanofibers: Fabrication, assembly and applications. Journal of Advanced 

Ceramics (2012), Vol. 1, pp. 2-23 

 

Ioannis S. Chronakis. Novel nanocomposites and nanoceramics nased on 

polymer nanofibers using electrospinning process. J Mater Process Technol 

(2005), Vol. 167, pp. 283 

 

J Nanopart Res (2006), Vol. 8, pp.769 

 

Jeong E. H., Yang J., Youk J. H. Preparation of polyurethane cationomer 

nanofiber mats for use in antimicrobial nanofilter applications. Mater Lett 

(2007), Vol. 61(18), pp. 3991-3994 

 

Ji L. W., Lin Z., Medford A. J., Zhang J. X. Chem-Eur  J (2009), Vol. 15, 

pp. 1071-10722. 

 

Jiang H., Fang D., Hsiao B. et al. Preparation and characterization of 

ibuprofen-loaded poly(lactide-co-glycolide)/poly(ethylene glycol)-g- chitosan 

electrospun membranes. J Biomater Sci Polym Edit (2004), Vol. 15(3), pp. 

279-296 

 



                                                                                                                                  Chapter 2 

95 
 

Jiang H., Hu Y., Zhao P. et al. Modulation of protein release from 

biodegradable core-shell structured fibers prepared by coaxial elec-

trospinning. J Biomed Mater Res Part B: Appl Biomater (2006), Vol, 79B (1), 

pp. 50-57  

 

Jin W. J., Lee H. K., Jeong E. H., Park W. H., Youk J. H. Macromol. 

Rapid Commun (2005), Vol. 26, pp.1903 

 

Kenawy E. R., Bowlin G. L., Mansfield K. et al. Release of tetracycline 

hydrochloride from electrospun poly(ethylene-co-vinylacetate), poly(lactic 

acid), and a blend. J Contr Rel, (2002), Vol, 81(1-2), pp. 57-64 

 

Kenawy E. R., Layman J. M., Watkins J. R. et al. Electrospinning of 

poly(ethylene-co-vinyl alcohol) fibers. Biomaterials (2003), Vol,  24(6), pp. 

907-913 

 

Kenawy E-R., Abdel-Hay F. I., El-Newehy M. H. et al. Controlled re-lease 

of ketoprofen from electrospun poly(vinyl alcohol) nanofibers. Mater Sci Eng 

A: Struct Mater Prop Microstruct Proc  (2007), Vol. A459(1-2), pp. 390-396  

 

Kenawy E-R., Bowlin G. L., Mansfield K.et al. Release of tetracycline 

hydrochloride from electrospun poly(ethylene-co-vinylacetate), poly(lactic 

acid), and a blend. J Contr Rel (2002), Vol. 81(1-2), pp. 57-64 

 

Kessick  R., Fenn J., Tepper G. The use of AC potentials in electrosprayng 

and electrospinning processes. Polymer (2004), Vol, 45, pp. 2981-2984 

 

Khil M. S., Bhattarai S. R., Kim H. I , Kim S. Z., Lee K. H. J. Biomed. 

Mater. Res. B (2005), Vol. 72, pp. 117 

 



                                                                                                                                  Chapter 2 

96 
 

Ki C. S., Gang E. H., Um I. C. et al. Nanofibrous membrane of wool 

keratose/silk fibroin blend for heavy metal ion adsorption. J Mem-brane Sci 

(2007), Vol, 302 (1-2), pp. 20-26 

 

Kim I -D., Rothschild A., Lee B .H. et al. Ultrasensitive chemiresistors based 

on electrospun TiO2 nanofibers. Nano Lett (2006), Vol. 6(9), pp. 2009-2013 

 

Kim K., Luu Y. K., Chang C. et al. Incorporation and controlled release of a 

hydrophilic antibiotic using poly(lactide-co-glycolide)-based electrospun 

nanofibrous scaffolds. J Contr Rel (2004), Vol. 98(1), pp. 47-56 

 

Kim T. G., Lee D. S., Park T. G. Controlled protein release from electrospun 

biodegradable fiber mesh composed of poly(e-caprolactone) and poly(ethylene 

oxide). Int J Pharm (2007),  Vol. 338(1-2), pp. 276-283 

 

Kosmider K., Scott J. Polymeric nanofibers exhibit an enhanced air filtration 

performance. Filtr Separat (2002), Vol. 39(6), pp. 20-22  

 

Krishnappa R. V. N., Desai K., Sung C. M. Morphological study of 

electrospun polycarboinates as a function  of the solvent and processing 

voltage. J Mater Sci (2003), Vol. 38, pp. 2357-2365 

 

Lee J. S., Choi K. H., Ghim H. D., Kim S. S., Chun D. H., Kim H. Y., Lyoo 

W. S. Role of molecular weight of atactic poly(vinyl alcohol) (PVA) in the 

structure and properties of PVA nanofabric prepared by electrospinning. J 

Appl Polym Sci (2004), Vol. 93, pp. 1638-1646 

 

Li D., McCann J. T., Gratt M., Xia Y. N.  Chem Phys Lett (2004), 394, 387 

 



                                                                                                                                  Chapter 2 

97 
 

Li S-F., Chen J-P., Wu W-T. Electrospun polyacrylonitrile nanofibrous 

membranes for lipase immobilization. J Mol Catal B: Enzym (2007), Vol. 

47(3-4), pp. 117-124 

 

Li W. J., Laurencin C. T., Caterson E. J. et al. Electrospun nanofibrous 

structure: A novel scaffold for tissue engineering. J Biomed Mater Res (2002), 

Vol. 60(4), pp. 613-621 

 

Liang D., Hsiao B. S., Chu B. Functional electrospun nanofibrous scaffolds 

for biomedical applications. Adv Drug Deliver Rev (2007), Vol. 59(14), 

pp.1392-1412 

 

Liu H. Q., Hiseh Y. L. Ultrafine Fibrous Cellulose Membranes from 

Electrospinning of Cellulose Acetate. J Polym Sci Pol Phys (2002), Vol, 41, 

pp. 953-964 

 

Liu R. L., Ye Y. X., Xiong X. P., Liu H. Q. Mater. Chem. Phys, (2010), Vol. 

121, pp. 432-439. 

 

Lu H -W., Zeng W., Li Y-S. et al. Fabrication and electrochemical properties 

of three-dimensional net architectures of anatase TiO2 and spinel Li4Ti5O12 

nanofibers. J Power Sources (2007), Vol. 164(2), pp. 874-879 

 

Lu X. F., Li L. L, Zhang W. J, Wang C. Nanotechnology (2005), Vol. 16, 

pp. 2233  

 

Lu X. F., Zhang J. W., Zhao Q. D., Wang F. L., Wang C. E-polymers 

(2006), no. 033  

 

Lu X., Zhao Y., Wang C. Fabrication of PbS Nanoparticles in Polymer-Fiber 

Matrices by Electrospinning. Adv Mater (2005), Vol. 17, pp. 2485 



                                                                                                                                  Chapter 2 

98 
 

Luong-Van E., Grondahl L., Chua K. N. et al. Controlled release of heparin 

from poly(e-caprolactone) electrospun fibers. Biomaterials (2006) Vol. 27(9), 

pp. 2042-2050  

 

Luu Y. K., Kim K., Hsiao B. S. et al. Development of a nanostructured DNA 

delivery scaffold via electrospinning of  PLGA and PLA-PEG block 

copolymers. J Contr Rel (2003), Vol. 89(2), pp. 341-353 

 

Ma Z., Kotaki M., Inai R. et al.  Potential of nanofiber matrix as tis-sue-

engineering scaffolds. Tissue Eng (2005), Vol. 11(1-2), pp. 101-109 

 

Ma Z., Kotaki M., Ramakrishna S. Surface modified nonwoven poly-

sulphone (PSU) fiber mesh by electrospinning: A novel affinity membrane. J 

Membrane Sci (2006), Vol. 272 (1-2), pp. 179-187 

 

Mann J. R., Watson M. D. Langmuir (2007), Vol. 23, pp. 10924-10928 

 

Marler J. J., Upton J., Langer R. et al. Transplantation of cells in ma-trixes 

for tissue regeneration. Adv Drug Deliver Rev (1998), Vol. 33(1-2), pp. 165-

182 

 

Martin S. T., Herrmann H., Choi W. Y., M., Hoffmann M. R.  J Chem Soc 

Faraday Trans (1994), Vol. 90, pp. 3315-3322. 

 

Matatov-Meytal Y., Sheintuch M. Catalytic fibers and cloths. Appl Catal A 

(2002), Vo.  231(1-2), pp. 1-16  

 

Matthews J. A., Wnek G. E., Simpson D. G. et al. Electrospinning of Col-

lagen Nanofibers. Biomacromolecules (2002), Vol, 3(2), pp.  232-238 

 



                                                                                                                                  Chapter 2 

99 
 

Matthews J. A., Wnek G. E., Simpson D. G., Bowlin G. L. Electrospun 

Collagen: A Tissue Engineering Scaffold with Unique Functional Properties in 

a Wide Variety of Applications. Biomacromoleculus (2002), Vol. 3, pp. 232-

238 

 

Melgeski S., Sthephens J. S., Chase D. B., Rabolt J. F. Micro- and 

nanostructured surface morphology on electrospun polymer fibers. 

Macromolecules (2002), Vol. 35, pp. 8456-8466 

 

Mit -uppatham C., Nithitanakul M., Supaphol P. Ultrafine Electrospun 

Polyamide-6 Fibers: Effect of Solution Conditions on Morphology and 

Average Fiber Diameter. Macromol Chem Physic (2004), Vol. 205, pp. 2327-

2338 

 

Mo X. M., Xu C. Y., Kotaki M. et al.  Electrospun P(LLA-CL) nanofiber: A 

biomimetic extracellular matrix for smooth muscle cell and endothelial cell 

proliferation. Biomaterials  (2004), Vol, 25(10), pp. 1883-1890 

 

Mo X. M., Xu C. Y., Kotaki M., Ramakrrishna S. Electrospun P(LLA-CL) 

nanofiber: a biomimetic extracellular matrix for smooth muscle cell and 

endothelial cell proliferation. Biomaterials (2004), Vol. 25, pp. 1883-1898 

 

Nerem R. M., Saltzman A. Tissue engineering: From biology to bio-logical 

substitutes. Tissue Eng (1995), Vol. 1(1), pp. 3-13 

 

Ostermann R., Li D.,  Yin Y. D., McCann J. T., Xia Y. N. Nano Lett 

(2006), Vol. 6, pp. 1297 

 

Pan C., Gu Z. Z., Dong L. Acta Chim Sin (2009), Vol. 67, pp. 1981-1986. 



                                                                                                                                  Chapter 2 

100 
 

Pawlowski K. J., Belvin H. L., Raney D. L., Su J., Harrison J. S., Siochi E. 

J. Electrospinning of a micro-air vehicle wing skin. Polymer (2003), Vol. 44, 

pp. 1309-1314 

 

Pornsopone V., Supaphol P., Rangkupan R. et al. Electrospun methacry-

late-based copolymer/indomethacin fibers and their release characteristics of 

indomethacin. J Polym Res (2007), Vol. 14(1), pp. 53-59 

 

Qi H., Hu P., Xu J. et al. Encapsulation of drug reservoirs in fibers by 

emulsion electrospinning: morphology characterization and preliminary 

release assessment. Biomacromolecules (2006), Vol. 7(8), pp. 2327-2330 

 

Raja T., Omprakash S. Preparation and Characterization of Polymer Nano 

Fibres Produced from Electrospinning. Journal of Optoelectronics Engineering 

(2014), Vol. 2 (2), pp. 24-28 

 

Ramaseshan R., Sundarrajan S., Jose R., Ramakrishna S. Nanostructured  

ceramics by electrospinning. J Appl Phys (2007), Vol. 102, pp.111101 

 
 
Reneker D. H., Yarin A. L., Fong H., Koombhongse S. Bending instability 

of electrically charged liquid jets of polymer solutions in electrospinning. J 

Appl Phys (2000), Vol. 87, pp. 4531-4547 

 

Rho K. S., Jeong L., Lee G. et al. Electrospinning of collagen nanofibers: 

Effects on the behavior of normal human keratinocytes and early- stage wound 

healing. Biomaterials (2006), Vol. 27(8), pp. 1452-1461 

 

Rutledge G. C., Li Y., Fridrikh S., Warner S. B., Kalayci V. E., Patra P. 

Electrostatic Spinning and Properties of Ultrafine Fibers, National Textile 

Center (2001) Annual Report (M98-D01), National Textile Center, pp. 1-10 





                                                                                                                                  Chapter 2 

102 
 

Taepaiboon P., Rungsardthong U., Supaphol P. Drug-loaded electrospun 

mats of poly (vinyl alcohol) fibres and their release characteristics of four 

model drugs. Nanotechnology (2006), Vol. 17(9); pp. 2317-2329 

 

Tao S., Li G., Yin J. Fluorescent nanofibrous membranes for trace de-tection 

of TNT vapor. J Mater Chem (2007), Vol. 17(26), pp. 2730-2736 

 

Taylor G. Disintegration of Water Drops in an Electric Field. Proc R Soc 

Lond A (1964), Vol. 280, pp. 383-397 

 

Taylor G. I.  Proc Roy Soc London (1969), Vol. A313, pp. 453  

 

Tungprapa S., Jangchud I., Supaphol P. Release characteristics of four 

model drugs from drug-loaded electrospun cellulose acetate fiber mats. 

Polymer (2007), Vol. 48(17), pp. 5030-5041 

 

Ursula E., Spichiger-Keller.  Chemical Sensors & Biosensors for Medical and 

Biological Applications. Weinheim: Wily-VCH (1998), pp. 377-378  

 

Venugopal J., Zhang Y. Z., Ramakrishna S. Fabrication of modified and 

functionalized polycaprolactone nanofibre scaffolds for vascular tis-sue 

engineering. Nanotechnology, (2005),Vol. 16(10), pp. 2138-2142 

 

Verreck G., Chun I., Rosenblatt J. et al. Incorporation of drugs in an 

amorphous state into electrospun nanofibers composed of a water- insoluble, 

nonbiodegradable polymer. J Contr Rel (2003), Vol. 92(3), pp. 349-360 

 

Viswanathamurthi P., Bhattarai N., Kim H. Y., Khil M. S., Lee D. R., Suh 

E. K. GeO2 fibers : Preparation, morphology, and photoluminescence 

property. J Chem Phys (2004), Vol. 121, pp. 441 

 



                                                                                                                                  Chapter 2 

103 
 

Wang G., Ji Y., Huang X. et al. Fabrication and characterization of 

polycrystalline WO3 nanofibers and their application for ammonia sensing. J 

Phys Chem B (2006), Vol. 110(47), pp.  23777-23782  

 

Wang H., Ding J., Lee B. et al. Polypyrrole-coated electrospun nano-fibre 

membranes for recovery of Au(III) from aqueous solution. J Membrane Sci 

(2007), Vol. 303(1-2), pp. 119-125  

 

Wang M., Singh H., Hatton A. T., Rutledge G. C. Gallic Acid-loaded 

Cellulose Acetate Electrospunn Nanofibers: Thermal Properties, Mechanical 

Properties, and Drug Release Behavior.  Polymer (2004), Vol. 45, pp. 5505 

 

Wang M., Wang L., Huang Y. Electrospun hydroxypropyl methyl cellul 

 

Wang W., Asher S. A. ACS Publications. J Am Chem Soc (2001), Vol. 123, 

pp.125-128 

 

Wang X., Drew C., Lee S-H. et al. Electrospun nanofibrous membrane for 

highly sensitive optical sensors. Nano Lett (2002), Vol. 2(11), pp. 1273-1275 

 

Wang X., Kim Y-G., Drew C.et al. Electrostatic assembly of conju-gated 

polymer thin layers on electrospun nanofibrous membranes for biosensors. 

Nano Lett (2004), Vol. 4(2), pp. 331-334 

 

Wang X., Lee S-H., Drew C. et al. Electrospun nanofibrous membranes for 

optical sensing. Polym Mater Sci Eng (2001), Vol. 85, pp. 617-618  

 

Wang Y. Z., Li Y. X., Yang S. T., Zhang G. L., An D. M., Wang C.,  

Yang Q. B., Chen X. S., Jing X. B., Wei Y. Nanotechnology (2006), Vol. 17, 

pp. 3304 

 



                                                                                                                                  Chapter 2 

104 
 

Wang Y., Hsieh Y-L.  Enzyme immobilization to ultra-fine cellulose fibers 

via amphiphilic polyethylene glycol spacers. J Polym Sci Part A: Polym Chem 

(2004), Vol. 42(17), pp. 4289-4299 

 

Wannatong L., Sirivat A., Suphapol P. Effects of solvents on electrospun 

polymeric fibers: preliminary study on polystyrene. Polym Int (2004), Vol. 53, 

pp. 1851-1859 

 

Xu C., Yang F., Wang S. et al. In vitro study of human vascular endothelial 

cell function on materials with various surface roughness. J Biomed Mater Res 

Part A (2004), Vol. 71A (1), pp. 154-161 

 

Xu X., Yang L., Xu X. et al. Ultrafine medicated fibers electrospun from 

W/O emulsions. J Contr Rel (2005), Vol. 108(1), pp. 33-42 

 

Yang M., Xie T. F., Peng L. et al. Fabrication and photoelectric oxygen 

sensing characteristics of electrospun Co doped ZnO nanofibers. Appl Phys A 

Mater Sci Proc (2007), Vol. 89(2), pp. 427-430 

 

Yang Q. B., Li D. M., Hong Y. L., Li Z. Y., Wang C, Qiu S. L., Wei Y. 

Preparation and characterization of a PAN nanofibre containing Ag 

nanoparticles via electrospinning.  Synth Met (2003), Vol. 137, pp. 973 

 

Yarin A. L., Koombhongse S., Reneker D. H. Bending instability in electro-

spinning of nanofibers. J Appl Phys (2001), Vol. 89(5), pp. 3018-3026 

 

Yih T. C., Al -Fandi M. Engineered nanoparticles as precise drug de-livery 

systems. J Cell Biochem (2006), Vol. 97(6), pp. 118-1190 

 

Yuan X., Zhang Y., Dong C., Sheng J. Morphology of ultrafine polysulfone 

fibers prepared by electrospinning. Polym Int  In Press (2005)  



                                                                                                                                  Chapter 2 

105 
 

Zeng  J., Xu X., Chen X., Liang Q., Bian X., Yang L., Jing X. 

Biodegradable electrospun fibers for drug delivery. J Control Release (2003), 

Vol. 92, pp. 227-231 

 

Zeng J., Aigner A., Czubayko F. et al. Poly(vinyl alcohol) nanofibers by 

electrospinning as a protein delivery system and the retardation of enzyme 

release by additional polymer coatings. Biomacromolecules (2005), Vol. 6(3), 

pp. 1484-1488 

 

Zeng J., Xu X., Chen X. et al. Biodegradable electrospun fibers for drug 

delivery. J Contr Rel (2003), Vol, 92(3), pp. 227-231 

 

Zhang Y. Z., Feng Y., Huang Z. M. et al. Fabrication of porous elec-trospun 

nanofibers. Nanotechnology (2006), Vol, 17(3), pp. 901-908 

 

Zhao S. L., Wu X. H., Wang L. G., Huang Y. Electrospinning generated 

fibers of ethyl-cyanoethyl cellulose / tetraydrofuran solutions. J Appl Polym 

Sci (2004), Vol. 91, pp. 242-246 

 

Zhong X. H., Kim K. S., Fang D. F., Ran S. F., Hsiao B. S., Chu B. 

Structure and process relationship of Electrospun bioabsorbable nanofiber 

membranes. Polymer (2002), Vol. 43, pp. 4403-4412 

 

Zong X., Kim K., Fang D.et al. Structure and process relationship of 

electrospun bioabsorbable nanofiber membranes. Polymer (2002), Vol. 

43(16), pp. 4403-4412 



                                                                                                                                Chapter 3                                                                                                                                                                                                                                   
 

106 
 

Introduction  

 
Numerous kinds of chemical species, natural and artificial, some of which are 

vital to our life, while many others are harmful more or less are contained in 

the atmospheric air. While the vital gases like oxygen and humidity should be 

kept at adequate levels in atmosphere, hazardous gases should be controlled 

and maintained under the designated levels. The atmospheric pollution can, 

however, diffuse rapidly over large areas and can cause major disasters in a 

short period of time. It can be emitted by a stationary or mobile source. 

Workplaces, the house, thermal power stations are stationary sources emitting 

atmospheric pollution, while mobile sources include automobiles, trains, ships,  

chemical plants, metal refineries, and etc. Therefore, are necessary, control 

systems that can monitor, detect and quantify sources of pollution quickly, to 

prevent or minimize the damage caused by air pollution. Among the most 

studied and widespread monitoring systems over the past years, we find the 

composite nanostructured sensors. Such devices, thanks to their small size, 

have greater surface area exposure, therefore more binding sites for the 

pollutant of interest. Electrospinning technology has been proven to be an 

intriguing strategy to create highly performing nanostructured sensors 

(Macagnano, A. et al., 2015) able to reveal toxic gases and VOCs in the 

environment. Therefore various nanocomposite fibrous layers have been 

synthesized and investigated for their applications as active materials for gas 

sensors (Ding, B. et al., 2010). The design of nanocomposite layers for sensor 

applications takes in consideration several factors, such as the arrangement of 

both materials within the fibers, their interfacial characteristics, electrical and 

optical performances, thermal and mechanical stability, etc., all of which 

depending significantly on each materials features and deposition process 

parameter. 
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Chapter 3 
 

Gas Sensors 
 

3.1 Definition of Gas Sensors 

 
Sensors can be designed as an analogous to the human senses. In both cases, 

signals are collected from the environment and converted into a signal by 

sensory receptors in humans or by receptor and transducer systems in sensor 

systems. In a living organism, the receptor of the sensing organ is in direct 

contact with the environment. Environmental stimuli are transformed  into 

electrical  signals conducted by nerve cells (neurons) in the form of potential 

pulses. Strong stimuli generate a high frequency, i. e. the process is basically 

some kind of frequency modulation. In the amplification and processing stage, 

the sensory nerve system is comparable to an analog circuit. Signal 

amplification and signal conditioning, mainly in the form of signal reduction, 

take place. In the brain, information is evaluated  and, finally, some action is 

evoked. We see many similarities between living organism and machines 

when we compare how modern sensors and living organism acquire and 

process signals. The receptor responds to environmental parameters by 

changing some of its inherent properties. In the adjacent transducer, primary 

information is transformed into electrical signals. Frequently, modern sensor 

systems contain additional parts for signal amplification or conditioning. The 

processing stage, which is obviously in the brain for humans, can be 

performed by a computer in the case of sensor system (Figure 3.1). Infact, at 

the end of the chain, we find a microcomputer working like the central 

nervous system in a living organism. Therefore, It has been demonstrated that 

signals processing by electronic amplifiers or by digital computers is 
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The first layer, of chemical type, is composed of a membrane whose role is to 

"deal with" the molecules in the environment subjected to detection by 

forming with them bonds (chemical) or activing further chemical reactions. 

Upon a suitable chemical/physical reaction with surrounding molecules, some 

of sensing membrane physical properties (like conductivity, temperature, 

mass, refractive index, function work, etc.), defined as intermediate 

parameters, can vary. These variations are detected by a second layer 

consisting of a basic electronic device whose purpose is to transduce the 

chemical signal into electrical. The basic device, selected according to the 

physical quantity of which you want to measure the variation, is then 

transformed by the CIM in the chemical sensor. Therefore, generally, the 

receptor transforms chemical information into a form of energy, which can be 

measured by the transducer (Hulanicki, A . et al., 1991). The transducer 

converts this energy into a useful, typically electrical, analytical signal. The 

receptor part of chemical sensors may be based upon various principles 

(Hulanicki, A. et al., 1991): 

 

- physical, where no chemical reaction takes place (weak bonds). Typical 

examples are those based on measurement of absorbance, refractive 

index, conductivity, temperature or mass change.  

 

- chemical, in which a chemical reaction occurs (strong bonds), causing 

analytical signal. 

 

- biochemical, in which a biochemical process is involved. Typical 

examples are microbial potentiometric sensors or immunosensors. They 

may be considered as a subgroup of the chemical ones. Such sensors 

are called biosensors. 
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In some cases it is not possible to decide unequivocally whether a sensor 

operates through a chemical or on a physical principle. This is, for example, 

the case when the signal is due to an adsorption process. Sensors are normally 

designed to operate under well defined conditions for specified analytes in 

certain sample types. Therefore, it is not always necessary that a sensor 

responds specifically to a certain analyte. Under well controlled operating 

conditions, the analyte signal may be independent of other sample 

components, thus allowing the determination of the analyte without any major 

preliminary treatment of the sample (specific sensors). Otherwise, non-specific 

sensors can be used in series for a multicomponent analysis, using a proper 

multivariate calibration software and signal processing. Such systems for 

multicomponent analysis are called sensor arrays.   

 

 

3.2 Chemically interacting materials: polymers, 

macromolecules and different types of nanocomposite films 

 
The study of chemically interacting materials is aimed onto molecules, 

organics and not, capable of forming non-volatile films (able to stay on the 

base device) and which allow easy capturing of the compounds from the 

environment. 

The films made with organic molecules can be polymeric, molecular or 

nanocomposite films; the characteristic that distinguishes one from the other is 

the type of bond established between the molecules. The polymers are 

compounds consisting of the union, by means of covalent chemical bonds, of 

smaller molecules, the same or not, called monomers (Figure 3.2 (b)). 

Therefore, they are chemical compounds of high molecular weight whose 

formation can occur by heating, for lighting or for the presence of catalysts 
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and can be of different type depending on the monomer used or 

polymerization conditions.  

 

 

3.2.1 Polymers 

 
The polymers have been used in many applications in the field of chemical 

sensors for the detection of organic compounds; among their main 

characteristics, the ability to form adhering fi lms to the base device and the 

possibility of modifying the selectivity (the ability to discriminate the 

substance to be detected) by simply varying their chemical structure, are the 

most significant for sensors application. The polymers can be rubbery or 

glassy. Rubbery polymers allow a rapid absorption of the chemical species to 

be detected, so the sensor provides the related signal in short time; glassy 

polymers, however, while not creating troubles from a mechanical point of 

view, do not allow an easy penetration of the substances to be detected, then 

the sensor has a response time rather long.  

Finally, also macromolecular films can be used for developing sensing layer: 

they can be composed for instance with planar molecules (e.g. 

phthalocyanines, porphyrins) or molecular cages (e.g. cavitands) designed to 

begin stable layers at the solid state only by electrostatic forces (Figure 3.2 

(a)). 
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(a) (b) 

monomero 

 
Figure 3.2: Structure of a molecular film (a) and polymer (b) 

 

 
3.2.1.1 Chemical sensors based on polymers 

 
Generally, sensors based on metal oxide semiconductors, exhibit significantly 

greater sensitivity to inorganic gases like ammonia and volatile organic 

compounds (VOCs) like formaldehyde  and alcohol (C2H5OH). However, 

when the concentration of other VOCs exceeds a certain threshold, they 

cannot be detected by metal oxide semiconductor-based sensors. Therefore,  it 

is important to monitor the concentration of these vapors. Furthermore to keep 

atmospheric emissions under control, are required sensing materials like 

polymers. When the polymer layers are exposed to the vapor of an analyte, the 

physical properties of the polymer layer such as its mass and dielectric 

properties will change upon gas absorption. Specifically, the various 

physisorption mechanisms by which VOCs interact with polymers include 

induced dipole/induced dipole interactions (also named London dispersion), 

dipole/induced dipole interactions, dipole/dipole interactions and hydrogen 

bonds (Lewis acidity/basicity-concept) (Hagleitner, C. et al., 2002). 
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causing changes in resonance frequency, dielectric constant and 

enthalpy upon absorption/desorption of analytes can be respectively 

coated on mass-sensitive (e.g., Quartz Crystal Microbalance (QCM), 

Surface Acoustic Wave (SAW) and Surface Transverse Wave (STW)), 

capacitive (dielectric) and calorimetric sensor devices. Then, the sensor 

devices could convert changes in the monitored polymer properties into 

an electrical signal output (Hagleitner, C. et al., 2002). Additionally, 

non-conducting polymer membrane (e.g., polyimide) can also be used 

on metal oxide semiconductor gas sensors as molecular sieves, to 

enhance the overall selectivity by introducing the sensitivity of polymer 

layers (Wong, K. K.  L. et al., 1995). Polymer-based gas sensors have 

advantages such as high sensitivities and short response times. 

Furthermore, while operation temperatures of metal oxide 

semiconductor-based sensors are usually more demanding, polymer-

based sensors operate at room temperature. Polymer-based gas sensors 

also have some disadvantages such as long-time instability, 

irreversibility and poor selectivity. As a kind of gas sensors with lower 

power consumption polymer-based sensors have a promising future. 

 
Polymer-based gas sensors have advantages such as high sensitivities and 

short response times. Furthermore, while operation temperatures of metal 

oxide semiconductor-based sensors are usually more demanding, polymer-

based sensors operate at room temperature. Polymer-based gas sensors also 

have some disadvantages such as long-time instability, irreversibility and poor 

selectivity. 
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a metal oxide matrix is an important parameter to be controlled in order to 

obtain highest gas sensing sensitivity. Different methodologies including 

PVD, impregnation, sol-gel, and electroless plating have been used to 

introduce metal nanoparticles into the metal oxide matrix. Dot- and rod-

shaped Au-TiO2 nanocomposite films were prepared by a sol-gel method for 

SPR sensing of alcohol vapours (Manera, M. G et al., 2008).  Other metal-

metal oxide nanocomposite films prepared by sol-gel processes include the 

SnO2-Ag nanocomposite (Gong, J. et al., 2006); Au-TiO2-NiO 

nanocomposites (Della Gaspera, E. et al., 2010) and Au-TiO2 nanocomposite 

films for sensing vapor organic compounds by Surface Plasmon Resonance 

and optical absorption (Fernandez, C. D. J. et al., 2005). Electrophoretic 

deposition process can also be used to deposit metal-metal oxide 

nanocomposite films. For example, the mesoporous TiO2 on ITO/glass was 

immersed in Au nanocrystal dispersion in chloroform. A potential of 25 or 50 

V was applied to infuse the Au nanocrystals inside the mesoporous TiO2 film 

to form the Au-TiO2 nanocomposite films. The ligands such as dodecanethiol 

on the Au nanocrystals prevented aggregation. The films were highly 

conductive, and are suitable for sensor applications (Patel, M. N. et al., 2007; 

Mehul, N. et al., 2008). 

Metal-metal oxide nanocomposite films combine the catalytic property of 

metal and gas reactivity of semiconducting metal oxide, thereby possess 

unique gas sensing properties unavailable from either the metal or metal oxide 

alone. Metallic nanoparticles activate or dissociate the detected gas on their 

surface. These activated products are easier to react with the adsorbed oxygen 

species on the metal oxide surface, resulting in a change of resistance. In 

addition, direct exchange of electrons between the semiconductor metal oxide 

and metallic nanoparticles causes a change in the width of the depletion layer 

of the semiconductor oxide, leading to a change in sensing properties. The 

embedded metal nanoparticles can reduce the sensing temperatures, improve 

the selectivity, and increase the surface area of the metal oxide. 
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3.2.2.2 Mixed metal oxides 

 
Transition metal oxides have promising gas sensing performance due to their 

catalytic properties. Some transition metal oxides are stable, have low electric 

resistance and good gas sensing properties at low operating temperature, while 

others have high electric resistivity and require high operating temperatures. 

Some of the oxides are more sensitive to oxidizing gases while others are 

more to reducing gases. It is therefore a natural approach to combine metal 

oxides of different properties with an appropriate proportion so that gas sensor 

performance can be modified as desired. Various mixed metal oxide 

nanocomposite films have been prepared by the sol-gel process. For example, 

cobalt oxide-SiO2 nanocomposite films were deposited on glass substrate by 

Musat et al. (Musat, V. et al., 2008) using [Co(CH3COO)2].4H2O, 

tetraethoxysilane and CH3(CH2)15N(CH3)3Br surfactant as starting materials. 

PVD process has also been used to deposit mixed metal oxide nanocomposite 

films. Wisitsoraat et al. (Wisitsoraat, A. et al., 2007) used oxygen ion-

assisted electron beam evaporation to prepare various TiO2 based mixed oxide 

nanocomposite films such as TiO2-WO3, TiO2-MoO3, TiO2-NiOx, and TiO2-

ZnO. Mixing metal oxides of complementary behaviors forms a new class of 

nanocomposit materials. This type of nanocomposite films show a significant 

improvement in gas sensing properties. 

 

 

3.2.2.3 Polymer-metal or metal oxide 

 
Gas sensors using metal oxide films always lack in selectivity and require high 

operating temperatures (300-500°C). High operating temperatures may leads 

to sensor instability and response variation. Sensing materials with low 

operating temperatures can inhibit structural changes, reduces the power 
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(Tai, H., et al., 2007) studied a polyanilinetitanium dioxide (PANi-TiO2) 

nanocomposite films for the NH3 gas sensor. 

 
 
 
3.2.2.4 Chemical sensors based on metal oxide 

semiconductors nanocomposites 
 

Conductometric chemical sensors based on nanocrystalline metal-oxide 

semiconductors are the most promising among solid-state gas detectors due ti 

their reliability and ease of manufacture. Their sensitivity is related to change 

in conductivity (or resistance), resulting from chemical interaction of adsorbed 

target gas with active centers on the surface of the sensor. Sensor features, 

such as sensitivity, selectivity and response time, are mainly ruled by the 

reactivity of active centers of the sensor and the diffusion of gas to these sites. 

The main disadvantage of such sensors is the rather low selectivity to gases 

that have similar chemical characteristics and the relatively high operating 

temperature. 

Semiconductor gas sensors are devices that are made up of heated metal 

oxides which are used for measurement of gas concentration of a target gas by 

measuring the electrical resistance of the device. Sensors based on metal oxide 

semiconductors are mainly applied to detect target gases through redox 

reactions between the target gases and the oxide surface (Yamazoe, N. et al., 

2002). This process includes two steps (Keat, G. O. et al., 2002): redox 

reactions, during which O- distributed on the surface of the materials would 

react with molecules of target gases, leading to an electronic variation of the 

oxide surface; and then this variation is transduced into an electrical resistance 

variation of the sensors. The resistance variation could be detected by 

measuring the change of capacitance, work function, mass, optical 

characteristics or reaction energy (Wang, C. et al., 2010). An intrinsic n-type 
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semiconductor is suitable for detecting reducing gases due to the high 

conductance change as a result of the injected electrons. Similarly, a p-type 

semiconductor is suitable for the detection of oxidizing gases. The oxides 

usually used for the n-type are mainly oxides: SnO2, ZnO In2O3, or WO3. They 

are commonly used to detect hydrogen, oxygen, alcohol and harmful gases 

like carbon monoxide. Gas sensors using metal oxide semiconductor were first 

proposed by Seiyama and Taguchi. Tin dioxide (SnO2) is the commonly used 

gas sensing material. It is an n-type granular material whose electrical 

conductivity is dependent on the density of pre-adsorbed oxygen ions on its 

surface. The resistance of tin dioxide changes according to the variation of gas 

concentration (e.g., liquefied petroleum gas (LPG), methane (CH4), carbon 

monoxide (CO) and other reducing gases (Endres, H. E., et al., 1996; 

Hoefer, U. et al., 1997), while the relationship between resistance and target 

gas concentration is nonlinear (Fraiwan, L., et al., 2011). Other metal oxide 

semiconductors (e.g., tungsten trioxide (WO3)) are also widely used for gas 

sensing. Anodic tungsten oxide applying electrochemical etching of tungsten 

shows excellent responses towards hydrogen (H2) and nitrogen oxide (NO) 

(Jarmo, K., et al, 2011). However, the response of pure WO3 to NH3 is rather 

poor, and because of the interference from NOx, the selectivity of WO3 sensors 

for NH3 is low. Others like titanium dioxide (TiO2) are also used as sensitive 

layers for their sensitivity in terms of dielectric permittivity to gas adsorption 

(Hallil , H., et al., 2010). Several influencing factors, such as the 

characteristics and structure of the sensing layer, affect the redox reactions and 

thus decide the sensitivity of metal oxides as gas sensing materials. Apart from 

the heating methods, there are also other methods like pre-concentration 

technology that could be applied to improve the sensitivity of gas sensors 

(Xiao, G. et al., 2011). While the sensitivity of SnO2 gas sensors could be 

controlled mainly by temperature, there are several methods that could 

improve the selectivity of the sensing materials. Selectivity could be improved 

by doping the sensing film surface with a suitable catalyst material (Sofian, 
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3.3  Classification of chemical gas sensors 

  
A chemical gas sensor can be described as a device that alters one or more of 

its physical properties (e.g. electrical conductivity, mass, etc.) after exposure 

to a gaseous compound or a mixture of chemical compounds. Chemical 

sensors can be classified in different ways. For example, according the 

operating principle of the receptor principles (Hulanicki, A . et al., 1991), 

chemical sensors are distinguished in: chemical sensors, biochemical sensors 

and physical sensors. Chemical sensors are based on chemical reactions 

between analyte molecules and the receptor; biochemical sensors are a 

subclass of chemical sensors, where the reaction is biochemical; in physical 

sensors, the signal is a result of a physical process, such as absorbance, 

temperature, mass or conductivity change and no chemical reaction takes 

place at the receptor. It is not always possible to discriminate between physical 

and chemical sensors. The chemical sensors can be also classified according to 

the operating principle of the transducer (Hulanicki, A . et al., 1991). Infact, it 

possible provide a large number of chemical sensors by connecting the CIM to 

a suitable transducer which "transforms" the variation of one of the 

intermediate variables into an electrical signal. Therefore, by putting the CIM 

in a measurement environment containing different chemicals, they are 

numerous physical quantities that can vary: the work function, the optical 

properties, conductivity, capacity, mass, and so on. 

 

 

3.3.1 Optical  sensors 

 
Some chemical materials, as a result of the interaction with molecules in the 

gas phase, change their optical characteristics: absorption spectrum, 

fluorescence and spectral refractive index. An analysis of the spectrum of 
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absorption of these materials shows that the bands related to the single state 

(which does not interact with other molecules), to that of the solution and to 

that of solid are different due to the different interactions. Consequently, it is 

possible to measure the absorption spectrum changes of a CIM, using a 

broadband photodetector and an LED that emits in the blue (since a single 

molecule has an absorption peak in the blue). In some molecules, one can also 

intervene on the phenomenon of fluorescence, i.e. the absorption of high-

energy photons (in the ultraviolet spectrum) and emission of photons to lower 

energy (in the visible spectrum). In fact, the phenomenon can be turned off 

(quenching) by binding to a molecule adsorbed. The refractive index variation 

of spectral, instead, can be used in optical fiber sensors. In these devices, the 

condition of entrapment of an electromagnetic wave in an optical guide 

depends on the ratio between the refractive indices of the core and the 

cladding. There is a limit angle at which the radiation is trapped in the guide. 

You may get a chemical sensor by coating the cladding of a substance capable 

of changing the refractive index as a function of the number and the type of 

molecules adsorbed. This variation will lead to a change in signal power that 

propagates in the fiber. The optical sensors are of relatively small size, they 

are cheap and insensitive to electronic interference. In addition, they allow 

monitoring the concentration of a particular gas by a complex mixture in a 

precise and selective. However by improving some aspects, such as 

reproducibility and stability over time. 

 

 

3.3.2 Conductometric sensors 

 
Chemical bonds between the CIM and the chemicals present in the measuring 

environment can give rise to changes in resistance of the material, ie 

conductivity. This phenomenon can take place, for example, thanks to a 
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chemically inert electrodes, chemically active electrodes and modified 

electrodes. In this group are included sensors with and without (galvanic 

sensors) external current source; 

 

b) potentiometric sensors, in which the potential of the indicator electrode 

(ion-selective electrode, redox electrode, meta1 oxide electrode) is measured 

against a reference electrode; 

 

c) chemically sensitized field effect transistor (CHEMFET) in which the 

effect of the interaction between the analyte and the active coating is 

transformed into a change of the source-drain current. The interactions 

between the analyte and the coating are, from the chemical point of view, 

similar to those found in potentiometric ion-selective sensors. 

 

d) potentiometric solid electrolyte gas sensors, differing from class 2b) 

because they work in high temperature solid electrolytes and are usually 

applied for gas sensing measurements. 

 

 

3.3.6  Magnetic sensors 

 
Magnetic sensors are devices based on the change of paramagnetic properties 

of a gas being analyzed. These are represented by certain types of oxygen 

monitors. 
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and precision but require skilled operators as well as time-consuming 

measurements and sample preparation/collection procedures that hinder 

getting information in real time. Currently, the chemical sensors mainly 

present on the market are based on: 1) electrochemical cells, 2) metal oxides 

such as SnO2, TiO2, WO3, ZnO, Fe2O3 and In2O3 (first, in the form of thick 

films and subsequently thin films), 3) conducting polymer and polymer 

composites sensors, 4) surface acoustic wave sensors, 5) catalytic beads, used 

as monitoring systems for the detection of pollutants such as NH3, NOx, Hg°, 

VOCs. For example, the most frequently used techniques in commercial 

ammonia detectors are based on inorganic semiconductors, catalytic films, 

conducting polymers and optical detection. The most known sensors are 

without doubt metal-oxide gas sensors, mostly based on SnO2 sensors 

(Zakrzewska, K., 2001). Metal-oxide gas sensors are not selective to one 

particular gas and this is a major drawback. A different approach to make 

more selective metal-oxide gas sensors is by using metals or additives that 

enhance the chemisorption of specific gasses. WO3 based sensing material is 

demonstrated to respond to NH3 and NO (Wang, X. et al., 2000; Xu, C. N. et 

al., 2000). The lowest ammonia detection limit found in literature is 1 ppm, 

using a WO3 ammonia sensor with Au and MoO3 additives. The sensor is 

operated at an elevated temperature of more than 400°C (Xu, C. N. et al., 

2000). Most sensors have even higher detection limits. Normal detection limits 

of these sensors range from 1 to 1000 ppm (Xu, C. N. et al., 2000; Aslam, M. 

et al., 1999). These sensors are commercially  available and are mainly used in 

combustion gas detectors (Tomchenko, A. A. et al., 2003) or gas alarm 

systems, for instance for reliable ammonia leakage detection in refrigeration 

systems (Jerger, A. et al., 2002). A great number of papers reported about 

reactivity of catalytic metals to specific gases, for instance ammonia, 

hydrogen, carbon monoxide or organic vapors (Lundstrom, I. et al., 1993; 

Moseley, P. T., 1997; Spetz, A. et al., 1989). However nanotechnology is 

going to dramatically change the sensor market, due to its extremely attracting 
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lower detection limit. Therefore, this principle is less suited for miniaturized 

ammonia sensors, e.g. breath analyzers.  

 

 

 
Table 3.3 List of the main manufacturers of gas sensors (Aleixandre, M. et al., 2012) 

 

Naked eye sensors also are gaining success on market for wearable or 

packaging systems, where plastic layers or membranes are able to change their 

color after chemical interaction with the ammonia traces (Pacific Sentry 

LLC, [https://www.pacificsentry.com/]).  For example another pollutant 

globally widespread in the atmosphere is mercury. About 95 percent of 

atmospheric mercury is elemental. Until now, the commercial monitoring 

systems for mercury detection in the atmosphere are highly sensitive and 

capable of detecting the global mercury background mainly based on the 

spectroscopic features of this element. They employ, for example, atomic 

absorption spectroscopy (AAS), atomic fluorescence spectroscopy (AFS), 

atomic emission spectroscopy (AES), or mass spectrometry (MS) (Ghaedi, M. 

et al., 2006; Sánchez-Rodas, D. et al., 2010). These instruments often include 

a series of processes or pretreatments, such as oxidation, reduction, vapor 

separation and gold traps, to pre-concentrate and detect mercury from air. 
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Additionally, an argon carrier stream is required by the detector to avoid the 

quenching of the fluorescence signal by oxygen, when fluorescence is the way 

of detection (Ferrua, N. et al., 2007). Most of the commercial analytical 

instruments can be found onto specific websites  (such as 

http://www.mercury -instrumentsusa.com/; 

http://www.lumexinstruments.com/catalog/atomic-absorption 

spectrometry/ra-915m.php;  

http://www.tekran.com/products/ambient-air/overview/; 

http://www.azic.com/jerome/jerome-431/; 

https://www.leco.com/component/edocman/ama254-advanced-mercury-

analyzer) where parameters like resolution, sensitivity, time and way of 

measurement as well as specificity of applications are reported for each 

device.   

Many sensors have been designed and investigated, too, to detect the several 

forms of mercury. Most of them have exploited the strong affinity between 

mercury and gold. Several studies have documented changes in electrical 

properties, work function, and resistance to thin film films after exposure to 

various mercury vapor concentrations. The hybrid nanomaterials studied and 

designed in this thesis work thanks to their properties are therefore in line with 

the requirements for the development of detection systems characterized by 

fast, low cost, poor maintenance, wide distribution, ease of use and resistance 

to adverse environmental conditions. Sensors and nanostructured detection 

systems are the most promising alternative to the traditional tools described 

above and can meet the required requirements. 

 

 

 

 

 

 

http://www.mercury-instrumentsusa.com/
http://www.lumexinstruments.com/catalog/atomic-absorption%20spectrometry/ra-915m.php
http://www.lumexinstruments.com/catalog/atomic-absorption%20spectrometry/ra-915m.php
http://www.tekran.com/products/ambient-air/overview/
http://www.azic.com/jerome/jerome-431/
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3.5 Characteristic parameters of chemical sensors 

 
To evaluate the performance of a chemical sensor are taken into account 

different parameters, each of which is able to highlight a different feature of 

the chemically interactive material used to make it (Kourosh Kalantar -

zadeh., 2013).  

 

 

3.5.1 Calibration curve  

 
The chemical sensors give out an electrical or optical signal whose variation is 

a function of the concentration of the chemical species revealed. It is possible 

to draw a curve, known as the response curve, able to represent the link 

between the input quantity (concentration) and the output (electrical or optical 

signal). 

The response curve (Figure 3.4) is obtained by a calibration process and his 

knowledge allows the use of the sensor as a measuring instrument: known the 

change in the signal, therefore the response of the sensor is infact possible to 

estimate the concentration of the substance. 

 

 
Figure 3.4 Example of a sensor response curve. 
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3.5.2 Reversibility 
 

The reversibility expresses the ability of a sensor to follow, with a typical 

dynamic of the same sensor, the variations of the measurand. Therefore, it 

consist, in the ability to buy back at the end of the measurement, the electrical 

characteristics (or optical) initials. You can obtain reversible chemical sensors, 

and therefore reusable, using CIM capable of forming reversible chemical 

bonds with the several chemical species present in the environment of 

measurement. Often, however, the choice of chemically interacting materials 

that meet this need can lead to loss of selectivity. This problem can be solved 

through research and the synthesis of new chemically reactive materials. 

 

 

3.5.3 Sensibility 

 
To compare the behavior of different devices with sensitive film is often used 

the parameter of the sensitivity. It defines the capacity of the measuring 

instrument to follow the variations of the measurand. In mathematical terms, 

the sensitivity is obtained by calculating the first derivative of the function that 

defines the response curve at a given concentration (c0): 

 

0

)(
cc

o dc
dV

cS
� 

� 

 
 

where V is the response of the sensor and c the concentration of the chemical 

species. 
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Figure 3.5 Example of a sensor response curve. 

 

As can be seen in Figure 3.5 high sensitive sensor means that the sensor has 

been designed capable of detecting small variations in the concentration of the 

chemical species 

 

 

3.5.4 Selectivity and cross-sensitivity 

 
A selective sensor provides a higher response in the presence of a chemical 

species, therefore, it has the ability to discriminate between molecules in the 

environment (Figure 3.6). To achieve a selective chemical sensor, you must 

employ chemically interactive materials able to achieve very strong chemical 

bonds with the molecules of the various substances. This feature, however, 

implies a certain irreversibility of the device, so sometimes it is preferred to 

employ an array of non-selective sensors and identify the chemical species 

present in the environment by performing an analysis on the collected data. 
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The resolution, calculated for V = 0 (deterministic part of the zero signal), 

defines the limit of detection (Limit Of Detection) (Figure 3.7), a parameter 

that indicates the theoretical detection limit of the sensor, due to electronic 

noise. 

 

 
Figure 3.7: Limit of detection of a chemical sensor. 

 

 

3.5.6 Accuracy and reproducibility  

 
The accuracy is the ability of a measuring system to provide a value of the 

measurand equal to the true value (unknown). Reproducibility is the ability of 

a sensor to provide the same response curve for the same environmental 

conditions. Both statistical variables, as N measurements and the average 

value is related to the accuracy and reproducibility variance. 
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3.5.7 Drift  

 
The drift is a parameter that indicates the lifetime of the sensor calibration. 

When several measures are performed  an error can be introduced (due to 

aging and other factors) on the estimation of the concentration of the chemical 

species, which results in a shift of the calibration obtained from the response 

curve (Figure 3.8). When the estimation error becomes unacceptable the drift 

is eliminated by performing a new calibration or replacing the sensor itself. 

 

 

 
Figure 3.8: Effect on the drift of a sensor response curve. 

 

 

3.5.8 Precision 

 
Precision represents capacity of a sensing system to give the same reading 

when repetitively measuring the same measurand under the same conditions. 

The precision is a statistical parameter and can be assessed by the standard 

deviation (or variance) of a set of readings of the system for similar inputs. 
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3.5.13 Hysteresis 

 
Hysteresis is the difference between output readings for the same measurand, 

depending on the trajectory followed by the sensor. Hysteresis may cause false 

and inaccurate readings. Figure 3.9 represents the relation between output and 

input of a system with hysteresis. As can be seen, depending on whether path 

1 or 2 is taken, two different outputs, for the same input, can be displayed by 

the sensing system. 

 

 
Figure 3.9: An example of a hysteresis curve 

 

 

3.5.14 Detection limit 

 
Detection limit is the lowest concentration of the analyte that can be detected 

by the sensor under given conditions, particularly at a given temperature. 
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3.5.15 Dynamic range 

 
Dynamic range is the analyte concentration range between the detection limit 

and the highest limiting concentration. 

 

 

3.5.16 Response time 

 
Response time is the time required for sensor to respond to a step 

concentration change from zero to a certain concentration value. It can be 

defined as the time required for a sensor output to change from its previous 

state to a final settled value within a tolerance band of the correct new value. 

 

 

3.5.17 Recovery time 

 
Recovery time is the time it takes for the sensor signal to return to its initial 

value after a step concentration change from a certain value to zero. 

 

 

3.5.18 Working temperature  

 
Working temperature is usually the temperature that allows the sensor to get 

the  maximum sensitivity to the selected analyte. 
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the adsorption process at the surface of a solid material is schematically 

illustrated.  

 
 

Figure 3.10: Schematic picture of adsorption process at the surface of a solid material 

 

 

Adsorption is governed by physical or chemical forces. In the former case the 

adsorption is named physical adsorption (physisorption) whereas in the latter 

case chemical adsorption (chemisorption). Physisorption is a non-specific 

loose binding of the adsorbate to the solid via Van Der Waals type 

interactions. Multilayered adsorption is possible and it is easily disrupted by 

increasing temperatures. Chemisorption involves a more specific binding of 

the absorbate to the solid. It is a process that is more akin to a chemical 

reaction and hence, only monolayer adsorption is possible. When a solid 

surface is exposed in a closed space to a gas at pressure p, the weight of the 

solid superface typically increases and the pressure of the gas decreases: the 

gas is adsorbed by the solid surface. After a time, the pressure p does not 

change any more and correspondingly the weight ceases to increase any 

further: a dynamic equilibrium is reached. 
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Chapter 4 

 

Nanacomposite materials designed and investigated for 

sensing materials 

 

4.1 Optical nanoparticles: Quantum Dots (QDs) 
 

In the last few years a new class of hybrid fluorophores with exceptional 

photophysical properties has been developed: the Quantum Dots (QDs). QDs 

are semiconductors made by fluorescent inorganic particles with typical 

diameters ranging from 1 to 10 nm. Due to their quantum confinement, QDs 

show unique and fascinating optical properties that are advantageous in the 

fields of photovoltaic devices (Kashyout, A. B., et al. 2010), light-emitting 

diodes (J. S. Steckel, J. S. et al., 2004) biological imaging and biodiagnostics 

(Pellegrino, T. et al., 2005; Michalet, X. et al., 2005). The most studied and 

applied QDs are made of elements from the II and VI groups (e.g. CdSe, PbSe, 

CdS, and ZnO), as well as, although less commonly, from the III and V groups 

(e.g. InAs, InSb, and GaAs) of the periodic table of elements.  

 

 

4.2 Optical properties of QDs  

 
The quantum dots are semiconductors whose electronic characteristics are 

closely related to the size and shape of the individual crystal. One of the most 

attractive characteristics of QDs is their optical properties and the 

photostability over time. Generally, in a semiconductor nanoparticle, an 

electron (e-) can be excited from the valence band to the conduction band by 

absorption of a photon with an appropriate energy and this process generates a 
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hole (h+) in the valence band. The formed e--h+ pair is called exciton (Figure 

4.1). Recombination of this electron-hole pair results in the fluorescence 

process. 

 

 

 
 
 
Figure 4.1: Energy difference between valence and conduction band of the QDs and 
processes of absorption (magenta) and fluorescent emission (green). 
 
 

Therefore, the QDs fluorescence, is associated with the transition of an 

electron from the conducting band to the valence band. The difference 

between the two energy states depends on the size (the size depends on the 

core composition) of the QDs (Mishra, S. et al., 2012) the smaller is the QDs 

the higher is the energy that it requires to be excited and the higher is the 

energy emitted when the crystal returns to the resting state and the emission 

color of QDs moves toward blue in the UV-visible absorbance spectra; 

conversely, large QDs have lower band gap of energy between valence band 

and conduction band and the emission color of QDs moves toward red (Figure 

4.2-4.3). They are therefore characterized by a broad absorption spectrum 

coupled with narrow and symmetrical photoluminescent emission spectrum 

(Figure 4.4 (A) (B)). 
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Figure 4.2: The electronic structure of quantum dots varies with the size of the dot: 
smalls nanoparticles have elevated band gap of energy between valence band and 
conduction band and the emission color of QDs moves toward blue; large nanoparticles 
have lower band gap of energy between valence band and conduction band and the 
emission color of QDs moves toward red. 
 
 

 
Figure 4.3: Quantum dots of different sizes under excitation from a UV-lamp at 366 
nm. 
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which depend on the quality of the quantum dot. This means that the 

fluorescence quantum yield can be reduced as a result of the quenching caused 

by surface defects (surface trap states) (Carrillo -Carrion , C. et al., 2009). 

These trap states are imperfections in the regular geometrical arrangement of 

the atoms in the crystalline structure of the nanoparticle. These imperfections 

result from deformation of the solid, rapid cooling from high temperature, or 

high-energy radiation striking the solid, most of them originated in the 

synthesis of the QDs. Located at single points, along lines, or on whole 

surfaces in the solid, these defects influence their mechanical, electrical, and 

optical behavior (Fu, H., et al., 1997). Among the traps states caused during 

the synthesis there are those related with Cd and Se dangling bonds (i.e. 

absence of the Cd or Se in the crystal lattice) or small distortion of the crystal 

lattice. These trap states can be considerably reduced by a correct passivation 

of the QDs surface. Different kinds of passivation can be used in order to 

increase the fluorescent quantum yield, but the most common way is the use of 

a second semiconductor layer resulting in core-shell systems. This 

phenomenon will be discussed in the following paragraph. 

 

 

4.3 Core-shell structures 

 
To increase the fluorescent quantum yield of QDs, the most used strategy is 

the passivation of QDs surface with a shell of a second semiconductor 

(Carrillo -Carrion , C. et al., 2009; Talapin, D. V. et al., 2001; Borchert, H. 

et al., 2003). If on one hand, this strategy improves the fluorescence quantum 

yield, increasing absorbance and fluorescence intensity of CdSe core, the 

stability of the QDs against photo-oxidation, slows growth of nanoparticles 

and prevents formation possible of aggregates of nanoparticles, on the other 

hand, it is possible to tune the emission wavelength in a large spectral window 
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by selecting the suitable core and shell material. Depending on the band gap 

and the relative position of electronic energy levels of the semiconductors, we 

can design QDs core-shell with different functions. These relative positions 

can be observed in the Figure 4.4 which represent the band gap of the most 

used materials employed in the nanocrystal field. 

 

 
 
Figure 4.4: Electronic energy levels of selected 13-15 and 12-16 group semiconductors 
using the valence band offsets (Wei, S. H. et al., 1998). 
 

 
 
There are two types of passivation. In the first type passivation the band gap of 

the shell material is greater than the band gap of the core material, with the 

valence band of the shell situated below the valence band of the core, and the 

conduction band of the shell located over the conduction band of the core. 

This kind of shell decreases the non-radiative pathways associated with the 

trapping of the electron or the hole generated after the absorption of the light 

by the core and the optical properties of the QDs are improved, since the shell 

separates physically the surface of the core from its surrounding medium, 

reducing the sensing of the core to the environment, such as water molecules 

or oxygen. Generally, nanoparticles passivated with this shell are more stable 
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against photodegradation. The most used is the quantum dot formed by CdSe 

in the core and ZnS in the shell, denominated commonly as CdSe/ZnS QDs 

(Figure 4.5). The shell growth produce a small red shift (around 5-10 nm) in 

the absorption and emission band spectra of the CdSe. Other kinds are: 

CdSe/CdS, CdTe/ZnS, or ZnSe/ZnS among others. 

 

 

 
 

Figure 4.5: CdSe/ZnS  QDs core-shell 

 

In the second type passivation the valence band or the conduction band edge 

from the shell material is located among the band gap of the core. The 

resulting alignment of the bands, leads to a special separation of the hole and 

the electron in separate regions of the core-shellstructure after the QD 

absorption of light. This shell produces a significant red shift of the emission 

wavelength of the QDs. These shells are interesting because they allow the 

tuning of the emission color using different shell thickness, which is not 

possible with other kinds of materials. The principal use of these materials is 

in the synthesis of QDs with emission in the near infrared region. Some 

examples are CdTe/CdSe or CdSe/ZnTe QDs. In addition to this, with the 

second type passivation, the shells have large photoluminescence decays 

compared to the shells obtained from fi rst type passivation, due to the lower 
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overlap of the electron and hole wavefunctions (Wei, S. H. et al., 1998) in this 

system, as the electron or the hole are located in the shell. 

 

 

4.4 Synthesis CdSe/ZnS QDs 

 
Quantum dots may be synthesized in different ways, grouped, depending on 

the reaction temperature, the precursors and ligands used, the type of the shell, 

QDs shape, etc. To simplify, the procedures have been classified depending on 

the final media in which the nanoparticle will be solubilized, i.e. organic or 

aqueous media.  

 

 

4.4.1 Synthesis CdSe in organic media 

 

In the laboratory the synthesis of quantum dots was carried out following the 

method of Benito-Alifonso, D. et al. described in literature. Benito-Alifonso, 

D. et al. have synthesized quantum dots soluble in organic solvents using high 

temperature and obtained monodisperse CdS, CdSe and CdTe nanoparticles. 

Their method was based on high temperature decomposition of organometallic 

precursors in the presence of a coordinating solvent (Benito-Alifonso, D. et 

al., 2014). LaMer and Dinegar have demonstrated that the synthesis of 

monodisperse colloids via homogeneous nucleation requires two separate 

steps: the formation of the nuclei (nucleation) and the subsequent growth stage 

(LaMer, V. K. et al., 1950). This phenomenon is illustrated in Figure 4.6. 
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which determines the start of nucleation of the nanoparticles, subsequently the 

temperature increases and this results in the arrest of nucleation (to about 250 

°C) and the growth of the nuclei formed (Figure 4.7). 

 
 

Figure 4.7: Nucleation and growth CdSe core 
 
 

This methodology, called hot injection method, raises the precursor 

concentration in the reaction flask above the nucleation threshold. The 

instantaneous nucleation is immediately quenched by the fast cooling of the 

reaction mixture, since the solution to be injected is added at room 

temperature or slightly heated (~ 50 ºC) (Figure 4.8).  

 

 
Figure 4.8: Arrest nucleation CdSe core by rapid coaling of reaction after 1.5 minutes. 
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By varying the duration of cooling is possible to obtain QDs nanoparticles of 

different size QDs and colors (QDs yellow-green for shorter times (0.5-1 mins) and 

orange-red for longer times (2.5-3 mins)). 

 

 

4.4.2 Coating of the CdSe core with ZnS layer 

 
Subsequently CdSe core were covered with a layer of ZnS. The coating of the 

CdSe core with ZnS layer increases the stability to the photoquenching. The 

mixture was allowed to cool and the particles precipitated by addition of 

MeOH. The solution was centrifuged, the supernatant was discarded and the 

CdSe/ZnS QDs were redissolved in CHCl3 (Figure 4.9).  

 
Figure 4.9: CdSe core covered with a layer of ZnS. 

 

   
Figure 4.9: Precipitation, centrifugati on and dissolution CdSe/ZnS QDs in CHCl3 
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Another methodology adapted from the synthesis of metallic nanoparticles to 

be used is the heating-up method (Park, J. et al., 2007). This method consists 

in the gradually heating of the reaction mixture to achieve the degree of 

supersaturation required for the homogeneous nucleation. 

 
 

4.4.3 Synthesis CdSe/ZnS in aqueous media 

 
Chemical modifications of the surface of QDs are performed to provide 

good dispersibility in a given solvent, to avoid nanoparticle aggregation and 

precipitation, and to provide specific chemical functional groups suitable 

for further coupling. The common strategy to render the QDs dispersible in 

water includes exchanging the original hydrophobic ligands (e.g. TOPO) 

with ligands having one chemical group able to bind to the nanocrystal 

surface (e.g. thiols, amines, phosphines, carboxylic acids, and pyridines), 

and a polar head group (e.g. hydroxyl), directed towards water. Another 

approach is based on preserving the original ligands and avoiding ligand 

exchange by coating the QDs with amphiphilic molecules. These 

amphiphilic coatings will have hydrophobic groups interacting with the 

original ligand and hydrophilic groups providing water solubility. 

Alternatively, one can coat the QDs with an inorganic silica shell using the 

classical Stober process (base-catalyzed hydrolysis of tetraethoxysilane and 

subsequent condensation of the monomers onto the existing nuclei) (Zhao, 

L. et al., 2012) or by synthesis in microemulsion (Figure 4.10). 
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Figure 4.10: Comparison between different methods used to modify the QDs surface 

 

 

4.5 The role of the ligands 

 
The ligands on the surface of the nanocrystals are in equilibrium with free 

ligands in solution. For weakly bound ligands, and without excess ligand 

present in the solution, desorption of the molecules from the QDs surface 

leads to loss of functionality, deterioration of the optical properties, 

aggregation, and finally precipitation (Aldana, J. et al., 2005; Aldana, J. et 

al., 2001). Ligands that are able to bind with more than one chemical group 

were shown to provide organic shells, which were much more stable under 

physiological conditions and during subsequent chemical functionalization 

(Giovanelli, E. et al., 2012). These could be simple dithiol ligands, like 

dihydrolipoic acid, (Uyeda, H. T. et al., 2015; Mattoussi, H. et al., 2000; 

Anikeeva, N. et al., 2006) carbodithioic acid, (Querner, C. et al., 2006; Liu, 

L. et al., 2010) dithiocarbamate, (Li, Y. et al., 2012) polymers exhibiting 

functional side groups, (Liu, L. et al., 2010; Yildiz,  B. et al., 2009) 

denaturated proteins like bovine serum albumin (BSA) (Wang, Q. et al., 
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2006) or hyperbranched polymers (Nann, T., 2005). The optical properties of 

the QDs can be modified depending on the legend chased, infact the effect of 

the ligands mentioned above on the fluorescence intensity of the QDs is very 

different. For instance, Mulvaney et al. have studied the effect of the addition 

of different ligands (e.g oleic acid, hesanenitrile etc.) to a CdSe QDs capped 

with trioctylphosphine oxide (TOPO). They observed that amines produced 

the best fluorescence response, while the thiol and the carboxylic acid 

produced the largest decrease of the QDs fluorescence (Mulvaney, P. et al., 

2006).  

 

 

4.6 Doping of metal oxides with QDs 

 
Several researchers have described the interaction between the QDs and the 

ligand in which the electron transfer causes the quenching of the QDs 

fluorescence. This phenomenon depends on the redox potential of the 

functional ligand and the nanoparticle, which is totally related to the QDs size. 

PET (Photo-induced Electron) processes have been reported for both core and 

core-shell QDs, but only in the case of core QDs, the nanoparticles can act in 

both directions, i.e. as an electron donor or as an electron acceptor. In the case 

of core-shell QDs, the nanoparticle can only act as electron donor, because the 

hole is largely confined in the core, while the electron can delocalize on the 

surface (Van Embden, J. et al., 2007). Photoinduced electron transfer from 

the QDs as electron donor to semiconductor metal oxide (MOs) as acceptor 

has been also reported by Kamat et al. (Kamat, P. V. et al., 2010). This 

process is possible because the conduction band of the MO is located between 

the band gap energy of the QDs (Figure 4.11).  
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Figure 4.11: Diagram of the relative electronic energy differences between CdSe 
donating species and MO accepting species for all CdSe-MO combinations. 
 

 

Exploiting this principle, my thesis deal with titania nanofibers decorated with 

QDs nanoparticles by both physical and chemical functionalization. The first 

one required a simple dropping of the diluted solution (1:20 v:v, CHCl3) onto 

the fibrous layer. The second one implied an in situ reaction able to bind the 

quantum dots to TiO2. These scaffoldings have been investigated in my PhD 

thesis as optically active novel nanomaterials. 

 

 

4.7 Semiconductor-metal nanocomposites  

 
Deposition of metal nanoparticles on other nanostructures made of carbon or 

other semiconducting materials is of great interest because the resultant 

metal/semiconductor composites may exhibit some intriguing properties 

(Corio, P. et al., 2004; Sun, X. H. et al., 2004). Semiconductor-metal 

nanocomposites have been widely employed in photocatalysis (Kraeutler , B. 

et al., 1978; George Thomas, K. et al., 2003). For example, titanium dioxide 

(TiO2) is considered very close to an ideal semiconductor for photocatalysis 
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4.8 Doping of metal oxides with metallic nanoparticles 

 
Doping of TiO2 has been an important approach in band gap engineering to 

change the optical response of semiconductor photocatalysts. The main 

objective of doping is to induce a bathochromic shift, i.e., a decrease of the 

band gap or introduction of intra-band gap states, which results in the 

absorption of more visible light. Doping may lead to photocatalytic systems 

that exhibit enhanced efficiency (Carp, O. et al., 2004). It is desirable to 

maintain the integrity of the crystal structure of the photocatalyst while 

changing its electronic structure by doping. It is easier to replace Ti4+ in TiO2 

with a cation than to substitute O2- with another anion because of the 

difference in the charge states and ionic radii (Mor , G. K. et al., 2006). 

Nanomaterials show a higher tolerance to structural distortion than bulk 

materials due to their inherent lattice strain. As a result, the surface 

modification of TiO2 nanoparticles appears to be more beneficial than the 

modification of bulk TiO2 (Burda, C. et al., 2003). Addition of noble metals 

is another approach for the modifying photocatalysts. Noble metals including 

Pt, Ag, Au, Pd, Ni, Rh and Cu have been reported to be very effective at 

enhancing photocatalysis by TiO2 (Rupa, A. et al., 2009; Wu, N. L. et al., 

2004). Because the Fermi levels of these noble metals are lower than that of 

TiO2, photoexcited electrons can be transferred from the conduction band of 

TiO2 to metal particles deposited on the surface of TiO2, while photogenerated 

holes in the valence band remain on TiO2. This greatly reduces the possibility 

of electron-hole recombination, resulting in efficient separation and higher 

photocatalytic activity. Numerous studies have found that the properties of 

these kinds of composites depend strongly on the size of the metal particle, 

dispersion and composition. When the size of the metal particles is less than 

2.0 nm, the composites display exceptional catalytic behavior (Turner , M. et 

al., 2008). It has been suggested that too high a concentration of metal 
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particles reduces photon absorption by TiO2 and allows the metal particles to 

become electron-hole recombination centers, resulting in lower efficiency 

(Sakthivel, S. et al., 2004). 

 

 

4.8.1 Doping of TiO2 nanoparticles and nanofibers with gold 

nanoparticles 

 
Extensive research has shown that the attachment of gold or other metal 

nanoparticles to TiO2 nanoparticles could cause the Fermi level of titania to be 

shifted to more negative potentials and prevent the recombination of electron-

hole pairs, therefore leading to significant improvement in photocatalytic 

activity and photoelectrochemical response (Subramanian, V. et al., 2004; 

Hoffmann, M. R. et al., 1995). The Fermi level (EF) of the semiconductor is 

directly related to the number of accumulated electrons as illustrated in the 

following expression: 

EF= ECB+ kT ln nc/Nc 

 

ECB is the conduction band energy level versus NHE (Normal Hydrogen 

Electrode), nc is the density of accumulated electrons, and Nc is the charge 

carrier density of the semiconductor. If we accumulate more electrons in the 

TiO2 or TiO2-Au system, we would expect a negative shift in the Fermi level 

of the TiO2. When the semiconductor and metal nanoparticles are in contact, 

the photogenerated electrons are distributed between TiO2 and Au 

nanoparticles (Fermi level of Au=+0.45 V versus NHE). The transfer of 

electrons from the excited TiO2 into Au continues until the two systems attain 

equilibration. Since the electron accumulation increases the Fermi level of Au 

to more negative potentials, the resultant Fermi level of the composite shifts 

closer to the conduction band of the semiconductor. The negative shift in the 
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form of powders, crystals, thin films, nanofibers (Macagnano, A. et al., 

2015), nanotubes and nanorods. Therefore, exploiting the photocatalytic 

properties of TiO2, at low cost, gold nanoparticles were also selectively grown, 

under UV-light irradiation, on the electrospun titania nanofibers through the 

photoreduction of HAuCl4 in the presence of an organic capping reagent 

(PVP). We have demonstrated that these nanofibers could be directly 

assembled into three-dimensional porous mats. We believe, infact, that these 

nanofibers can serve as catalysts and/or catalyst supports. Reassuming, the 

gold nanostructures can be, selectively deposited on electrospun anatase 

nanofibers by utilizing the photocatalytic feature of titania. The morphology of 

these gold nanostructures can be readily controlled by varying the 

experimental parameters. 

 

 

4.9 Development of blends of polymer nanofibers 

 
Organic polymer blends are among the most investigated materials for 

conductive sensors, mainly due to the easy of preparation. In the laboratory, 

nanofibers composed of PANi/PHB blends were prepared and deposited 

through electrospinning on chemoresistors in order to be investigated as 

potential biodegradable chemical sensors (Macagnano, A. et al., 2016). The 

electrospinning technology was used in order to design and obtain materials 

with high performance sensing features. PANi and PHB polymers were 

selected for their crucial remarkable characteristics, such as gas sensitivity and 

biodegradability, respectively. Six nanofibrous samples with increasing 

PANi/PHB mass ratio were manufactured and characterized. Thus, networks 

of continuous nanofibers with high porosity and covering the sensing area of 

the interdigitated electrodes were observed for each polymer solution. The 

increase in PANi concentration created a sharper distribution of the diameter 
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sizes (~200 nm) as well as rougher and lumpy fibers. TEM pictures reported a 

more homogeneous distribution of PANi within the PHB fibres, especially at 

higher concentrations, as confirmed by the analysis of electrical parameters. 

The potentials of such blended polymers were exploited, focusing the attention 

on the influence of humidity on the features of the resulting chemosensors. 

Ammonia in trace was measured in dry air and at different percentages of 

relative humidity, in order to evaluate the influence of PHB in the interaction 

of PANi with the gas in possible applications. Similarly, both acidic and basic 

volatile organic compounds were detected at different values of environmental 

humidity, until 70% RH. The peculiar structure of the nanofibrous layer as 

well as the physico-chemical properties of PANi/PHB, enabled ammonia and 

VOCs detection at high percentages of humidity, thus decreasing the response 

time and, specifically for VOCs, increasing the sensor responses. Moisture is 

generally an extremely undesirable environmental parameter for many 

sensors. In the case of electrospun PANi/PHB chemosensors here proposed, 

the natural strategy of sensing is mimicked, where an aqueous film over cilia 

(here represented by the nanofibers) is used to solve interacting molecules 

with surface thus facilitating the chemical interactions. This findings suggest 

the possibility for such sensors to be used in applications where monitoring 

strongly moist environments is required (e.g. food packaging, breath analysis, 

skin perspiration, soil, air in different environmental conditions, etc.), without 

any need to abate or reduce water vapors content.  
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emission, strong absorbance, high quantum yield, large Stokes shift, etc.). 

Thus, optically-active nanostructures are able to combine remarkable optical 

performances with high exposed surface. The high flexibility of the 

electrospinning (ES) process, in terms of number and typology of processable 

materials, is another feature promoting this technology as eligible candidate to 

a new generation of optical sensors (Wang, X. et al., 2002). 
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Chapter 5 

 

Smart optical sensing systems for monitoring  of toxic gas 

 

5.1 CdSe/ZnS-TiO2 nanofibers: a suitable combination for a 

low cost and effective optical sensor device to reveal NH3 

and H2S traces in the atmosphere 
 

Very effective electrospun fluorescent fibers have been realized by Wang et 

al., (2002) using transparent or optically inert polymers properly doped with 

inorganic quantum dots (Wang, X. et al., 2002). Since electron-deficient 

metal cations (e.g. Fe3+ or Hg2+ and nitro aromatic compounds such as DNT 

and TNT) are known as quenchers for fluorophores, they reported that the 

sensitivities of the polymer nanofibers hosting pyrene methanol (PM) were 2 

to 3 order of magnitude greater of a thin film sensors  (a few to tens parts per 

billion).  Composite fibers with diameters of few hundreds of nanometers can 

be easily obtained starting from the well established procedures developed for 

the matrix polymers, whereas the photoluminescence properties can be 

tailored by means of organic molecules (cromophores) and/or inorganic 

nanoparticles which feature emission in a broad spectral range, from visible to 

near infrared. These nanoparticles, commonly named quantum dots (QDs), 

most often composed by group II-VI elements such as CdS, CdSe, CdTe, have 

diameters of few nanometers and, more importantly, electronic band gaps and 

photoluminescence wavelengths tunable upon changing their size. Indeed, in 

these inorganic systems, quantum confinement effects can be appreciated for 

particle size approaching the exciton Bohr radius, which is typically of few 

nanometer (Vossmeyer, T. et al. 1994). Larger QDs (radius of 5-6 nm, for 

example) emit longer wavelengths resulting in emission colors such as orange 
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or red. Smaller QDs (radius of 2-3 nm, for example) emit shorter wavelengths 

resulting in colors like blue and green, although the specific colors and sizes 

variations depend on the exact composition of the QD. The advantages of QDs 

over the traditional fluorescent molecules include tunable fluorescence colors, 

controllable excitation along with narrow emission spectra, high intensity of 

emission, good photostability, and long fluorescence lifetime. These features 

enable QDs to be used as powerful imaging and tracking tools in various 

biological and medical applications. Since fluorescent organic molecules have 

emission from the ultra-violet to the near infrared, they can be easily added 

and used in polymers such as poly(methyl methacrylate) (PMMA), 

polystyrene (PS), poly(vinyl pyrrolidone) (PVP), poly(ethylene oxide) (PEO) 

and polyvinyl alcohol (Camposeo, A. et al., 2007). For instance, QDs have 

been used as chemical sensors, responding selectively to physiologically 

important metal cations, such as Zn2+, Cu2+, and detecting the explosive 2,4,6-

trinitrotoluene (TNT) in aqueous environments (Chen, Y. et al., 2002). 

Additionally, since for optical sensing based on fluorescent systems, the 

control of the photoluminescence quantum yield (PLQY) is a crucial issue, 

electrospinning technology sounds again as a suitable strategy to preserve the 

optical features of QDs also at solid state, causing an increase up to a factor 

ranging between 3-50% when compared to drop or spin-coated films 

(Morello, G. et al., 2015). Therefore, ES provides a method for producing 

solid state photoluminescent structures, featuring enhanced emission 

efficiency mainly due to the chain alignment in the electrospun fibres 

formation, that produces an overall photoluminescence polarized along the 

fiber length. Optical sensors are generally preferred for their high sensitivity, 

fast response time and low power consumption. The most of reported optical 

sensing systems are based on the analyte induced quenching of the 

fluorescence of electrospun fibers, an effect that may be induced either by 

energy or electron transfer between the fluorescent molecules and the detected 

element. Parameter as fibers arrangement, morphology and sizes, porosity as 
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well as the chemistry (polymer blends, polymer functionalization) and the 

adhesion on the strip will be key features to be considered to create novel and 

highly performing sensor arrays. About the morphology of the fibers, it 

depends on the solution properties (system parameters), process conditions 

(operational parameters) and environmental conditions (Joachim, H. et al., 

2012). The resulting aligned or non-woven nanofibers, arranged in 2D- or 3D-

fibrous structures with tuneable porosity and high specific surface area, can be 

placed directly onto suitable strips without further expensive refinement. Since 

electrospinning is a technique capable of continuously creating polymeric 

fibers, i.e. with no interruption during the process, it sounds appropriate for the 

production of huge quantities of nanofibers, then also potentially appealing to 

the sensor market. Electrospinning apparatus, using multiple nozzles, as well 

as needleless electrospinning processes, is able to increase further the 

production rate and to control jet formation, jet acceleration and the collection 

of nanostructures. Another advantage of this top-down nano-manufacturing 

process is the relatively low cost of the equipment and its functioning 

compared to that of most bottom-up methods.  Zhang et al. (2010) reported an 

enhancement of  UV light emission when ZnO (QDs) were finely dispersed in 

ES polyvinyl pyrrolidone (PVP) nanofibers (Zhang, Z., et al., 2010). ES 

nanofibers of polystyrene and polystyrene-co-maleic anhydride nanofibers 

housing a dispersion of CdSe/ZnS core/sell QDs were investigated as potential 

conductive sensors of VOCs by Tatavarty et al. (2011), showing peculiar 

sensing properties. In fact, a general increase in current was reported when 

increasing concentrations of solvents were flowed through the sensor, in spite 

of the expected decrease in current due to the polymer swelling. CdSe/ZnS 

were also investigated in polymers (Tan, L. Et al., 2012; Fabregat, V. et al., 

2012) and biocompatible matrices (Eliana, F. C. et al., 2014) also to detect 

selectively NO in traces by a marked quenching effect on the fluorescence 

intensity. Orlova et al (2013)  (Or lova A. O. et al., 2013) embedded QDs in in 

terephthalate track pore membranes (TM) with pore size of 500 nm and in a 
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information on the synthesis and preparation of nanofibers are reported in 

Section 7.1.1 of Chapter 7. 

 

 

5.2.4 Titania nanofibers labelling with CdSe/ZnS QDs 

 
Titania nanofibers (70-90 nm diameter size) were decorated with QDs 

nanoparticles by both physical and chemical functionalization. The first one 

required a simple dropping of the diluted starting solution (1:20 v:v, CHCl3) 

onto the fibrous layer. The second one implied an in situ reaction able to bind 

the quantum dots to TiO2: nanofibres of titania were dipped in 3-

mercaptopropionic acid (20 ml) for 24 h, then rinsed with THF and dried 

under air flow. Consequently, the surface of the calcined TiO2 nanofibres was 

modified by a bifunctional chemical reagent, 3-mercaptroprionic acid (3-

MPA), containing both carboxylic acid (-COOH) and thiol (-SH) functional 

groups. Due to the affinity of titania to carboxyl group, - COOH linker was 

linked to the surface of TiO2 nanofibres. Treated fibers were dipped for 24 

hours into the diluted QDs solution ((1:20 v:v, CHCl3) in order to be bonded 

with the thiol groups of linker molecules by heterogeneous exchange with 

TOPO. 

 

 

5.3 Morphological and optical characterization of samples 

 
Optical features of QDs were investigated in solution and at the solid state by 

UV-Vis spectrophotometry (Spectrophotometer UV-2600, Shimadzu, UV-

Vis-NIR Mini-Spectrometer Hamamtsu) and spectrofluorometry (Fluoromax, 

Horiba). Optical and fluorescence microscopy (Zeiss Axio Imager 2) was used 
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Figure 5.2: HR-TEM image of CdSe/ZnS QDs sample (left) and fitting of the statistical 
distribution of NPs diameters (right). 
   
The morphological characteristics of CdSe/ZnS QDs sample were studied by 

mean of the techniques HR-TEM (High-Resolution Transmission Electron 

Microscopy). The study conducted by electron microscopy showed the 

presence of nanoparticles of regular shape and spherical. The mean diameter 

was measured by estimating 1140 nanoparticles exploiting the Pebbles 

program, and the statistics were calculated using the program Pebble_Juggler, 

both proprietors of ISTM available link http://pebbles.istm.cnr.it/. The 

nanoparticles contained in the sample have a mean diameter of 4.4 +/- 0.6 nm 

(Figure 5.2). The dispersion is equal to 12.7% which can be considered quite 

good considering the small size of the sample. Nanoparticles cannot be 

considered highly monodisperse (dispersion <5%). 
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Figure 5.3: AFM micrograph of titania fibers before (a) and after QDs decoration by 
drop coating (b); fluorescence optical microscope picture of QDs/TiO2 (c). 
 
 
 
The first strategy adopted to decorate the titania nanofibers with QDs 

nanoparticles was the functionalization of the fibers by drop coating. 

Comparing the AFM image (a) (titania fibers without QDs nanoparticles) with 

the image (b) (titania fibers decorated with QDs nanoparticles by drop 

coating), it is evident that on the nanofibers functionalized with the 

nanoparticles you have the formation of agglomerates of fluorescent 

nanoparticles next to the fibres but also on the fibers. Furthermore AFM image 

(a) shows that the nanofibers of titania looked almost smooth, while after QDs 

decoration (image b) they appeared more rough and wrinkled respect to 

pristine nanofibers TiO2. An additional strategy of functionalization has been 

adopted in the attempt to create a more ordered and reproducible fibers 

decoration. Firstly, the surface of nanofibers was modified with a bi-functional 

chemical reagent, 3-mercaptopropionic acid (3-MPA), subsequently it was 

decorated by CdSe/ZnS core-shell QDs (Figure 5.4). In particular, since TiO2 

has a strong aff inity for the carboxylate group of the linker molecules, a 

bifunctional monolayer of 3-mercaptopropionic acid (3-MPA) was adsorbed 

on the surface of TiO2 nanofibers by dipping. CdSe/ZnS quantum dot 

nanoparticles could be bonded with the thiol groups of linker molecules, infact 

they bind ZnS-shell QDs, replacing the TOPO present on its surface. As 





                                                                                                                                     Chapter 5 

203 
 

HR-TEM analysis has allowed to identify carefully the location of the QD, 

confirming their monocrystalline nature (Figure 5.5). The measurement of 

some interplanar distances has confirmed the distances compatible with CdSe: 

3.3 A corresponds to the interplanar distance {101} of CdSe and {110} of 

ZnS; 3.5 A corresponds to the {002} interplanar distance of CdSe. A further 

confirmation of the presence of both the compounds was obtained by 

analytical micro analysis (EDX). The EDX maps (Figure 5.6 and 5.7) show 

that the elements that make up the QDs are uniformly distributed on the TiO2 

fiber. Particularly in Figure 5.7 maps you can see that Zn is less dense than 

Cd but it highlights the co-presence and co-location of the two elements, 

confirming the expected results from the synthesis. 

 

 
 
Figure 5.6: On the top is reported the STEM image of the TiO2 nanorod decorated with 
QDs. The maps are the elemental maps of the following elements: Cd, Se, Zn and S 
respectively. The bar corresponds to 100nm 
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Figure 5.7: On top is reported the STEM image of the TiO2 nanorods decorated with 
QDs. The yellow square highlights the area of which the EDX maps were collected. On 
the bottom the EDX maps of the following elements are reported: Ti white, Cd red, Zn 
blu, Se in green and S in light green. The bar corresponds to 100nm. 
 
The relative quantification of the elements, except for P and Ti, reported the 

following results: 
 

Element               Atomic% sigma 
S K                         16.3       3.9 
Zn K                       15.8       3.2 
Se L                        21.0       3.6 
Cd L                       46.9       4.1 

 

It should be emphasized that the atomic percentage of Se is half of that of the 

Cd while the ratio between Zn and S is stoichiometric. Also it is confirmed 

that the Cd is the percentage element more present. 
 

 

 
Figure 5.8: Spectrum EDX 
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The relative proportions of the elements of quantum dots (mother solution) is 

equal to: 

                                                  Atomic%value        sigma 
 
                                       SK                17.8                 1.8 
                                     ZnK                  7.5                 1.9 
                                      SeL                27.5                 2.0 
                                     CdL                47.2                  2.1 

 

From this analysis is observed a lower percentage of Zn that could be 

attributed to partial inhomogeneities of sample. This inhomogeneities could be 

attributed to a different degree of overlap of the CdSe core given the difficult 

process control. The core of CdSe maintains a ratio of Cd and Se comparable 

to that measured on the fibers. 

 

After QDs labelling of titania, the hybrid nanofibers were investigated as a 

potential low cost chemical sensor, at solid state, for detecting a few toxic 

gases, as H2S and NH3. First of althea effect of relative humidity on luminance 

(PL) of sample was evaluated. Therefore, after exposition of the QDs-dropped 

sample in dry air, it was exposed to a low power led (UV-light: 390 nm; 5 

mW) after increasing percentages of relative humidity.  In Figure 5.9 the 

absorbance and photoemission spectra of fibers decorated at solid state and 

placed on a quartz slice have been depicted. The inset photograph shows the 

green color emission (visualized by naked eye too) of labelled nanofibers by 

dropping. The system was not so sensitive to reveal also fibers chemically 

nanofunctionalized: a more sensitive and sophisticated device should be 

designed. Thus, the following measurements will concern only fibers 

physically decorated by drop. 
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Figure 5.9: Spectra of absorbance (left) and Photoemission (right) of hybrid nanofibers 
TiO 2-CdSe/ZnS core-shell QDs when irradiated by a low power led (UV-light: 390 nm; 
5 mW). 
 

The hybrid nanofibers were photographed by a very compact and suitably 

designed system and the image was captured by a digital camera (Raspicam), 

contained within it, capable to provide a high-resolution (5 Mpx) image 

(Figure 5.10).The optical tool was able to hold the quartz slice coated with the 

fibrous layer (the upper side) and to focus a small area of fibers by an 

embedded lens system. Raspberry was used to interface the camera and to 

store the elaborated RGB image into a Portable Network Graphics (png) 

format. The luminance (PL) of the samples, was measured through a 

developed software (by using Python) as previously described. 

 

 
Figure 5.10: Images of QDs nanoparticles depositated directly on a quartz substrate (a) 
and on a quartz substrate coated of titania fibers (b).  
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Figure 5.11: Relative humidity effects on PL of sample (image analysis, on the left and 
Luminance variation towards %RH plot, on the right). 
 

Subsequently, the hybrid nanofibers were investigated as a potential chemical 

sensor, for detecting H2S and NH3. It was evaluated as varies the PL of the 

sample after exposure to increasing concentrations of H2S. The results 

reported in Figure 5.12 show that to increasing concentration of the gas, 10 

ppm-20ppm-40ppm respectively, the PL of the sample decreases (about up to 

19%). This change of PL is supposed to be related to the type of interactions 

that occur on the shell between the hydrogen sulfide and ZnS (photoelectron 

traps). 
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Figure 5.13:Photograph of fibers coated with QDs and UV-LED irradiated before (a) 
and after 10 ppm NH3 exposure for 20 min (b) ; image analysis of the GREEN matrix 
of pixels (among RGB matrices)before (c) and after gas exposure (d). 
 
 
 

 

 
 
 

Figure 5.14: The NH3 and H2S exposure over time (40-80-120 minutes) of hybrid 
nanofibers, confirms the reduction the average of nanofiber's luminance. The 
luminance of fibers exposed to NH3 was decreased of ~30% respect to that of the fibers 
exposed to H2S (~19%). 
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degradation determined by perspiration and cell regeneration. Since 

commonly gas and volatile organic compounds (VOCs) sensors consist of a 

transducer with an interacting chemical layer (the recognition element), if 

biodegradable circuits could be printed on sheets of silicon so thin that they 

dissolve in water (from a couple days to a week of submersion), or on natural 

biodegradable resins, the sensing layer might be degraded, too, thus 

preventing its persistence in the environment for generations (plastics 

normally biodegrade very slowly, with full degradation occurring after 500 or 

1000 years) (Kim, D. H. et al., 2011; Singh, B. et al., 2008). Specifically 

among the several potential applications of biodegradable sensors, the 

monitoring of environmental conditions after ecological disasters, such as oil 

spills, would result extremely suitable and environmentally friendly if small 

sensors might be dispersed over a wide area without further contributing to 

pollution. Similarly, they might be used in sustainable agriculture by 

monitoring nutrients (like nitrogen, phosphorus and potassium) and water in 

soil to adapt fertilizers and water managements to crop demands, in order to 

increase agricultural productivity and maximize farm profitability, while 

minimizing environmental damages. In medicine, implantable sensors would 

have a wide variety of medical uses, such as tracking blood sugar levels in 

diabetes patients. Additional to the operation to implant such small devices, 

which is a non-invasive process, the elimination of the sensors removal 

process might be very attractive for both patients (who will feel safer, at least 

because not undergoing another operation), researchers and investors. This 

study focuses on creating and investigating an environmentally friendly 

conductive sensor for gases and VOCs based on conductive and biodegradable 

electrospun nanofibres. To achieve this goal, nanofibrous layers at various 

concentrations of polyaniline (PANi) hosted in a biodegradable polymer of 

poly-3-hydroxybutyrate (PHB) have been tested. To our knowledge, 

PANi/PHB nanofibres have never been tested in sensing application, until 

now. Therefore, electrical parameters of conductive sensors based on 
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nanofibrous layers of PHB hosting increasing concentrations of PANi have 

been investigated for one year. Fibres have been assembled as highly porous 

membranes by electrospinning technology (Macagnano, A., 2015) directly on 

the transducers. More recently, biocompatibility and toxicity of polyaniline 

salt and base in environment have been investigated and measured in several 

studies (Humpolicek, P. et al., 2012; EYslas, E. I. et al., 2012), 
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Chapter 6 

 

Study and design of a potential biodegradable chemical 

sensor to measure gas and volatile organic compounds 

(VOCs) in moistened environments 
 

 

6.1 Properties of materials selected and used: PANi, PHB 

and IDEs 
 

Although biodegradability is a remarkable feature to have environmentally 

and health friendly sensing tools, sensors for gas monitoring should be able to 

preserve their sensing feature for a period of time, despite short, and have 

reasonable operative shelf life, relative to the specific application and the 

period to monitor, and should not be then water soluble. Additionally, the 

sensing material should not be strongly affected or corrupted by environmental 

parameters, such as temperature and moisture. Among these materials, the 

most used for gas sensing are expected to be semiconductors organics, that are 

inexpensive and their electrical measurements, occurring at room temperature, 

require simple DC. They can respond to a wide range of polar and non polar 

gases and vapors depending on various interaction mechanisms. For instance, 

the analyte can affect the charge transfer between the sensing layer and the 

electrode contact or change the density of charge carriers (due to oxidizing or 

reducing reactions), or change the carrier mobility thus affecting the resistivity 

of the film. In the present study, biodegradable electrospun nanofibrous 

scaffold based on a polymer blend containing polyaniline and poly-3-

hydroxybutirrate (PANi/PHB) has been designed. Polyaniline is a 

biocompatible polymer and its toxicity is strictly related to its concentration 
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electrodes, such as fiber density, shape and dimension of fibres (individual 

resistance value) assembled over the electrodes (aligned, nonwoven, etc.). The 

potentials of such blended polymers have been exploited, focusing the 

attention on the influence of humidity on the features of the resulting sensors, 

also in terms of reproducibility and stability of their responses. Indeed the 

presence of water vapor, functioning as interference gas, was expected to 

lower the gas response of the sensor in a humid atmosphere (Matsuguchi, M. 

et al., 2003). Effects of humidity on conductive nanofibres based on acid-

doped polyaniline blends were previously investigated by Zampetti et al. 

(Zampetti, E. et al., 2011) and the variations in conductivity values were 

attributed to both the percentage of CSA-doped PANI in blends, the diverse 

arrangement of PANI within fibres, the kind of the electrospun polymer, the 

fibres size, morphologies and finally to the final texture. Briefly, in the present 

study, the responses of these PANi/PHB sensors to ammonia in trace were 

measured in dry air and at different percentages of relative humidity, in order 

to evaluate the role of PHB in the interactions of PANi with the gas in actual 

applications. Similarly, the effects of distinct moisture conditions on the 

responses and sensing features of PANi/PHB sensors to both acidic and basic 

VOCs (i.e. acetic acid and triethylamine, respectively) were investigated. 

 

 

6.2 Materials, methods and characterization 
 
 
6.2.1 Materials 

 
Polyaniline emeraldine base (PANiEb, 10,000 MW), 10-camphorsulfonic acid 

(CSA), poly[(R)-3-hydroxybutyric acid, PHB] and 2,2,2-trifluoroethanol 

(TFE) were all purchased from Sigma-Aldrich and used without further 

purification. 
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6.2.3 Characterization 

 
The nanofibrous materials were optically investigated through scanning 

electron microscopy (SEM Jeol, JSM 5200, 20 keV, X4500MAG, gold film), 

and transmission electron microscopy (TEM Jeol, JEM 1200 EXII). Water 

contact angles (WCA) measurements were provided bya USB Digital 

Microscope Logitech and ImageJ Free Software. The chemoresistors (IDEs) 

were placed in a measurement chamber (2.5 ml internal volume) made from 

PTFE and equipped with temperature and humidity sensors (Honeywell HIH 

3602 C). Each IDE was linked to the electrometer to measure the current 

flowing through the IDE (DC) when a fixed potential was applied to it. 

Dynamic measurements were carried out at room temperature using both a 4-

channel MKS 247 managing four MKS mass flow controllers, set in the range 

0-200 sccm (standard cubic centime-tres per minute), with an accuracy greater 

than 1% at maximum flow, and an Environics S4004 system managing two 

mass flow controllers set in the range 10-1000 sccm and 0-50 sccm, 

respectively. 

 

 

6.3 Results and discussion 
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Figure 6.1: Optical micrographs of the nanofibrous layers called A (a) and F (b), 
respectively, coating microscope glass slides; (c) a picture of CNR-IIA home-made 
electrospinning equipment comprising a rotating collector where transducers were 
placed for deposition. The yellow arrow points to an interdigitated electrode after an 
electrospun deposition, where a rectangular area was magnified by optical micrograph 
(red framed).  
  

The nanofibrous fabrics obtained from electrospinning deposition showed 

several shades of green, dependently on the amount of PANI: the most intense 

green corresponded to the highest PANi concentrations (E-F) (Figure 6.1 (a) 

and (b)). A dense network of continuous nanofibers covering the sensing area 

of the interdigitated electrodes (i.e. the area comprising the gaps and the metal 

fingers) was observed in all of the chemosensors created with the diverse 

polymer solutions employed (Figure 6.1 (c)). The electrospun scaffolds were 

characterized by high porosity deriving from both enhanced presence of 

openings and interconnected void volumes, and high surface-to-volume ratios 

(specific surface area) originating from quite small nanofibers diameters. 

These key features make such nanostructured fabrics potentially appealing in 

chemical sensing. 

  

 
Figure 6.2: SEM micrographs show PANi/PHB nanofibres coating silicon wafers at 
increasing PANi mass ratios (A:  1.4%, D: 5.45%, E: 8%, F: 11%). 
 



                                                                                                                                    Chapter 6 

227 
 

SEM micrographs of silicon wafers coated with the electrospun nanofibrous 

layers of PANi/PHB blends at several mass ratios high light the high degree of 

pores and interconnected void volumes, as well as the wide range of fibers 

diameters (Figure 6.2). Additionally, very slight differences in textures quality 

and size of fibers can be observed among nanofibers obtained with B, C and D 

blends, i.e. in samples where small volumes of polyaniline were added to 

PHB. Therefore in Figure 6.2 only the micrograph of D will  be presented. 

Specifically, fibers resulting from PANi/PHB blend with the smallest amount 

of PANi appeared branched, with a wide range of size distribution of the fibers 

(A, in Figure 6.2), from a few nanometers to hundreds nanometers and 150 

nm as mean value. By contrast, D-F fabrics looked uneven in shape, lumpy 

and with more roughness, but fibres were more homogeneous in size and 

slightly increased in diameter mean (~200 nm). The morphology of the 

resulting fibers was presumably depending on the different parameters of the 

starting solutions, such as blend conductivity, superficial tension and viscosity 

deriving from the increasing amounts of the non-electrospinnable PANi 

solution (the conducting polymer) (Li , Z. et al., 2013). In the electrospinning 

process, it is known that by tuning several parameters such as the viscosity of 

polymer mixture, the nozzle-ground distance and the potential applied, 

fiberquality can be modified. In the present study, the diminished 

concentration of the insulating polymer, which generally increases its 

electrospinnability, decreased the viscosity of polymer mixtures. This result 

caused a substantial increase in the electrical performances (higher 

conductivity) and reproducibility probably due to the better adhesion onto the 

metal electrodes observed in the more conductive solutions, despite the not 

perfectly regular shape of the fibers. Furthermore, taking into account that: (i) 

the longer the distance between needle and collector (longer time of flight), 

the less the reproducibility of the deposition technique, because of both the 

instability of the jet and the small dimensions of the transducers housed in the 

collector; (ii) the shorter the distance, the larger the diameter of the fibers 
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produced and the larger the number of globular structures along the fibers, 

then the distance between needle and collector was set at 15 cm. TEM bright 

field micrographs reported in Figure 6.3 show thin web-like and branched 

structures becoming darker depending on the increase of PANi concentration, 

presumably due to the greater electron density of this polymer relative to PHB. 

In scientific literature it is reported that it is possible to identify, in a core-shell 

fibers observed under TEM, the presence of a core polymer in a sheath of 

other polymers through sharp boundaries inside the fibers. These sharp 

boundaries reflect the difference between the core and shell materials ability 

for electron transmission (Liu, W. et al., 2002; Golin, A. P., 2014). On the 

other hand since thicker fibers appear darker in TEM analysis, the change in 

brightness could also be due to the fibers thickness variation. Nevertheless 

PHB fibers appeared homogenous in color (data not shown) but with darker 

patches when PANi was added (Figure 6.3 (A)).   

 

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Figure 6.3: TEM micrographs show A, D, E and F samples, contrasted with uranyl 
acetate. 
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Such gradual darkening of the fibers when PANi concentration increased let 

suppose a relationship between the two polymers used and the brightness. 

Both polymers could be distinguished within the fibers for their different 

electron density. Indeed, the electron beam travelling through the specimen 

under study are scattered and disappear from the beam depending on the 

density of the polymer materials present in the nanofibers (related to their 

molecular weights), thus resulting in a different brightness and lightness. The 

presence of darker areas in tiny fibers of sample A similar to the electron 

density (darkness) of the thicker ones suggests a discontinuous distribution of 

PANi during electrospinning  deposition. With the increasing of both fibers 

thickness and PANi content (D-F), fibers appeared more evenly dark colored 

(even the thinner fibers), suggesting a more uniform distribution of PANi 

throughout the fibers, more concentrated within the bulges and roughness of 

the surface. Further investigation should be performed to confirm the 

distribution of such a conductive polymer in the blended fibers. 

 

 

 
Figure 6.4: Current -Voltage curves of all the PANi/PHB sensors (A-F) between -2 V 
and +2 V in dry air. 
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Figure 6.6: Response curves of PANi/PHB nanofibrous chemosensors to increasing 
percentages of relative humidity (% RH), ranging between 10%-60% (V = +2 V). For 
each sensor, the current values (I) were normalized to the starting current values (I0) 
before the measuring, in order to be compared. 
 
 
The interaction mechanisms at the polymeric surface of PANi/PHB fibers with 

water vapors can be a lot and opposite. The high dielectric constant of water 

for example, can interact with the N atoms of PANi, thus inducing an 

extension of the PANi chains into more stretching conformations and 

generating an increase in the crystallinity of the polymer with a decrease in its 

electric resistance. Additionally also H-bonds between water molecules and N 

atoms of PANi can induce an increase in current (ie. Electrical resistance 

decrease). Vice versa, water vapor can also dissolve the doping salt (CSA), 

thus de-doping the molecules and leading to a decrease in current. For 

instance, in wet atmosphere, the hosting polymer swelling could overcome the 

other effects, spacing out the PANi chains and causing current lowering 

(Macagnano, A. et ail., 2011; Zampetti, E. et al., 2011).The electrical 

responses resulted from the combination of all these parameters. Since the 

resulting sensitivity to water vapor, measured as the slope of the normalized 

sensor responses (I/I0) to ppm of water vapors (Table 1), increased with PANi 

concentration, the effects of humidity on PANi/PHB fibers were supposed to 

be significantly depending on the PANi chains. Although PHB and PANi 
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fibers are known as hydrophobic materials in their nature, there still would 

have a chance of water molecules penetration because of the interstitial spaces 

between fibers (pores). Data obtained from WCA (water contact angle) 

measurements are in very close agreement with the commonly known fact 

which indicates the following: for hydrophobic surfaces WCA increases with 

surface roughness and for hydrophilic surfaces, in contrast, WCA decreases 

with surface roughness (Ma, Z. et al., 2006). 

 

 
Table 1: Sensor sensitivity to relative humidity  

 

In Figure 6.7, WCA measurements of A, D and F samples were 90°, 81°e 79°, 

respectively, confirmed the increase in roughness such as the wettability of the 

samples with higher PANi concentration. 

 

 

 
 
 
 
 
 
 
 
 
 
 
 

Figure 6.7: Top: WCA pictures of the A, D and F samples captured by a digital 
microscope and an optical microscope. Bottom: bar-plot of the sensitivity (S) of the 
sensors to water vapors concentrations (ppm), measured as the slope of the linear 
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fitting of the normalized response curve of each sensor (I0/I 0), i.e. S = (I/I0)/C, where C 
is the analyte concentration. 
 
 

These results suggested a possible effect of moisture to gas/VOCs interactions. 

For what concerns the measurements of gas and the effects of moisture on 

them, the most conductive chemosensors were selected, since able to detect 

low concentrations of the analytes. Current-Voltage curves of E and F samples 

reported the huge increase in current (Figure 6.8), overall in F increased more 

than twice (F = 2.55 x; E = 1.26 x), when measurements were carried outin a 

moist environment (70% RH), presumably due to the water molecules that, 

adhering on the surfaces, were able to create a thin layer on the fibres and 

among pores. The comparison of I-V curves in dry air and 50% RH, 

respectively, did not enhance peculiar changes of the curves shape. 

Furthermore, several I-V cycles were performed, but since they were perfectly 

overlapped, no hysteresis phenomenon, due to ions contribution to the current, 

was reported. This effect is extremely undesirable for many sensors because 

water vapor molecules are in competition with the analytes for the same 

interaction sites, perturbing the chemical interaction. Thus, for sensing 

application, in order to control or reduce the humidity effects, filters, 

cartridges or permeation tubes have to be used. Despite the electron donor 

character of both the molecules, opposite electrical effects were reported when 

water and ammonia reacted with PANi layers (i.e. ammonia decreased the 

polymer conductivity and water increased it)  (Lubentsov, B. Z. et al., 1991). 

CSA-PANi exhibits p-type semiconductor characteristics, so exposure to 

electron-donating species gives rise to a decrease in the charge-carrier 

concentrations and thus an increase in the measured resistance. When 

PANi/PHB fibrous sensors were used for measuring ammonia (1 ppm) in 

different conditions of environmental humidity, the response time dramatically 

changed: it was relatively long in anhydrous condition, with a few minutes of 

inertia before a significant change of current; on the contrary it was extremely 
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then increasing the resistance value. Initially the gas is physisorbed throughout 

the nanofibers, then the chemisorption occurs (formation of PANi-ammonia 

complexes), followed by the rearrangement of the polymer structure and 

deprotonation, respectively (Stamenov, P. et al., 2012). The polymer chains 

rearrangement is able to generate a complete symmetrisation of the chemical 

bonds and a lowering of the total energy of the polymer chain (energetically 

favored) (Li, W. et al., 2011). Instead of deprotonation, this mechanism 

increases the conductivity of the polymer: such an effect can be noticed in dry 

air when ammonia starts the interaction with the fibers (Figure 6.8). However, 

the response of sensor F, the most conductive one, to NH3 as a function of gas 

concentration (ppb), showed a general decrease in current within creasing 

concentrations of the analyte in the measurement chamber. The 90% 

equilibrium response was achieved after more than 20 min of gas flow in dry 

air. On the other hand, the response times to ammonia were shortened in moist 

air (Figure 6.8). Therefore, in a wet environment, water molecules were 

supposed to be sorbed on the fibers, with different amount and arrangement 

depending on both the humidity percentage and fibers structure and 

morphology. Such an organization implied higher currents than in dry air. 

After NH3 introduction, the double effect of polar molecules solvation and 

dissolution in water should happen. The strong affinity of NH3 molecules to 

PANi is able to displace the weakly adsorbed H2O molecules (Matsuguchi, 

M. et al., 2003). The results of this competitive sorption reported a decrease in 

the conductivity of the film. A further increase in water vapor percentage 

could facilitate also the ammonia dissolution in water with the production of 

hydroxide ions and ammonium ions. Such an alkaline layer coating the fibers 

could contribute to both more quick and strong de-doping of PANi and 

changing the dielectric environment.  
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Figure 6.9: Bi-plot of three consecutive responses of F sensor, reported as normalized 
current (I/I 0) to the same concentration of NH3 (834 ppb) flowed throughout the 
measuring chamber (300 scum) in 10% wet air (%RH) (V = +2 V). 
  
 
 

 
 
Figure 6.10: Response curves of F sensor to increasing concentrations of NH3 when air 
ranged between dry and 50% wet (V = +2 V). The sensor sensitivity values were 
reported in the bar plot (inset). 
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Figure 6.9 depicts the sensor F transient responses when a defined 

concentration of ammonia (834 ppb) was cyclically flowed throughout the 

measurement chamber under 10% RH. The sensor showed both comparable 

responses and starting current recovery when the sensing gas was turned on, 

despite a slight drift of the sensor. Sensor sensitivity, calculated as the slope of 

each calibration curve at the lowest gas concentrations, resulted improved 

when humidity percentage increased too (Figure 6.10). Since TEA and AcAc 

are commonly used as chemical markers in odors smelling associated to 

specific phenomena, such as food spoilage (i.e. fish spoilage), monitoring their 

presence and concentration sounds consequently of outmost importance, for 

instance, in food quality applications. The response time of the chemosensors 

to a selected vapor pressure of triethylamine (TEA) and acetic acid (AcAc) 

decreased when the relative humidity increased. The sensor responses were 

compared and depicted in Figure 6.11: the very low current changes due to 

the VOCs interactions in dry air resulted increased when % RH also 

augmented. Therefore, as expected from literature, the current of F sensor 

decreased, specifically of 0.3%,0.9%, 34% and 68% when 0.03 p/p° TEA 

(where p and p° denote the vapor pressure and the saturated vapor pressure, 

respectively) flowed throughout the measuring chamber for 187 s under 

increasing humidity percentages, i.e. dry, 10%, 50% and 70%, respectively. 

Similarly, 0.03 p/p°AcAc flushing over the sensors for 450 s, increased the 

current of the sensor F 1.9%, 2.5%, 7.9% and 11.4% respectively. Since the 

sensors came to equilibrium after several tens of minutes (useless in sensors 

applications), only the transient response slope values were taken in 

consideration and calculated, there by drastically reducing measurement time 

in a few minutes (Table 2). 
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Table 2: The slope values of the linear fitting of the firs t 100 s of measurements (except 
for acetic acid (*): after 100 s) to several analytes under different humidity percentages. 

 
 
 

 
Figure 6.11: Comparison of the normalized transient responses of the sensors E (on the 
top) and F (on the bottom) to TEA (0.03 p/p°) and AcAc (0.03 p/p°) under dry and 
variously humidified air (300 sccm). 
 
 

Furthermore, the protracted exposure to the several analytes irreversibly 

changed sensors electrical performances. Specifically, the chemical 

interactions of PANi with ammonia in a very humidified environment and for 
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1 year, the resistance value of F, the most conductive sensor, resulted 

increased by ~ 6.3%. This result could be also due to a potential starting 

biodegradation of PHB, responsible of changing the proportion of the polymer 

within the fibers, but further investigation concerning the effects of the 

biodegradation (morphological and electrical) on the sensors are still in 

progress. 

 

 

6.4 Conclusions 

 
An environmentally friendly conductive sensor formed by nanofibres 

composed of PANi/PHB blends, deposited through electrospinning on 

chemoresistors, has been designed and fabricated to measure gases and 

volatile organic compounds (VOCs) in moistened environments. PANi and 

PHB polymers were selected for their crucial remarkable characteristics, such 

as gas sensitivity and biodegradability, respectively. The nanofibrous layers 

obtained through electrospinning technology carried out directly on 

chemoresistors resulted in highly porous membranes and the potentials of such 

blended scaffolds have been analyzed, focusing the attention on the influence 

of humidity on the features of the resulting sensors, also in terms of 

reproducibility and stability of their responses. The sensor responses were 

tested by measuring ammonia and further two chemical compounds differently 

interacting with PANi (i.e. triethylamine and acetic acid) in dry air and at 

different percentages of relative humidity, in order to assess in possible 

applications the influence of PHB in the interactions of PANi with the analytes 

tested. Due to the properties of the electrospun nanofibres used in these 

chemoresistors, water vapors seemed to hugely improve the chemical 

interactions with the selected analytes. This effect suggests a potential use of 

the proposed chemosensors in monitoring also strongly moist environments. 
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The resulting sensing features suggest the chance to integrate these 

electrospun chemosensors within smart devices usable anytime and anywhere 

and capable of providing qualitative and quantitative information about 

pollutants without representing a significant additional source of pollution to 

the environment once worn out. Noticeably, a humidity sensor will be 

necessary, in these cases, to relate the responses of sensors to the amount of 

analytes of interest. In laboratory, sensors have worked for more than one year 

showing stability in both morphology and electrical parameters. They were 

primarily designed on purpose to be biodegradable and then to fabricate an 

ecofriendly sensing system, but they also resulted desirable for their low cost, 

ease of measurement, low power consumption, dimension and good 

performance at room temperature. 
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Introduction  

 
Mercury is a well-known neurotoxic (even at very low levels) and persistent 

worldwide pollutant (Qui, J., 2013). It is emitted to the air by human 

activities, such as manufacturing facilities, coal power plants and artisanal 

small scale goal mining and from natural biogeochemical processes including 

those related to emissions from oceans, soil and volcanoes (Pirrone, N. et al., 

2013; Lubick, N., 2009). Recently, mercury has also been recognized as a 

pollutant producing significant adverse neurological damages, upon its action 

as a neurotoxin, as well as harmful effects on unborn children and infants. The 

most common way people are exposed to any form of mercury is by eating 

fish containing methylmercury (ingestion). Other possible ways of exposures 

include contact with breaking products containing elemental mercury and 

employing compounds that contain mercury (dermal contact) or breathing 

polluted air (inhalation). The factors that determine how severe the health 

effects are from mercury exposure include the chemical form of Hg, the 

duration and the route of exposure (i.e. inhalation, ingestion, dermal contact, 

etc.) as well as the age of the person exposed (e.g. unborn children and infants 

are the most susceptible). The World Health Organization has set the current 

Personal Exposure Limit for Hg at 0.05 mg/cm3 or 5.6 ppb in air. Since 2010 a 

European project called Global Mercury Observation System (GMOS - 

www.gmos.eu) (Lubick, N., 2009; Cinnirella, S. et al., 2013), expected to 

directly support the implementation of the Minamata Convention, has been 

involved in creating an international network capable of providing accurate 

measurements of Hg on a global scale. Up to now, air monitors are highly 

sensitive and capable of detecting the global mercury background, but are 

complex, costly and high-maintenance (requiring more than 40 monitoring 

sites and skilled operators). In the atmosphere, mercury exists in three 

different species: i) gaseous elemental mercury; ii) particle-bound mercury; 

http://www.gmos.eu/
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technology (Macagnano, A. et al., 2015) was used to create chemoresistors 

based on nanocompositi nanofibrous layers of Au/TiO2 capable of adsorbing 

and revealing elemental mercury vapors in the atmosphere. By exploiting the 

photocatalytic properties of the nanofibers of titania, gold nanoparticles were 

selectively grown, under UV-light irradiation, on a nanofibrous scaffold of 

titania, using tetrachloroauric acid (HAuCl4) as gold nanoparticles (AuNPs) 

precursor and polyvinylpyrrolidone (PVP) as organic capping reagent (Li D.  

et al., 2004). Such a nanostructured layer, fabricated by electrospinning 

technology, firstly improves sensor features with respect to those of compact 

films, by enhancing the global number of binding sites of analyte-sensor and 

reducing some bulk drawbacks. Secondly, the combination of metal oxides 

and metal nanostructures, improves the sensitivity, allows sensor to work at 

room temperature, tunes selectivity towards different gas species by adjusting 

the surface to volume ratio of nanosized structures and affect sensor lifetime. 

The resulting material was expected to be suitable for novel mercury sensors 

fabrication, since a similar nanofibrous scaffold doped with AuNPs was 

described in literature as filtering system capable of adsorbing and removal 

mercury vapor from the environment with an efficiency of about 100% (Yuan, 

Y. et al., 2012). In fact, in previous works (Macagnano, A. et al., 2015a) the 

authors reported the ultra-high sensitivity of the sensor, capable to detect up to 

dozens ppt, despite of a long time necessary to  reveal the analyte at these 

concentrations, in air. In this work the chance to apply the sensor in polluted 

sites and in real time has been presented and described. Additionally, the 

proposed method of fictionalization should provide also a chance of tuning the 

distribution and the size of the metal nanoparticles on the fibres. As a 

consequence, the possible resulting sensors could be conductive also at room 

temperature, due to the charge transfer among the neighboring nanoparticles 

under a potential application. Micro-interdigitated electrodes (IDEs) of Pt/Ti 

were designed in order to create 3D-nanostructured chemoresistors potentially 

capable of adsorbing and revealing elemental mercury vapors in the 
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atmosphere. As preliminary study, diverse non-woven nanofibrous layers of 

titania variously decorated with AuNPs were investigated in morphological 

and electrical properties. Chemoresistors were tested for their capacity of 

detecting Hg0 vapors at room temperature. Then, properly selected 

chemoresistors were used to detect low concentrations of mercury vapors in 

both static conditions and under a carrier gas (synthetic air) flow. 
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7.1.2 Electrospinning technology: solution and deposition 
 
 
Electrospinning is a widely used technique for the electrostatic production of 

nanofibers, during which an electric field is used to make polymer fibers with 

diameters ranging from 2 nm to some micrometers from polymer solutions (or 

melts). It is currently the most economic, versatile, and efficient technology to 

fabricate highly porous membranes made of nano and/or micro fibers also for 

sensors (Macagnano, A. et al., 2015b). It is based on the application of a high 

voltage difference between a spinneret ejecting a polymeric solution and a 

grounded collector. The jet of solution is accelerated and stretched by the 

external electric field while travelling towards the collector, leading to the 

creation of continuous solid fibers as the solvent efiberates. The 

electrospinning apparatus (Figure 7.1) used in the present study (designed and 

assembled in CNR laboratories) comprised a home-made 150 clean box 

equipped with temperature and humidity sensors, a syringe pump (KDS 200, 

KD Scientific) and a grounded rotating cylindrical collector (45 mm 

diameter), a high voltage oscillator (100 V) driving a high voltage (ranging 

from 1 to 50 kV) and a high power AC-DC (alternative 153 current-direct 

current) converter.  

 

 

 
 
 
 
 
 
 
 
 
 
 
Figure 7.1: Electrospinning equipment comprising a syringe pump and a grounded 
rotating cylinder collector where the samples take place for their coverage (sketch and 
photograph). 
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7.4 Results and discussion 

 

7.4.1 Morphological investigation of AuNPs/TiO 2 

nanofibrous layer 

 
Figure 7.2: (a) Optical micrographs of the electrodes before (top) and after electrospun 
deposition (in the middle) and a picture of the samples (down) in solution and under 
UV irradiation; SEM (b) and AFM (c) micrograph s of titania nanofibers after 60 min 
and 30 min of UV exposure, respectively. The chemical reaction can be monitored by 
the color change of the solution (colorless>orange>red>purple). 
 
 
Specifically, titania fibers were decorated with gold nanoclusters (AuNCs) 

induced to grow selectively upon photocatalytic reduction of HAuCl4 caused 

by UV light irradiation (Figure 7.2 (a)). Morphology, size, distribution of 

gold nanoclusters and the degree of AuNPs coverage of the nanofibers seemed 

to depend on both UV irradiation exposure (Figures 7.2 (b)-(c)), salt 

concentration and concentrations of organic capping reagent. When the 

samples were UV irradiated for 1 hour, fibers were completely covered with 

Au particles with globular shape merged together, and numerous protruding 





                                                                                                                                    Chapter 7 

262 
 

solvents; a 20 min deposition generated a fibrous film adhering to substrates, 

too thin to be weeded. 
                                                               

 

 

 

                                                                            (a)                                               (b) 

 
 
Figure 7.3: Sketch of an electrospinning set-up comprising a syringe and a grounded 
rotating cylinder collector where the samples take place for their coverage (a); a piece 
of a nanofibrous fabric of  TiiP/PVP peeled from the substrate after 1 hour of 
electrospinning deposition (b) a red-purple aqueous solution of HAuCl4/PVP after UV-
light irradiation treatment holding a piece of the nanofibrous fabric of TiO2 (anatase) 
obtained after TiiP/PVP annealing (c).  
 

 
 

Figure 7.4: a piece of nanofibrous fabric of TiiP/PVP (b) after 1 hour of electrospinning 
deposition and after calcination at 550°C (TiO2 nanofibrous fabric) (c); SEM picture of 
a dense network of nanofibres of  TiO2 covering IDEs electrodes (d). A picture of an 
IDE coated of nanofibers was reported as inset, too. 
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The following calcination resulted in the complete degradation of PVP with 

formation of crystalline TiO2 (anatase) and a significant shrinkage of  fibers 

dimension (60-80 nm diameter, 5-40 nm grain sixe). Calcination of 1 h fabric 

made it thinner (upon the diameter shrunk of the fibers), thus resulting in a 

clearer, glassy and highly brittle material (Figures 7.4 (b)-(c)) but insoluble in 

water and all organic solvents. The 20 min deposited fibrous layer resulted 

finely attached to the substrate, as confirmed by electron microscopy images 

(Figure 7.4 (d)). 

In the present study, among a series of differently coated fibrous layers, only 

the fibrous nanocomposites that were conductive at room temperature were 

selected and then their electrical and sensing features investigated. Initially the 

samples were immersed in the highest concentrated solution and irradiated 

with UV-light for various times (Figures 7.2 (b)-(c)) (Macagnano, A. et al., 

2015a): the relationship between the irradiation time and the size and 

distribution of the gold nanoparticles along the fibers was described. 

Specifically, a longer exposure generated nanofibers completely covered with 

Au particles with globular shape merged together and with numerous 

protruding budding, densely clustered and overlapping. On the contrary, when 

nanofibers were exposed to UV irradiation for a shorter time (30 min), they 

appeared more homogeneously coated with round-shaped nanoparticles 

(Figure 7.5).  
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observed, when analyzed by SEM (Figure 7.5, right picture ) and TEM 

(Figure 7.6 (a)-(d)). The surfaces of nanofibers observed in SEM micrographs 

(Figure 7.5, right ) appeared densely decorated with globular nanoparticles. In 

the CT image (Figure 6.7, inset) the gold nanoparticles appear darker and 

spherical or quasi-spherical. The single particles size were ranging between 2 

and 20 nm and 7.8±3 nm was estimated average diameter (Figure 7.6 (c)). 

Gold nanoparticles grew directly onto the nanofibers and their adhesion 

appeared relatively strong (despite due to van der Waals forces), since they 

both resisted to water rinsing and fibers scratching for TEM analyses. 

Approximately spherical structures around 50 nm diameter, densely packed 

and forming protruding budding along fibers, were sometimes observed along 

the electrospun TiO2 nanofibers (Figure 7.8 (a)-(d)). 
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In Figure 7.6 (e) the HRT micrograph shows the contact region between the 

acicular structure of titania nanofibers and the gold spheres. The interplanar 

distances measured within the two darker crystals, d= 2.3 Å and d= 2.0 Å , 

respectively, corresponded to the gold {111} and {200} planes distances, 

confirming that they were gold. In both chemoresistors and silicon wafers, the 

TiO2 nanofibrous layers were still attached to any substrate after the 

photocatalytic treatment in immersion. Furthermore, gold nanoparticles did 

not grow directly on the substrates and their immobilization onto the 

nanofibers appeared relatively strong (despite due to van der Waals forces), 

since they both resisted to water rinsing and fibres scratching for TEM 

analyses. After the photocatalytic treatment, the original calcined white porous 

scaffold (Figure 7.4 (c)) became purple-violet, depending on the size and 

density of the immobilized AuNPs (data not shown). SEM micrographs 

reported in Figure 7.8 confirmed the good coverage of the electrodes (a) and 

the persistence of the high porosity (b) even after AuNPs decoration. AFM 

micrograph presented in Figure 7.8 (c) showed a 3D-network of AuNP/TiO2 

nanofibers and their interconnections, which highlighted the absence of any 

merging effect on  nanofibers, both upon UV-irradiation in solution 

(decoration treatment) and heating (capping agent removal treatment). 

Furthermore, the presence of long and continuous fibers within the fabric was 

confirmed. 

 

 

7.4.2 UV-Vis spectra AuNPs/TiO2 nanofibers before and 

after exposure of Hg° 

 
After photocatalytic process, the white porous mat became purple-violet. As 

seen in the spectrum of the AuNP/TiO2 system, a characteristic absorbance 

band appeared at around 543 nm (Figure 7.9), which corresponded to the 



                                                                                                                                    Chapter 7 

268 
 

surface plasmon resonance (SPR) of the AuNPs (Sun et al, 2003). A red 

shifting and broadening of the absorbance band was observed with the 

increasing in AuNP size and fiber loading, respectively. The color is strictly 

depending on the size of the nanoparticles, and then their agglomeration at the 

solid state. According to Bui et al. (2007), such a band broadening 

phenomenon is due to the electric dipole-dipole interactions and coupling 

occurring between the plasmons of neighbouring particles, whereas 

nanoparticle agglomeration phenomena occurred. Due to these features, UV-

Vis absorption spectroscopy has been used in literature as a technique to 

reveal the changes in size, shape and aggregation of metal nanoparticles in 

liquid suspension after exposure to heavy metals, as Hg0 (Morris , T. et al., 

2002). Both blue-shifted wavelength and its extent were proportional to the 

amount of  Hg0 that entered the liquid suspension. Similarly, when the gold 

decorated nanofibers of titania, collected on a quartz slice, were exposed to 

Hg0 vapors (2 ppm) in air for 15 min, a significant blue shifting was reported 

(~ 3 nm) (Figure 7.10) due to the atomic adsorption of GEM (gaseous 

elemental forms of Hg) on the surface. The nanoparticles could be regenerated 

by heating the sample at 550°C for 3 minutes to remove Hg0. The recovery of 

the AuNPs was stated by the achieving of the original values of wavelength. 

The regeneration could be done for dozen times without any deterioration. 
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Figure 7.9: UV-Vis spectrum of a titania nanofibrous network after gold decoration 
(TiO 2: 367.8 nm; Au NPs: 543.6 nm).  
 
 

. 

 
Figure 7.10: UV-Vis spectra of AuNPs/TiO2 nanofibers before (blue) and after a 15 min 
exposure to 2 ppm of Hg0 (gray).  
 
 

Similarly, in chemoresistors, the TiO2 nanofibrous layers attached to the 

substrates (Figure 7.11), changed color after photocatalytic treatment.  The 

IDE layout (Figure 7.11) show a set of interdigitated electrodes which 
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occupies an area approximately 3x5 mm, completely coated with the sensitive 

fibers, and two bonding pads (2x2 mm) that will be connected to the 

electrometer (DC voltage). Such a planar interdigitated electrode configuration 

is the most commonly used for conductometric sensing applications. 

 

 
Figure 7.11: Chemosensor fabrication and final structure: IDE dipped (left) and 
exposed to UV-light (right ) for gold decoration.  
 

7.4.3 Electrical and sensing features 
 

Preliminary results related to sensors coated with 1h UV-irradiated fibers (the 

most conductive sensors, R=580-650 Ohm) showed Ohmic behavior in air and 

at room temperature (Figure 7.12), but with different resistance values 

depending on the quality of the coverage, as expected. Oxygen and relative 

humidity did not affect the electrical parameters of the sensors, thus 

comparable electrical features were reported when measurements were carried 

out under nitrogen or air (Figure 7.12 (a)) and increasing percentages of 

relative humidity (Figure 7.12 (b)). The strong affinity and specificity of Au 

for Hg0 explain the sensitive responsiveness of Au nanoclusters (AuNCs) on 

the nanofibrous scaffolds to mercury (Lubick, N. et al., 2013), highlighted by 

the current changes of the sensors upon Hg adsorption. 
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(a) 

 
 

  

 

(b) 

 
Figure 7.12 (a): Current-Voltage curve of 1h-UV-exposed sensor under air (black line) 
and nitrogen (red one) flow; (b) sensor transient response (current) to increasing 
percentage of relative humidity (10%-70% %RH) (0.5V). 
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and flowed (the black and red lines, respectively). A comparison between the 

normalized sensor responses per concentration unit versus time reported an 

increase of an order of magnitude when the same concentration of the analyte 

was injected (2.62·10-7 ppt-1) and flowed (2.16·10-6 ppt-1 ), respectively 

(Figure 7.17). 

 

 
 
Figure 7.17: Comparison of the sensor normalized response rates per ppt over 10 min 
when Hg0 was injected (Si) or flowed (Sf) into the measuring chamber. 
 
 
However, since previously the authors reported that nanostructured material 

could adsorb Hg0 vapor up to change the chemosensor resistance value by 

30% (Macagnano, A. et al., 2015a) a continuous flow of the analyte over the 

material was able to cause a continuous decrease in current over a long time. 

This effect is presumably due to the kind of interaction between mercury and 

gold. Indeed, the adsorption constant is orders of magnitude higher than the 

desorption constant, justifying the limited desorption at near room 

temperatures (Crosby, J., 2013). Mercury adsorption proceeds towards a 

submonolayer until the available sites are full (Langmuir isotherm model). 

After surface adsorption, additionally, the formation of islands of amalgam 

occurs hindering the release of mercury in the environment. Indeed, mercury 
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desorption can occur by changing the vapor partial pressure only at the initial 

phase of the interaction. The fabricated nanostructured chemosensors could be 

compared to a 3D-conductive trap for mercury vapor, which works until the 

saturation of all the interacting sites occurs. A complete desorption of mercury 

occurred heating the sensing area covered by the fibres up to 450 °C for 3 min, 

after each measurement. In fact, current resulted completely recovered after 

this treatment, as reported in Figure 7.18 (b). The sensor was exposed to a 

flow of mercury in dry air with a concentration of 800 ppb for 5 min (Figure 

7.18 (a)), and then dry air was used to clean the sensor surface. The current 

curve trend slightly changed when clean air was flowed, stabilizing at about 

the current values reached for Hg0 adsorption. 

                                             

 

                                       (a)                                                             (b) 

 

 
 
Figure 7.18: Transient sensor response when Hg0 800 ppb was flowed throughout the 
measuring chamber for about 5 min, followed by dry air flushing (a); normalized 
current values before mercury exposure (S), after mercury exposure and 450°C heating 
treatments for 10 s (D1), 30 s (D2) and 3 min (D3), respectively (b). 
 
 
Due to the strong affinity between gold and mercury, only thermal treatments 

were able to remove mercury. Sensor was heated at 450°C for 10 s and 30 s, 



                                                                                                                                    Chapter 7 

281 
 

respectively, and the current was measured under pure air showing only a 

partial restoring of the starting current, thus suggesting that a treatment of 3 

minutes was necessary to get the same starting current value. The set 

temperature value (450°C) was allowed because the nanoparticles were 

distributed along the titania fibers and heated for a short time. This hybrid 

arrangement prevented their merging and shape changing, commonly 

happening when gold nanoparticles are tightly aggregated (James, J. Z. et al., 

2012). To confirm the complete mercury desorption after the heating 

treatment, the sensor was placed in a suitable gas-washing tube of quartz (75 

ml) and heated at 550°C for additional 5 min in oven under dry air flow 

(1L/min). The air flushing the sample was delivered to the mercury analyzer: 

no more Hg was detected in the sensor headspace, confirming that the analyte 

was completely removed by the fibrous layer. Nanostructures shortened the 

heating time for desorption. Indeed, usually 20 minutes, at least, are required 

for stripping mercury off thin gold layers (Jasek, K. et al., 2012) In literature, 

QCM sensors (Sabri, Y. M. et al., 2009) provided with nanostructured gold 

electrodes required a 30-minute at least of exposure to Hg0 vapor, and 

subsequently a 90-minute of air flow for a complete recovery of the sensor 

frequency. They were able to work at 28°C and 89°C keeping high 

sensitivities (LODs of 2.4 ppbv and 17 ppbv, respectively). Instead surface 

acoustic wave devices (SAWs) seemed to work better at 55°C, both under 

humid conditions and in presence of common interfering gases (LOD ~4.5 

ppbv) (Kabir , K. et al., 2015). Such sensors required 2 hours of exposure to 

the carrier gas flow to be restored. When exposed to traces of mercury, 

conductometric sensors based on SWNTs finely decorated with AuNPs, 

showed a high sensitivity (LOD: 2 ppbv), strictly related to the number and 

size of gold nanoparticles. However, despite their sensitivity, these sensors 

showed saturation at very low concentration (30 ppbv) (McNicholas T. P. et 

al., 2011) and further they required about ten hours of exposure in a clean 

environment to be completely recovered. In order to test the responsiveness of 
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0.7% decreased, and the limit of detection was estimated about 1.97 ppt. When 

the concentration of Hg increased, the response curve slope changed too. 

Specifically, when the sensor was exposed to 800 ppb, the current decreased 

more quickly with a rate of ~ -9·10-3 s-1 (Figure 7.18 (a)). On the other hand, 

continuous mercury flowing involved a likewise continuous adsorption of the 

analyte to the gold free sites, thus hindering the sensor to reach the steady state 

unless the all binding sites saturation. A decrease in resistance value of the 

sensor up to 30% was reported (Macagnano, A. et al., 2015a) when sensor 

was exposed to a mercury saturated vapor pressure (PV0) for 12 h. This result 

is supposed to be due to the high density of AuNPs within the 3D nanofibrous 

titania framework, that allowed a widening of the adsorption range of 

mercury. This result overcame the low saturation level achieved by other 

sensors based on gold nanoparticles assembled on nanowires (McNicholas, T. 

P. et al., 2011). Actually a long time required for measuring traces of mercury 

as well for sensor recovering, seems to be a common failing feature to be 

overcame. Strategies to create quasi real-time monitoring systems have been 

provided by the instruments currently available to quantify the level of 

elemental mercury in ambient air. Thus, technologies based on Cold Vapor 

Atomic Fluorescence Spectroscopy (CVAFS), are able to detect very low 

levels of mercury in air after that it is pumped at a known flow rate and 

collected on a gold trap. Desorption by heating produces mercury vapor that is 

flushed with argon through a cell, where the absorbance is measured using a 

fluorescence detector (e.g. Tekran Gas Phase Mercury Analysers). Thus, since 

a set time (i.e. 5 min) for mercury sampling is required, and then further a few 

minutes for heating and detecting are necessary, more traps are designed to 

work sequentially in order to reduce the total measuring time. Similarly, to 

reduce the detecting time, more sensors could be arranged to work in series. 

The mercury analyzers based on gold amalgamation and Atomic Absorption 

Spectrometry (AAS) detection are able to operate with ambient air as carrier 

gas. One or two pure gold traps are installed in series to run the dual 
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amalgamation procedure and the sampling is run at about 1 L min-1 with 

sampling times of at least 10 minutes. Under these conditions, a detection limit 

of about 0.1 ng m-3 is achieved. On the other hand, some VOCs contained in 

ambient air may be adsorbed at the surface of the gold trap, then can cause 

interferences (broad bands) to UV light spectral absorption of mercury at 

253.7 nm (Ghaedi, M. et al., 2006; Ferrua, N. et al., 2007). Since at room 

temperature and in dark condition the measured current of the presented 

sensor is supposed to be due to AuNPs decorating titania fibers, only chemical 

compounds interacting with gold are expected to be mostly responsible of the 

current changes: halide and sulphide are the main eligible interfering 

compounds. Thus in a cocktail of other chemicals, this sensor has been 

designed as a pretty selective sensor, being able to greatly decrease the 

environmental disturbances allowing the investigator/manufacturer to design 

and then fabricate easier strategies to prevent contaminations from 

environment (selective filtering systems or coatings). Among common 

potential contaminants authors investigated previously water vapor influence 

(%RH) reporting no-effects on the electrical signals (Macagnano, A. et al., 

2015a). The electrical features, such as the reproducibility of the fabrication 

process, of this conductive device have been previously investigated, showing, 

encouraging results for the development of a low cost sensor for mercury 

detection. However, in spite of the high sensitivity (LOD: 2ppt) of the sensor, 

too long response time was necessary to detect traces of Hg0, when compared 

to the current monitoring instrumentations (Ghaedi, M. et al., 2006; Sanchez-

Rodas, D. et al., 2010; Ferrua, N. et al., 2007). Extremely encouraging 

resulted if compared to other sensors currently involved in detecting mercury 

in air (Drelich, J et al., 2008; Kabi r , K. et al., 2015; Sabri, Y. M. et al., 

2009; Mohibul Kabir , K. M. et al., 2015; Raffa, V. et al., 2006; James, J. 

Z. et al., 2012-2013; Chemnasiri, W. et al., 2012; Sabri, Y. M et al., 2011; 

Keebaugh, S. et al., 2007; Crosby, J., 2013; McNicholas, T. P. et al., 2011). 

The long time in response was supposed to be in part due to the layout of the 
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measuring system, since the sensor was housed in a quartz bottle of 100 mL 

volume. In fact, an additional time was expected to be caused by the 

adsorption of the Hg0 traces from the surrounding environment (measuring 

chamber) up to achieve a sufficient number of  mercury atoms adsorbed on the 

surface sensor to be electrically revealed. In the present study the measuring 

chamber was designed in order to reduce the volume (0.7 mL) and to expose 

the fibers to the gas entry (Figure 7.20). Such a measuring layout was 

designed to allow the fibrous network to be exposed to the mercury atoms as 

delivered into the sensor chamber. The current curve trend slightly changed 

when clean air was flowed, stabilizing at about the current values reached for 

Hg0 adsorption. Due to the strong affinity between Au and Hg0, a 3 min-

thermal treatment was necessary to remove mercury from layer and get the 

same starting current value. 

 

 
 
Figure 7.20: Homemade measurement chamber to house the chemosensor for 
laboratory experiments (left); plot depicting the transient response curve to 800 ppb 
Hg0 (V=0.3 V).  
 

 

Figure 7.21 depicts the normalized sensor response rate, i.e. the normalized 

current change per second, toward the increasing concentration of GEM 

(ranging between 20 and 160 ppb). The resulting logarithmic curve describes 
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how the Hg0 concentration affects the response time: small variations of  Hg0 

concentration up to 80 ppb are able to deeply change the response rate, on the 

contrary higher concentration seem to affect only slightly this sensing feature. 

Since a strong relationship is recorded between the concentration and the 

response time when the content of mercury in environment is low, is possible 

to correlate the slope of the transient responses within the first minutes of the 

sensor response to definite concentrations of Hg0 in air. 

 

 
Figure 7.21: The normalized sensor response rate to the increasing concentration of 
vapor elemental mercury. 
 
 
Figure 7.22 depicts the linear fitting of 10 min-sensor responses when 

increasing concentrations of mercury were flowed onto the sensor. Related 

data were reported in Table 1. 
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Figure 7.23: Linear relationships between the normalized response time and the Hg0 
concentration, within the range of 20 and 100 ppb.  
 

Therefore when the concentration of Hg increased, the response curve slope 

changed too linearly, allowing a limit of detection of about 1 ppb, when the 

sensor is exposed to air polluted with Hg0 per 10 min. For what concerns main 

interfering compounds, since at room temperature and in dark condition the 

measured current is supposed to be due to AuNPs decorating titania fibers, 

only chemical compounds interacting with gold are expected to be mostly 

responsible of the current changes (i.e. halides and sulphides). Thus in a blend 

of other chemicals, this sensor has been designed as a pretty selective sensor, 

being able to greatly decrease the environmental disturbances allowing the 

investigator/manufacturer to design and then fabricate easier strategies to 

prevent  contaminations from environment (selective filtering systems or 

coatings). Among common potential contaminants authors investigated 

previously water vapor influence (%RH) reporting no-effects on the electrical 

signals (Macagnano, A. et al., 2015). 
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capable of working until the saturation of all the interacting sites occurred. 

Depending on the strategy of sampling, the limit of detection could be 

improved, ~6 ppt when mercury vapor was injected and ~2 ppt when slowly 

flowed within the measuring chamber. However, despite the high sensitivity of 

the chemosensors to Hg0 vapor, the responses appeared to be slow. Further 

investigations are necessary also to assess the effects of physical parameters of 

the environment, such as temperature fluctuations and UV-light, as well as 

chemical ones, such as volatile organic compounds and gas (like halides and 

sulphides) which are potentially interfering the adsorption process of the Hg0 

on gold. The ease of deposition (electrospinning) and preparation (UV-

irradiation in aqueous solution) as well as the high Hg0 sensitivity, suggests the 

chance to investigate the material features by further transduction systems. 
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Introduction  

 
One of the more troublesome questions in recent years has been to quantify 

not only the strength of emission sources but also the effects of re-emission of 

previously deposited Hg on the overall distribution, concentration and 

speciation of Hg in the atmosphere (Hedgecock, I. et al., 2003). The 

deposition of atmospheric Hg depends on its chemical speciation, where the 

term speciation is used to distinguish between the gaseous elemental (GEM) 

and gaseous oxidized forms of Hg [GOM and Particle bound mercury (PBM)] 

and their chemical-physical characteristics (Lyman, S. N. et al., 2010; 

Sprovieri, F. et al., 2016a,b). To be precise, Total gaseous mercury (TGM) 

mainly comprises GEM with minor fractions of other volatile species (e.g., 

HgO, HgCl2, HgBr2, CH3HgCl, or (CH3)2Hg).  The predominant fraction of 

TGM (usually in excess of 99%) is often represented by GEM under normal 

conditions. GEM is relatively inert under atmospheric conditions, only slightly 

soluble and also quite volatile, whereas the oxidized Hg forms found in the 

atmosphere are both soluble and involatile, thus they are efficiently scavenged 

and consequently deposited by liquid atmospheric water, such as rain and fog 

droplets, but also deliquesced aerosol particles. The dispersion of GEM on 

global scale therefore, depends on the rate of its oxidation in the atmosphere as 

this determines its long atmospheric lifetime (generally >1 year), limiting local 

emission controls from protecting all environments. Most methods cannot yet 

directly or accurately determine minor Hg species infact, several limitations 

and difficulties have still experienced in Hg analysis (Gustin, M. S. et al., 

2013). This limits the scientific research community's ability to long-term 

measure atmospheric Hg concentrations worldwide. Sampling and analysis of 

atmospheric Hg is made most commonly as GEM/TGM because of their 

greater abundance, even if both manual and automatic methods have been 

currently developed for different Hg forms to suit the measurement and 
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monitoring application. The most common sampling method employed relies 

on adsorption on gold amalgam and then, either directly or indirectly, through 

a stepwise process of thermal desorption and final detection [usually by cold-

vapor atomic absorption spectroscopy (CVAAS) or cold-vapor atomic 

fluorescence spectroscopy (CVAFS)]. At any rate, alternative methods to 

measure atmospheric Hg are needed. Given the uncertainty and restrictions 

associated with automated and/or semi-automated Hg measurements (Gustin, 

M. S. et al., 2013; Pirrone, N. et al., 2013), and above all, responding to the 

technical needs of an expanding Hg global observation network, we developed 

a reliable, sensitive, and inexpensive nanostructured material for atmospheric 

Hg detection. Previously passive samplers have been developed and used to 

understand long-term global distribution of persistent organic pollutants 

(POPs) (Harner, T. et al., 2003; Pozo, K. et al., 2004). Other passive 

samplers for both TGM and GOM collection on the basis of diffusion have 

been constructed using a variety of synthetic materials (i.e., gold and silver 

surfaces, and sulfate-impregnated carbon) and housings (Lyman, S. N. et al., 

2010; Gustin, M. S. et al., 2011; Zhang, W. et al., 2012; Huang, J. et al., 

2014). However, because of the differences in design of passive samplers, 

ambient air Hg concentrations quantified by various samplers may not be 

comparable. In addition, sampling rates (SRs) using the same passive samplers 

may depend on environmental conditions and atmospheric chemistry at each 

site. It has been also highlighted that the performance of passive samplers may 

be influenced by meteorological factors (e.g., T °C, RH, wind speed) therefore 

inducing bias for the result of passive sampling (Plaisance, H. et al., 2004; 

Sderstrm, H. S. et al., 2004). On the other hand, incentive for developing 

simple and cost-effective samplers that are capable of monitoring over an 

extended period and require no technical expertise for deployment of these 

systems also at remote locations is now obvious. In this work we describe an 

alternative approach adopted in the place of conventional ones demonstrating 

that the combination of gold affinity for Hg with the nanoscale size of the 
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frameworks, gold nanostructures look the most promising nanomaterials for 

creating novel passive samplers with sensing features comparable to those of 

commercial passive sampling systems  and expensive systems currently 

available. In particular, we investigated and demonstrated the utility of new 

passive sampling systems based on nanostructured materials (nanofibers and 

nanoparticles of titanium oxide properly functionalized with gold 

nanoclusters), capable of adsorbing elemental Hg as a useful alternative 

system for making regional and global estimates of air Hg concentrations. The 

novel passive samplers are a relatively simple and low cost method for 

measuring the most abundant Hg form in ambient air (TGM/GEM).  
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Figure 8.1: First strategy of designing and developing passive samplers for mercury in 
air based on electrospun nanofibers.  
 

 

8.4.2.2 Second strategy: Passive samplers based on 

nanofibers free standing 

 
During the thermal treatment, fibers shriveled and detached themselves from 

the substrates of quartz, making vain the proposed strategy. However since a 

polymer free standing fabric was obtained too, a second strategy was 

proposed. Therefore the fibrous scaffold was annealed and then successfully 

functionalized under UV irradiation (1 h) in a suitable aqueous solution 

comprising a capping agent (PVP, 0.1 M) and HAuCl4 (Tetrachloroauric(III) 

acid, 0.5mg/ml). The process is depicted in Figure 8.2. Fibers were 

fragmented and filtered using as substrates the quartz disks with different 
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porosity. After slow heating and drying in an oven (110 °C, 1 °C min-1, 24 h), 

fibers resulted well attached to the substrates and usable as passive sampler. 

However the absorbent material appeared poorly reproducible and uneven 

distributed on the quartz surface. 

 

 
 
Figure 8.2: Second strategy of passive samplers preparation based on free-standing 
electrospun fibres of titania and following procedure of photocatalytic functionalization 
with gold nanoparticles.  
 

 

8.4.2.3 Third strategy: Passive samplers based on 

nanoparticles 

 
The third strategy proposed to design and create sorbent materials based on 

nanoparticles of TiO2 functionalized with gold nanoparticles. The preparation 

of a passive sampler based on the last strategy resulted to be more simple and 

economical because titania nanoparticles are present on the market (Sigma 
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Figure 8.4: Fourth  strategy of passive samplers preparation based on titania 
nanoparticles photocatalytically functionalized (UV exposure) with gold nanoparticles 
after deposition of the composite nanomaterial on a series of quartz slices. 
 

 
8.5 Morphological and Optical Characterization of samples 

 
The layers looked homogeneous and adhering to the substrates and 

nanoparticles were analyzed by UV-Vis spectrophotometry 

(Spectrophotometer UV-2600, Shimadzu, UV-Vis-NIR Mini-Spectrometer 

Hamamtsu) before and after gold nanofunctionalization confirming the gold 

reduction and adhesion on the surfaces of the titania NPs and suggesting, 

according to literature results, a very small diameter (under 20 nm) of AuNPs 

(Figure 8.5). These novel structures let us suppose a very attractive passive 

sampling system based on both the strong affinity between mercury and gold 

and a wide adsorbing surface due to the nanosize of the materials (expected 

high efficiency and lifetime). The absorption (and reflectivity) band at 550 nm 

was blue-shifted (up to 546 nm) when exposed to Hg mercury vapors.   

 

 
Figure 8.5: UV-VIS spectra (%R) of a thin layer of AuNPs/TiO2NPs coating a silicon 
wafer and exposed to Hg vapors for 15 and 30 min respectively 
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Figure 8.7: HR-TEM image of TiO2NPs-AuNPs sample (left 200 nm) and (right 20 nm). 
 

 

8.6 Results and discussion 

 
Calibration and validation of the passive samplers for mercury in atmosphere 

are currently under investigation. However, preliminary results obtained in the 

laboratory showed that such sampling systems have an efficiency of 

adsorption equal to ~ 98%, as showed in Figure 8.8 
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Figure 8.8: Adsorption curve of the mercury at room temperature: Linear Fitting of 
Hg° adsorbed that confirming an efficiency of ~98%. 
 

 
 
 
 
 
 
 
 
 
 
 
 
Figure 8.9: Comparison between the raw data of daily Hg concentration provided by 
Tekran and the raw data resulting by thermal desorption and measured by Tekran and 
related to the weekly exposed passive samplers to air within CNR-Area of 
Montelibretti.  
 

In Figure 8.9 it's shown the plot of a comparison between the raw data of 

daily Hg concentration provided by Tekran and the raw data resulting by 

thermal desorption and measured by Tekran and related to the weekly exposed 

passive samplers to air within CNR-Area of Montelibretti. These data suggest 

that the passive sampler follows the trand of daily variations of Hg. In 

particular, the Hg concentration in air is ranging between 0.5 ng/m3 and 6 
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ng/m3. Within these daily fluctuations, in a week you have the adsorption 

oscillations on the passive sampler ranging from 20 up to about 48 ng/m3. 

When decreases the total concentration of external mercury, decreases the 

adsorbed mercury from passive samplers and vice versa. Repeating the 

monitoring of mercury for 1-, 2- and -3 weeks, the graph shows that the 

decrease of the external concentration of mercury, cause a reduction of the 

concentration of mercury adsorbed. The longer the exposure, the lower the 

correlation between the daily fluctuations and the data collected (Figure 8.10). 

However this failure seems due mainly to the sampler design, specifically to 

the sampler grid porosity that seems to accumulate dust and then to lose 

sensitivity (Figure 8.16). Figures 8.11, 8.12 and 8.13report the comparisons 

between Hg concentration mean daily measured by Tekran and Hg mass mean 

adsorbed on the passive samplers upon 1- 2- and 3-week exposures The 

preliminary results suggest best performances for passive samplers working 

for a week, since capable of detecting the daily fluctuations of Hg in the 

environment. 

 

 
 

 

 

 

 

 

 

Figure 8.10: Mercury environmental monitoring for one, two and three weeks. 
  

 

 

  
 
Figure 8.11: Comparison Hg 

concentration mean daily measured 

by Tekran and Hg mass mean 

adsorbed on the passive samplers. 
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Figure 8.12: Comparison beteween 

Hg concentration mean daily 

measured by Tekran and Hg mass 

mean adsorbed on the passive 

samplers upon 1-week exposures. 

 

 
Figure 8.13: Comparison beteween 

Hg concentration mean daily 

measured by Tekran and Hg mass 

mean adsorbed on the passive 

samplers upon 2-week exposures. 

 

 
Figure 8.14: Comparison beteween 

Hg concentration mean daily 

measured by Tekran and Hg mass 

mean adsorbed on the passive 

samplers upon 3-week exposures. 
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�x N. 1 passive membrane; 

�x N.1 glass vessel 

 

 

 

 

  
 

 

 

 
Figure 8.16: Description passive sampler. 
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8.7.1 Elemental mercury sampling 
 

In the various monitoring sites was shipped a box containing everything you 

need to carry out monitoring of elemental mercury. Each box comprises N. 1 

shelter and N. 1 complete passive sampling set (Figure 8.17). 

 

 

 

 

 

 

 

 

 

 

Figure 8.17: The content of a vacuum box. 
 

Each sampling set  includes up to N. 6 bags, labeled with sequential numbers, 

holding the samplers required for a 6-week monitoring campaign. Specifically 

each bag contains a well defined couples of samplers individually kept under 

vacuum. (Figure 8.18) 

 
Figure 8.18: Bags from 1 to 6 and an under- vacuum passive 
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Each passive sampler is kept in a vacuum bag and each vacuum bag comprises 

(Figure 8.19):  
 

N. 4 self-locking clear plastic bags;  

N.1 sealed glass vessel (PASs); 

N.1 open-cap mounting a diffusive barrier           

 

 

 

 
 

 

Figure 8.19: The content of a vacuum bag 
 

 

When you are ready for air sampling is necessary (Figure 8.20): 

 

1) wear a pair of clean gloves picked up by a locked sachet;  

2) remove the content; 4) unscrew the white cap of the glass vessel (2,3) and 

quickly screw the diffusive-cap (4,5);  

5) immediately use one sachet to storage the unscrewed white cap, another one 

to keep both the remaining two sachets and the sachet with the cap, then close 

it (6); 

 6) expose the PAS for the scheduled exposure time, after having carefully 

placed it into the designated shelter seat, with the diffusive layer facing the air 

(i.e. the screw cap down) and fill in the Sampling Data Sheet (Figure 8.21).  

All the samples as A will be subjected to a 1-week exposure, meanwhile B and 

C ones  will be exposed to air for 2 and a 3 weeks, respectively. Finally, after 

6 weeks all the exposed passive samplers will be removed and sealed. 

Environmental parameters  (like temperature, %RH, main wind direction..) 
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should be daily reported on a suitable notepad and then joint to the samples at 

the end of monitoring, to be used for data analyses.  

7) after each exposition, passive samplers will be removed and sealed with the 

own white cap and properly stored (dry, dark and cool place); 

8) pack the sealed glass vessel in a sachet and lock it; pack it in a second 

sachet and lock it; pack it in a third sachet and lock it. 9) Put the diffusive-cap 

within the fourth bag and lock it too. 

10) Depending on the planned exposure timing, replace the removed PAS with 

another one belonging to the same series (i.e. A with A, B with B and C with 

C) Contained in the following sequential bag using the same care as 

previously described. 

 

 

     
 

 

 

 

 

 

 

 

 

 

Figure 8.20: Elemental mercury sampling 
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Figure 8.21: The shelter placement and Passive samplers exposure 
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Summary and conclusions 

 

This research activity have concerned the development of advanced 

nanocomposite sensors, "smart", potentially stable and selectives, sensitive and 

small sizes; sensors that do not require high investment and operating costs, 

which allow an environmental monitoring "in situ" and the reach of all, that can 

be equipped with advanced interfaces for data transmission. In order to develop 

such systems, different hybrid nanomaterials have been designed and 

investigated, which thanks to their properties, resulted to be in line with the just 

mentioned requirements. From recent literature, electrospinning has been 

confirmed to be one of the best candidates among the various nanotechnologies 

for designing and developing smart and ultra-sensitive sensing systems, both for 

the uniqueness of the resulting nanostructures and for production rate and cost. 

More in detail, during the first phase of the study using electrospinning 

technology, titania nanofibers decorated with optical nanoparticles QDs have 

been synthesized. In particular, titania nanofibrous layers decorated with 

fluorescent core/shell nanoparticles (QDs) have been designed and investigated 

as potential optical sensors for detecting toxic gases in air (e.g. NH3). Initially, 

fluorescent (CdSe)ZnS core-shell quantum dots were synthesized, according to 

literature, and then used to decor titania nanofibers according two strategies: the 

first one by drop-casting, the second one by chemical functionalization in situ. 

The use of electrospun fibers in photonics is a promising research field aimed at 

developing novel microscale light sources and detectors, lasers and optical 

sensors. This field is growing very quickly, since optically-active electrospun 

fibers with specific and tailored optical properties can be produced by various 

approaches exploiting the unique properties of organic light-emitting materials 

(tunability of the emission, strong absorbance, high quantum yield, large Stokes 

shift, etc.). The resulting fluorescent nanostructures combine remarkable optical 

performances with high exposed surface (orders of magnitude larger than flat 
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thin films), a property that is particularly appealing for sensing applications, 

indeed,  the increase of exposed surface in fibers can greatly improve the 

sensitivity of devices. The high flexibility of the electrospinning (ES) process, in 

terms of number and typology of processable materials, is another feature 

promoting this technology as eligible candidate to a new generation of optical 

sensors. In the second phase of the study, an environmentally friendly 

conductive sensor has been designed and fabricated to measure gases and 

volatile organic compounds (VOCs). To achieve this goal, a biodegradable 

electrospun nanofibrous scaffold based on a polymer blend containing 

polyaniline and poly-3-hydroxybutirrate (PANi/PHB) has been employed.  

Several fabrics composed of distinct proportions of the two polymers have been 

tested. Morphology, electrical parameters and sensing features of the biodegrad-

able nanofibrous layers have been investigated. The nanofibrous layers obtained 

through electrospinning technology carried out directly on chemoresistors 

resulted in highly porous membranes and the potentials of such blended 

scaffolds have been analyzed, focusing the attention on the influence of humidity 

on the features of the resulting sensors, also in terms of reproducibility and 

stability of their responses. Sensor responses to ammonia and further two 

volatile chemical compounds differently interacting with PANi (i.e. 

triethylamine and acetic acid) have been measured in dry air and at different 

percentages of relative humidity, in order to assess in possible applications the 

influence of PHB in the interactions of PANi with the analytes tested. Due to the 

properties of the electrospun nanofibers used in these chemoresistors, water 

vapours seemed to hugely improve the chemical interactions with the selected 

analytes. This effect suggests a potential use of the proposed chemosensors in 

monitoring also strongly moist environments. Subsequently it has been decided 

to dope the titania nanofibers also with metal nanoparticles. In particular, hybrid 

nanofibrous electrospun layers of TiO2 coating Pt microelectrodes were suitably 

designed in order to create nanostructured 3D-frameworks, potentially capable 

of adsorbing and revealing elemental mercury vapors in the atmosphere. Indeed, 
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exploiting the outstanding photocatalytic properties of the nanofibers of titania, 

gold nanoclusters were selectively grown, under UV-light irradiation, on the 

electrospun titania nanofibers through the photocatalytic reduction of  HAuCl4 

(tetrachloroauric acid ) in the presence of an organic capping reagent. Due to the 

uniqueness of the resulting nanostructures (high surface to volume ratio, high 

fibers interconnectivity and nano-scale interstitial spaces) and for production rate 

and cost, the planned sensors were expected to be promising candidates for 

elemental mercury detection in traces. Exploiting the same principle of 

photocatalysis just described, titania nanoparticles have been combined with 

gold nanoparticles, forming novel passive sampling systems for mercury. The 

peculiarity of the passive samplers relies on the unassisted molecular diffusion of 

gaseous agents (i.e. volatile vapors of elemental mercury) through a diffusive 

surface onto an adsorbent scaffolding. Unlike active (pumped) sampling, passive 

samplers require no electricity (expensive pumps), have no moving parts, and are 

simple to use (no pump operation or calibration). After sampling, the adsorbed 

mercury should be desorbed off the adsorbent by solvent (chemical procedure) 

or thermal desorption (physical procedure). Passive samplers have to be 

commonly compact, portable, unobtrusive, and inexpensive. They are able to 

give information about the average pollution levels over time periods of 8 hours 

to weeks/months. They have not to require supervision and can be used in 

hazardous environments. The low cost of the materials allows for sampling at 

multiple locations. 


